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Figure S1. The DLS distribution curves for ZNP−CH, CAZ−ZNP−CH, TOB−ZNP−CH and 

CAZ−TOB−ZNP−CH in table 1. 

 

 

 

  



Figure S2. Particle size distribution with Average size of ZNP−CH (A), CAZ−ZNP−CH (B), 

TOB−ZNP−CH (C), and CAZ−TOB−ZNP−CH (D) from SEM images of nanoparticles. Ø: particle 

size; nm: nanometer. 

 

 

 

 

 


