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Table S1. Electrical conductivity analysis results 

 

 

 

 

 

Figure S1: Fabrication of LPEG-PTFE composite and sensor strips. 

 

 

Figure S2. Photographs of LPEG-PTFE sensor and system. 

 

  



Table S2. Corrosion Resistance Test of the LPEG-PTFE sensor. 

 

 

 

Table S3. Sheet Resistance measurements of LPEG-PTFE sensor strip. 

 

 



 

Figure S3: Sheet resistance measurements of the LPEG-PTFE sensors. 

 

 

 

Table S4: Dust resistance test of the LPEG-PTFE sensors 

 

 

 

 

 

 

Table S5: Thermal Shock Test of the LPEG-PTFE sensors 

 

 

  

 

 



 

 

 

Figure S4. Resistance of the LPEG-PTFE sensors upon contact with water, 10% H2SO4, and 5% NaOH 

solution. 

 

 


