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Figure S1. A comparison of thermodesorption curves of ammonia from: (a) montmorillonite; 
(b) zeolite Beta; and (c) ion-exchange resin Purolite.  
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Figure S2. Adsorption/desorption isotherms of nitrogen on the ZSM-5 sample.  
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Figure S3. Adsorption/desorption isotherms of nitrogen on the Beta type zeolite.  


