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S1 0 mL 7 mL 15 mL 19 mL 21 mL 24 mL 

 
      

S2 0 mL 7 mL 14 mL 19 mL 19.6 mL 24 mL 

 
      

S3 0 mL 5 mL 10 mL 15 mL 20 mL 25 mL 

 
      

S4 0 mL 3.2 mL 15 mL 25 mL 30 mL 33 mL 

 
      

S5 0 mL 10 mL 20 mL 29 mL 35 mL 45 mL 

 
      

S6 0 mL 10 mL 20 mL 28 mL 30 mL 35 mL 

 
      

S7 0 mL 0.4 mL 1.2 mL 2.6 mL 6 mL 25 mL 

 
      

S8 0 mL 7 mL 15 mL 18 mL 25 mL 34 mL 

 
      

S9 0 mL 20 mL 40 mL 51 mL 56 mL 59 mL 

Figure S1. Photographs of analysed products as well as product-polyDADMAC mixtures  

at indicated volumes of polyDADMAC added 


