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Abstract

:

Graphene shows great potential in biosensing owing to its extraordinary optical, electrical and physical properties. In particular, graphene possesses unique optical properties, such as broadband and tunable absorption, and strong polarization-dependent effects. This lays a foundation for building graphene-based optical sensors. This paper selectively reviews recent advances in graphene-based optical sensors and biosensors. Graphene-based optical biosensors can be used for single cell detection, cell line, and anticancer drug detection, protein and antigen–antibody detection. These new high-performance graphene-based optical sensors are able to detect surface structural changes and biomolecular interactions. In all these cases, the optical biosensors perform well with ultra-fast detection, high sensitivities, unmarked, and are able to respond in real time. The future of the field of graphene applications is also discussed.
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1. Introduction


Graphene, the thinnest material known [1,2,3,4], has attracted attention of scientists worldwide in recent years [5,6]. Two scientists at the University of Manchester, Andre Geim and Konstantin Novoselov, won the 2010 Nobel Prize in Physics for their pioneering experiments on graphene in the field of two-dimensional materials [7,8,9,10]. Graphene is recognized as a revolutionary material due to its remarkable optical, electronic properties [1,11,12,13]. These excellent properties of graphene are derived from its electronic structure and lattice structure. Graphene has a two-dimensional (2D) hexagonal packed structure of sp2 hybridization with remarkable electronic properties [14,15,16]. Figure 1 shows the electron band structure and the Dirac point of graphene. The Fermi surface of graphene is in the intersection of the completely filled valence band and the empty conduction band, as well as in the middle of the p band, where electrons are the valence electrons [16]. These valence electrons in monolayer graphene are massless Dirac fermions, and their mobility is 1/300 of the speed of light [17]. Graphene shows a conductivity of up to 106 s/m and resistivity of only about 10−6 Ω⋅cm, which is lower than copper or silver and is the material with the lowest resistivity in the world [18,19,20]. Therefore, graphene also has the same electrical conductivity as copper [21,22,23].



Due to the special electron band structure, graphene shows high carrier mobility and zero bandgap characteristics. Thus, the excellent optical properties of graphene, such as broadband absorption, saturation absorption, and fluorescence, gradually attract the attention of scientists [6,24,25,26,27,28]. These optical properties of graphene mainly result from its special lattice structure and electronic structure. Although the thickness of monolayer graphene is 3.35 Å, its absorbance is high, and due to the linear distribution of the Dirac electrons, each layer of graphene absorbs 2.3% of the light from the visible to the terahertz broad band. Absorption of graphene has been experimentally observed to have a universal value ≈πα (2.3%) for light in the visible spectral range, depending on the fine structure constant α, but not on the properties of the material [6,29]. This value of optical absorption indicates that graphene shows an ultra-high transparency in the field of materials [6]. Due to the ultra-fast kinetics of Dirac electrons and the presence of Pauli blocking in the tapered band structure, it imparts excellent nonlinear optical properties to graphene. In addition, Dirac electrons in graphene exhibit a linear energy-momentum dispersion relationship near the Dirac point, which allows graphene to have a resonant optical response to photons at any frequency in the ultra-broadband spectral range of the ultraviolet-visible-infrared region [24]. Because of its strong broadband absorption, graphene exhibits different reflectance for transverse electric (TE) and transverse magnetic (TM) modes under total internal reflection, which is sensitive to the refractive index (RI) of the media in contact with the surface [30,31,32,33]. For graphite sheets, when the energy of electrons and holes is close to the Dirac point, pairs of carriers can form interband transitions by collision [34]. Therefore, monolayer graphene can provide the highest saturation absorption value. Graphene can produce fluorescence by a special method to satisfy a certain band gap [35].



There are two main types of interactions between light and graphene from the energy band transition: Interband transitions and in-band transitions. In the far-infrared and THz spectral regions, the electronic response is mainly in-band transition (free carrier response), which can be well described by the Drude model. The graphene electron response in this band is similar to the free electron response in the metal, which can excite the surface. In the near-infrared and visible-light bands, the photoresponse is mainly interband transition. The absorption of light appears as a general absorption independent of wavelength, and the absorption coefficient is determined by the fine structure constant. In this case, due to the Pauli blocking principle, the light absorption of graphene can be regulated by adjusting the position of the Fermi surface. In the ultraviolet region, the interband transition is close to the saddle point, at which point the light absorption exceeds the universal absorption value and has an exciton effect. Graphene shows high optical absorption as a monoatomic layer material, but as a material, 2.3% optical absorption is still very low. This suggests that the interaction of light with graphene is still weak, and many of the optical properties of graphene are limited by this weaker optical absorption. Therefore, it is a prominent problem of graphene optics to find ways to enhance the interaction between light and graphene.



Moreover, graphene also exhibits excellent biological [36,37,38,39], chemical [1,15,40,41,42], thermal [43,44,45], mechanical [46,47,48,49], and magnetic [50,51,52] properties, it has shown great potential applications in many fields, such as sensing [53,54], optical inspection [55,56], electronics [57,58], biomedicine [38,59], etc., and has attracted strong scientific interest, which has set off a research boom around the world.



These excellent properties of graphene are used in many different types of sensing applications, including optical sensors, electric field sensors, electrochemical sensors, and gas sensors. First of all, the excellent electrical properties of graphene have aroused wide interest of scientists. Graphene has good conductivity, high current density of sustainability, high carrier mobility and relativistic carrier property [60]. Thus, the graphene-based field effect transistor (FET) biosensor was developed to sensitively detect the current or resistive characteristics of the cell membrane, and it can show rapid response speed [61,62]. In 2011, Ang developed a graphene transistor array (shown in Figure 2a) integrated with microfluidic flow cytometry for sensing of malaria-infected red blood cells [63]. These cells induced highly sensitive capacitively coupled changes in the conductivity of graphene, from which detailed information on the condition can be obtained. The left image of Figure 2b shows the conductivity of the two cells (trophozoite-Plasmodium falciparum-infected erythrocyte (PE) or schizont-PE) as they pass through the functionalized graphene surface over time. As shown in Figure 2c, at the charge neutrality point (CNP), different conductivities represent the ability to distinguish between the developmental stages of trophozoites and schizonts [61]. Carbon nanotube is the most widely used material in the field of electrochemical analysis and electrocatalysis [64]. However, the graphene-based electrode has more advantages in electrocatalytic activity and macroscopic conductivity than carbon nanotubes. Thus graphene has a good chance to play a key role in the field of electrochemistry [65,66]. The graphene-based electrode not only detects infected cells but also shows good electrocatalytic activity for drugs. Kang proposed an electrochemical sensor based on the electrocatalytic activity of functionalized graphene, which is useful for sensitive detection of acetaminophen [67]. In the experiment, the relationship between the concentration of NH3·H2O–NH4Cl (0.1 M) buffer solution (c) and the oxidation peak current (Ipa) of acetaminophen was studied by square wave voltammetry (SWV). The Ipa was linearly related to the paracetamol concentration over the range of 0.1–20 μM. The results showed that the graphene-modified glassy carbon electrode (GCE) could exhibit good reproducibility when detecting paracetamol. Cyclic voltammetry (CV) was used to compare the interference of dopamine acid (DA) and ascorbic acid (AA) on bare GCE and graphene-modified GCE, respectively. These results indicate that the developed sensor exhibits an excellent electrocatalytic activity towards the reducing and oxidation of paracetamol. Moreover, it has an excellent detection limit of paracetamol with a detection limit of 3.2 × 10−8 M, which has high sensitivity and selectivity for detecting paracetamol in medical applications and commercial fields. All in all, the electrode modified with graphene had good electrocatalytic activity to paracetamol.



In short, in the field of electrochemistry, graphene has the opportunity to show its talents. The application of graphene on electrochemical sensors has the advantages of high sensitivity, fast response time, fast electron transfer, easy to fix proteins and maintain their activity. However, there are some shortcomings in graphene-based electrical sensors. Since transistor-based graphene sensors only measure current changes on the surface of graphene, electrical sensing is seriously restrained compared to the time and spatial resolution of optical sensing [30]. In addition, electrical measurements usually damage living cells, which could have an impact on test results. Therefore, studying the optical properties of graphene and developing graphene-based optical sensors can solve these problems well. The difference between the graphene-based electrical sensor and the graphene-based optical sensor is shown in Table 1.



Graphene shows unique and ideal optical properties, such as broadband and tunable absorption [12,69], and polarization-dependent effects [13,70]. Therefore, the optical properties of graphene establish the foundation for building graphene-based optical devices, and graphene-based optical sensors have been developed successively [71]. At present, graphene-based optical sensors mainly include surface plasmon resonance (SPR) sensors, graphene optical fiber SPR sensors and graphene spatial light sensors. Among them, the most widely used optical sensor is the sensor based on SPR [68], which is highly sensitive, unmarked, and able to respond in real time. Moreover, SPR biosensor is characterized by real-time monitoring, convenient and fast detection, high sensitivity and high-quality analysis data, tracking and monitoring of ligand stability, ensuring reaction balance and wide applications [72]. For optical sensors, it is important to measure the rate of change of the refractive index in various applications, which can be applied to biosensors [73,74,75]. Graphene-based optical biosensors can be used for single cell detection [32,76,77], cell line and anticancer drug detection [78,79,80], protein and antigen–antibody detection [81,82,83]. These new high-performance graphene optical sensors will be able to detect changes in the surface structure of graphene and its interaction with biomolecules [68,84].




2. Graphene Optical Sensor Based on Surface Plasmon Resonance


Graphene has excellent high-energy transfer efficiency, large surface area, and biocompatibility [32], and can be applied to optical sensors to detect different samples such as cells, proteins, and small molecules [85]. Wang, who fabricated the new sensor, said: “this is the first time that pure graphene has been used to create a high-sensitivity sensor with a wide range of applications.” They confirmed that using graphene alone can create a cheap and flexible photosensitive sensor. Wang also claimed that the key to the new sensor is that the “trapped light” nanostructures can capture light from electronic particles for longer periods of time than traditional sensors [60]. These sensors benefit from the excellent optical properties of graphene materials, which not only provide researchers with very useful information but have also achieved great success in recent years [84,86].



2.1. Graphene Surface Plasmon Resonance Biosensors


Surface plasmon is quantum of plasmonic oscillation generated by the interaction of freely vibrating electrons and photons on a metal surface, which was observed in Wood’s experiment in 1902 [87]. SPR is the phenomenon that, when the polarized light of parallel surface illuminates at the interface between glass and metal film with a certain angle to attenuate and fully reflect, the incident light is coupled into the surface plasmon, and the evanescent wave penetrating into the metal film will excite free electrons in the metal to produce surface plasmon, as shown in Figure 3a. When the incidence angle or wavelength reaches a certain value, the frequency and wave number of surface plasmon are equal to that of the evanescent wave, and the two will produce resonance. In this situation, the incident light is coupled into the surface plasmon, and the light energy is seriously absorbed, resulting in a sharp decline in the reflected light energy, and a resonance peak (the lowest reflection intensity) appears on the reflection spectrum [88,89,90]. The wave vector of the surface plasmon (ksp) propagating at the metal-dielectric interface is described by the following equation [89],


ksp=ωspcεmεsεm+εs



(1)




where ωsp is the angular frequency of the surface plasmon, and εm and εs are the dielectric constants of the metal film and the dielectric medium, respectively.



SPR biosensing was first applied in 1983, and since then, biospecific interactions have also begun to be detected [88]. Since the development of the first biosensor based on SPR, the use of this technique has increased steadily. In the traditional SPR biosensor structure, a thin metal film is adhered to the hypotenuse of the prism to separate the sensor media from the prism. Metal membranes are usually made from gold [91,92] or silver [93] because the plasma frequencies of both metals are in visible parts of the electromagnetic spectrum [68]. However, there are some unavoidable defects in the sensors based on gold and silver materials. For example, silver is oxidized when exposed to air, performance is reduced and life is shortened. Biomolecules show poor adsorption on gold, limiting sensitivity, The spectral broadening caused by inter-band transitions also obstructs the performance of the sensor [68,94]. In addition, the weak biocompatibility of the gold and silver membranes may cause cell rejection and produce false signals [95]. In view of the defects of sensors based on gold and silver film, graphene-based sensor has been developed. The deposition of graphene on the metal layer enhances the electric field and biological sensing ability, thus advancing the performance of the sensor. Moreover, graphene also helps to adsorb biomolecules better, as a result of π-π stacking, which increases the system’s affinity for these molecules [94].



In 2010, Wu presented an SPR-based graphene biosensor by coating graphene over a gold film [68]. Compared with traditional SPR biosensor devices, the use of graphene as a biomolecular recognition element (BRE) coated on the gold surface not only improves the adsorption efficiency of biomolecules, but also detects the change in refractive index near the surface of the sensor by using an attenuated total reflection (ATR) method [96]. In the case of simulation and actual measurement, as the thickness of graphene increases, the transmission decreases, and the simulation results are basically consistent with the measured spectra, as shown in Figure 3b. Specifically, for each additional graphene layer, the light transmission is absorbed by an additional 2.3% [68]. The rate of change of the sensor output P reflects the sensitivity of the biosensor. For example, the change in the SPR angle relative to the amount of the measured object. For each SPR curve, the angle of incidence corresponding to the ATR minimum is called the SPR angle under resonance conditions. In addition, due to the adsorption of biomolecules, the SPR curve moved to a larger SPR angle, as shown in Figure 3c. Comparing the common SPR biosensor with the single-layer graphene biosensor, there are SPR angle offsets of SRI0 = 52 and SRI1 = 53.2 for ΔP = 0.26, respectively. Besides, adding more graphene layers will widen the SPR curve and make it difficult to measure SPR. Furthermore, there is a linear relationship between the ΔSRIL/SRI0 and the number of graphene layers L, as shown in Figure 3d. As the number of graphene layers increases, ΔSRIL/SRI0 will increase [68], where the sensitivity increment of the SPR biosensor was ∆SRIL = SRIL − SRI0. Due to the optical properties of graphene, it has been found that coating more graphene layers can provide increased sensitivity [97,98]. In summary, the optical properties of graphene and the adsorption of biomolecules on graphene are key factors for improving sensor sensitivity.



In addition, optical focusing limits the sensitivity, resolution, dynamic range, and other functions of the spectral-based SPR instrument when measuring wavelength or angle ranges and produces significant defects in the real-time performance of the mentioned biosensor. There is an inverse relationship between the response speed of the SPR biosensor and its sensitivity. The intensity type SPR sensor performs a fast response speed but low sensitivity. While angle or phase type SPR sensors exhibit higher sensitivity at the expense of lower response speed [99]. Although angle, phase, and spectrum modulated SPR sensors show very good performance (high sensitivity and resolution) with the help of sophisticated and expensive operating equipment, which means the high inspection cost in practical applications. Amplitude-modulated SPR sensors can implement fast, real-time monitoring, and imaging functions, but its performance is usually worse than the SPR sensors mentioned above [87,100]. Up to now, among the different sensors, phase SPR imaging [101,102] is the most sensitive technique.




2.2. Graphene Optical Fiber Surface Plasmon Resonance Sensors


Fiber optic sensor is an important sensor, and its basic working principle is similar to other sensors. The signal light emitted from the light source enters the sensing area through the optical fiber, where the parameters change, such as the concentration and refractive index of the objects pending measuring, and then modulates the optical properties of the signal light (such as the intensity, wavelength, frequency, phase, polarization state, etc.). The signal light enters the optical detector (such as the optical fiber spectrometer) through optical fiber and converts it into a readable signal to analyze the parameters of the objects pending measuring. In fiber optic sensors, light is used as a carrier for sensitive information, and optical fibers are used as a transmission medium for sensitive information [103]. Fiber optic sensor shows both the characteristics of optical detection, and its advantages mainly include good electrical insulation performance, strong anti-electromagnetic interference ability, corrosion resistance, explosion proof, non-invasive, high sensitivity, flexible optical path, easy to realize remote monitoring of measured signals, easy to connect with computers and so on [104,105].



Graphene is combined with fiber to obtain a graphene-based optical fiber sensor due to its excellent performance [103,104,105], and it has developed rapidly. At present, researches on the combination of graphene and fiber mainly include the fiber mode-locking technology of graphene as a saturable absorber [106], the fiber SPR sensor based on graphene [94] and the fiber evanescent wave sensor based on graphene [107], etc.



In 2013, Kim et al. firstly used chemical vapor deposition (CVD) to transfer graphene on the d-type region of plastic optical fiber, replacing the traditional metal film layer, to build a graphene fiber SPR sensor, and executed corresponding detection of double-stranded DNA and protein-streptavidin as target molecules. The graphene SPR sensor adsorbs the target molecule, and the resonance summit exhibits a characteristic traverse with the change of the target molecule concentration, which effectively proves that graphene can replace the metal film to realize the graphene fiber SPR sensor [104]. Then, Patnaik et al. combined graphene and indium tin oxide (ITO) coated d-type fibers to design an SPR sensor that could be tuned at near-infrared wavelengths and ensured affinity for biomolecules [94]. A cross-sectional view of the sensor is shown in Figure 4a. The sample droplet is on the top of the coating, and the ITO film of the graphene layer is uniformly coated on the surface of the cladding. When the finite element method (FEM) is used, a small portion of the entire structure is selected for ease of calculation. It can be obtained through experimental calculations that the wavelength sensitivity is 4030 and 5700 nm/refractive index units (RIU) at the refractive index of 1.330 and 1.345, respectively, and there is a clear upward trend. Moreover, the sensor can measure the thickness of the bio-layer on the surface of the graphene to evaluate its performance. For example, the resonance wavelength increases linearly with the increase of the thickness of the bio-layer and the shift in the loss spectrum corresponding to the core mode obtained by changing the thickness of the bio-layer. For the defects of the previously proposed sensors, they optimized different parameters and proposed a sensor with a wavelength sensitivity of 5700 nm/RIU and a larger resolution of 1.754 × 10−5 RIU. The sensor can not only use the finite element method to obtain the maximum phase matching between modes, but also to detect the thickness of the biological layer.



In 2014, Qiu and Jiang designed a novel graphene tapered fiber sensor for glucose detection by growing a single-layer graphene film on copper foil by CVD and then transferring the single-layer graphene film to the tapered region of the fiber. The tapered fiber (Figure 4b) shows the structure of the sensing area, which includes the fiber core (RI = n1), graphene layer (RI = n2), and glucose solution (RI = n3). Among them, the graphene layer wraps the sensing area. In a fiber of uniform diameter, the evanescent field cannot interact with the surrounding environment of the fiber. However, for tapered fibers, the evanescent field can interact with the surrounding environment. In this experiment, the concentration of the glucose solution is increased alone, and the RI of the glucose solution is also increased. At the same time, this also leads to an increase in penetration depth and large consumption of energy, and the output power is lowered. In addition, it can be seen that the change in the concentration of the glucose solution affects the intensity of the output light. As the concentration of the glucose solution increases, the intensity of the output light gradually decreases. When the glucose solution concentration is increased from 1% to 40%, the output light intensity is also reduced from 29,500 to 27,500. It can also be seen that at each glucose concentration, the output light intensity exhibits a reasonable linear relationship with it. This work could provide a unique strategy for tapered fiber optic sensors with high reliability and repeatability. Then in 2015, Jiang et al. dipped graphene oxide into the u-shaped zone of quartz fiber and prepared u-shaped fiber sensor with evanescent wave absorption response for the detection of alcohol solution. The results show that the sensor with rotation-coated graphene oxide has good accuracy, repeatability, and sensitivity, and the response time and recovery time are within 5 s. The actual wine samples are tested, and the findings are consistent with the alcohol experimental data, laying a foundation for the practicability of the sensor [108].





3. Polarization Absorption Enhanced Biosensors


In various photonic and optoelectronic devices, the interaction of graphene with light is also different, so the optical devices of graphene need to work under different structures. Among them, the sensor requires a strong interaction between graphene and light. Using a prismatic TIR structure, the interaction of graphene with light has the characteristic of polarization absorption. Under this structure, graphene shows the characteristics of polarization absorption and broadband absorption enhancement. The polarization absorption enhancement of graphene can be achieved by optimizing the refractive index around the graphene medium or by using a multilayer structure. Based on the polarization absorption effect of graphene under TIR, combined with microfluidic technology and biomedical knowledge, a series of sensitive new optical sensors, called polarization absorption enhanced biosensors, are designed and put into practical applications. The sensitive sensing of this sensor utilizes the polarization absorption effect of graphene. As the RI n of the upper medium of the graphene is changed, the optical power of the two polarization states changes. Therefore, by simultaneously reading the optical power of the two states of polarization in the reflected light, the RI n of the upper medium of the graphene can be sensed. These sensors have a similar structure to SPR sensors and provide a reliable RI sensing platform for complex fluid systems over a wider dynamic range. Sensitive sensing of the test sample can be achieved by measuring the change in RI produced by the flow of the sample through the microfluidic channel. It can be applied to the biological field to achieve sensitive sensing of a single cell, cell lines, anticancer drugs, specific proteins, and antigenic antibodies.



3.1. Theoretical Basis of Polarization Absorption Enhanced Biosensor


Although graphene has an optical absorption of 2.3% as a two-dimensional material of a single atomic thickness, 97% light is wasted and not capable of interacting with graphene [109]. This limits the applications of graphene in many fields. Currently, various methods have been developed to enhance light–graphene coupling, including periodic patterning or coverage of plasma nanostructures on graphene, and double-layer graphene [110,111,112]. However, among these methods, only the first two methods increase the absorption of light coupling by graphene [110,113]. Therefore, the goal of enhancing the light–graphene coupling by an inexpensive and simple method is a great challenge without sacrificing the broadband of graphene.



Ye et al. designed a sandwiched graphene structure. Here, graphene is sandwiched at the interface of medium 1(n1) with high RI and medium 2(n2) with low RI by a sandwich structure, and the RI of medium 1 and medium 2 is fixed, as shown in Figure 5. The intermediate graphene layer has a complex optical constant of n^=n+ik, where n is RI of graphene and k is extinction coefficient [114,115]. The thickness d is relative to the number of graphene layers (e.g., d = 0.34 nm for monolayer graphene). This structure not only has strong optical absorption of TE waves under total internal reflection (TIR) but also increases the broadband absorption of graphene. The energy density distribution of TE and TM waves under the graphene sandwich structure is simulated. It can be seen that when the incident angle is greater than the critical angle, the simulation results show a large energy density. In addition, there is a significant energy density distribution in the graphene layer. The stronger the incident energy, the more the graphene layer absorbs, and the less the reflected energy. It can be said that the reflected energy is directly related to the degree of light absorption of the graphene layer, and higher precision is obtained by comparing reflection with transmission [116]. Therefore, the structure also exhibits different absorption due to the difference in polarized incident waves. For TE and TM waves, there is also a relationship between the incident angle of light on the graphene and the reflectivity. When the angle of incidence rises to a certain angle (about 62°), the reflectance ratio of graphene reaches its maximum and then gradually decreases. The number of layers of graphene also affects the reflectance ratio. When the incident angle is fixed, with the increase of the layers of graphene, the reflectance also increases. In addition, the theoretical and experimental results are basically the same for the reflectance ratio of TM and TE waves. Under the condition of neglecting scattering, TIR prevents transmission from affecting the absorbance of graphene. When TIR prevents transmission, graphene has a greater absorption of TE waves, so the reflectivity of this structure to TE waves is much smaller than that of TM waves. Moreover, the results of spectral measurements of four layers of graphene are similar to the broadband polarization-dependent absorption of single-layer graphene. Besides, the structure enhances the absorption of TE waves in the range from 420 nm to 750 nm. Thereby, the number of layers of graphene can be detected by the polarization absorption characteristics of graphene in a wide spectral range [31].



The results show that under TIR, graphene exhibits a large absorption of TE waves, whether it is a single layer, bilayer or few-layer of graphene. Further, the number of layers of graphene can be detected by the reflectance of TM and TE waves. In summary, the light–graphene coupling absorption properties have shown the potential in such application fields.




3.2. Sensors for Single Cell Detection


Cancer cells are a variant of cells. The variant cells are off track, setting their own proliferation rate, and we can detect them once the cells accumulate more than one billion. Cancer cells could evolve to be malignant, which can be harmful to the human body, so the precise detection of cancer cells is crucial [117]. There are many methods to detect single cells, among which the microfluidic cytometry shows obvious advantages, including dynamic cell operation, separation, sorting, reusability, and without contamination. However, these methods also have some restrictions, such as high power laser, high cost, complex structure, and cannot accurately detect the full signal of a single cell [118,119]. In addition, because graphene shows excellent electrical properties, such as its extreme sensitivity to changes in the charge environment, graphene-based FETs have been developed that sensitively sense the flow of single cell [63]. However, it requires measuring current changes on the surface of graphene, and electrical measurements can damage living cells and affect the accuracy of test results [120]. Thus, graphene-based high-sensitivity optical sensors have great potential for the detection of single cells.



Xing et al. designed a graphene-based optical sensor by combining an optical sensor with a microfluidic channel to enable the detection of flow single cell [32]. The graphene-based optical sensor uses high-temperature reduced graphene oxide (h-rGO) and obtains high sensitivity of the sensor by controlling the thickness of graphene. The sensor not only has a high sensitivity of 4.3 × 107 mV/RIU, but also has a higher resolution of RI sensor −1.7 × 10−8. This resolution is similar to the resolution (3.8 × 10−8) of the capillary-based optofluidic ring resonator designed by Li and Fan [121], slightly lower than the resolution (9 × 10−9) of the label-free optical biosensor based on a free-space Young interferometer configuration is presented by Schmitt [122]. In addition, a wide dynamic range can be generated by adjusting the incident angle and incident power. In this study, they used the improved RI sensing model, which inserted graphene layer between high RI medium 1 and low RI medium 2 (Figure 6a), and the mediums 1 and 2 correspond to RI n1 and n2, respectively. As the incident angle θ1 approaches the critical angle θc, the resolution and sensitivity can be improved by taking advantage of graphene with optimal thickness. Figure 6b shows the reflectance ratio diagram corresponding to angles under different h-rGO thickness. The solid line and the point represent the calculation result and the experimental result, respectively. Calculate the optical constant n∧=2.6+1.25i to confirm the optimal constant n∧. In order to achieve high sensitivity of the sensor, h-rGO with a thickness of ~8 nm is the best choice for the sensing layer by calculating the optimal optical constant n∧. Generally, single-layer and low-layer graphene grown using CVD exhibit significant advantages, but none of them can be directly applied to a transparent medium but undergo a transfer process. At this time, the problems of surface roughness, peeling, damage, contamination, and folding of graphene are inevitable, and the polarization-dependent absorption effect of graphene will also decrease. At the same time, h-rGO is the best choice compared to other types of graphene.



Resolution and sensitivity are two parameters that are essential for this study and can be calculated by the following formula


S=dΔRdn|n=n2⋅P0α



(2)






L=VnS



(3)




where S is the sensitivity of RI sensing, L is the resolution of RI sensing, ΔR is the reflectance difference for TE and TM polarized light, P0 is the incident power of TE or TM wave, α is the response of the balance detector, and Vn is the noise value. In the above formula, some parameters are known quantities. Among them, the power is fixed at 80 μW, the thickness of h-rGO is 8.1 nm, α is 0.00361 μW/mV, and Vn is about 10 mV. The h-rGO-based RI sensor detects real-time voltage changes in water and different ultra-low concentrations of sodium chloride solution, as shown in Figure 6c. It can be seen that the difference between the RI of the 0.003% sodium chloride solution (n=nwater+0.000144) and the RI of the water is about 210 mV. Besides, the illustration shows an enlarged view of the voltage of a 0.01% sodium chloride solution. This shows that the sensor is highly sensitive to flow sensing.



The graphene-based optical single-cell sensor (GSOCS) is shown to be extremely sensitive to single cells by detecting standard polystyrene (PS) microspheres. Figure 6d shows the real-time change in voltage as the mixed 5 and 6 μm PS microspheres roll through the detection window without separation. Their counting and discrimination capabilities are clearly presented with significant differences. The blue and purple line regions represent the discrete voltage signals of the 5 and 6 μm microspheres in the one-time detection diagram, respectively. At high speed of 3 μL/h, the baseline voltage signal stays relatively constant at −5 ± 0.01 V. This result proves that the h-rGO sensor has good sensing repeatability and no surface pollution. Figure 6e shows the entire flow sensing process of single PS microsphere detected by GSOCS. Due to the uniformity of the surface of the microspheres, changes in the voltage signals can be detected at different locations of the single microspheres, and the flow factor of the microfluidic can also be detected. The signal-to-noise ratio (SNR) of a single PS microsphere graph is about 150. Region I-II-III in Figure 6e corresponds to stage I-II-III in Figure 6f. The size and flow rate of a single PS microsphere will affect the time variation (Δt) of the PS microsphere rolling on the detection window. The full width at half maximum (FWHM) of the image can be used to determine this time variation. They have calculated the Δt of a single PS microsphere to be about 28 ms and have shown that the voltage signal can respond quickly in a short time.



In short, they proposed a graphene-based RI sensor that measures the current change of a single cell on the graphene surface. The sensor is capable of a wide range of flow detection with a sensitivity of 4.3 × 107 mV/RIU and a resolution of 1.7 × 10−8. They used a GSOCS to detect lymphoma cells from normal lymphocytes and demonstrated that the sensor is highly sensitive. In addition, this high-performance ultra-high resolution and sensitivity sensor for RI measurements can be applied to other areas, such as biopharmaceuticals, medical monitoring, and environmental sensing [32].




3.3. Sensors for Anticancer Drugs Detection


Detection of unlabeled living cells has been challenging [123]. The most mature method for unlabeled detection of living cells is using the changes of current or resistance of cell membrane. Although this method shows an extremely fast response, the surface charge of living cells will damage the living cells and affect the response signal of the living cells [30]. At present, a new optical method for detecting RI changes is designed, which could accurately detect the reactions of living cells. In a laboratory, this method has obvious advantages, including no impurity contamination and signal interference, accurate measurement, and dynamic detection. The novel biosensor made by this optical method can quickly and accurately detect the drug reaction in living cells at a high level, and even detect the reaction of cancer cells against cancer drugs [80].



A graphene-based optical biosensor (GOB) consisting of polydimethylsiloxane (PDMS)/microfluidic channel/graphene glass/prism was designed [80], as shown in Figure 7a. The graphene sensing layer, h-rGO is between a low refractive medium and a high refractive medium. The sensor was able to measure an ultra-small RI change (nc) of 1.35 × 10−7 with an SNR of 5.3 in the experiment, and the corresponding sensitivity was increased to 1.2 × 108 mV/RIU. In addition to hypersensitivity, the sensor can also detect the ultrafast RI changes generated by the weak ultrasound within 260 ns. Due to the ultra-fast response characteristics of GOB, the transient response in living cells can also be accurately detected. Furthermore, the detection depth of the GOB is also very surprising, which is more than 2 μm from the graphene film, and this detecting depth can be used to characterize the height dimension of the entire cancer cell. Therefore, this sensor for living cell sensing has ultra-high sensitivity and high precision. The biosensor is capable of detecting whole-cell responses with the advantage that cell labeling is not needed.



It is extremely important to detect cancer cell responses using high-sensitivity RI sensors over a wide dynamic range. Furthermore, RI changes reflect the detection limits and sensitivity of GOB, which vary greatly within cancer cells. The limit of detection is usually estimated by measuring different sodium chloride concentrations. The ultrasound can accurately evaluate the detection limit, sensitivity, and response time of the GOB. The formula for calculating the detection limit D and the sensitivity S of the GOB is as follows [124]:


S=dU/dn



(4)






D=Nnoise/S



(5)




where dU is the change in voltage response and Nnoise is the noise signal. The input of the pulse generator not only adjusts the intensity of the ultrasonic pressure but also verifies the detection limit D and the sensitivity S of the GOB. The ultrasonic generator produces 1 kPa of ultrasound. The relationship between the RI change of the water solution dn and the change in the ultrasonic wave pressure dP is dn = 1.35 × 10−10 dP. As shown in Figure 7b, the GOB detects an ultra-small RI change (1.35 × 10−7) produced by 1 kPa of ultrasound, with a corresponding voltage signal of 17 mV and an SNR of 5.3. The noise signal shown in the inset of Figure 7b is approximately 3 mV. In addition, high-pressure ultrasound is used to evaluate the response time of the GOB system, which usually has a longer response time. The response time detected by the GOB is shown in Figure 7c. The noise signal shown in the inset of Figure 7c (on the left) is approximately 2.6 × 10−8 RIU. The duration of the entire signal is 2 μs. The illustration in Figure 7c (on the right) shows a direct response time of ~265 ns for the GOB system, which is four orders of magnitude faster than the previous sensor.



The diameter of cancer cells is larger than normal cells [125]. Two colorectal cancer cell lines, HCT116 and LoVo, are used for measurement. By using a white light interferometer to characterize the height of both cancer cells, it is confirmed that LoVo cells are about 2 μm high, while HCT116 cells are about 1.7 μm. Thus, both cancer cell lines are within the scope of GOB detection. In other words, the detection depth of the GOB and the height of the cancer cells are reasonable, and the sensitivity and accuracy of the living cell sensing are maximized. It is also confirmed here that GOB can detect the response of low concentrations of cancer cells to paclitaxel. In Figure 7d, the RI curves of LoVo cells treated with 6 μΜ paclitaxel solution and LoVo cells treated with no drug are compared. When not treated with drugs, LoVo cells show an almost gradual response within 500 min. When a 6 μM paclitaxel solution is used, LoVo cells show a strong response as the treatment time increase, and gradually approach the saturation trend at 400 min, at which time the saturation response is about 1.9 × 10−5 RIU. These results indicate that GOB can accurately measure the response of cancer cells to low concentrations of paclitaxel.



In order to further study the response of cancer cells to paclitaxel, the concentration of paclitaxel solution is used as a variable factor, and 80 nM and 6 μM paclitaxel solutions are used for experiments. The left image of Figure 7e presents a comparison between RI changes in LoVo cells treated with 80 nM and 6 μM paclitaxel solutions. The changes of RI of two kinds in LoVo cells increase rapidly at the start of treatment with paclitaxel solutions at 80 nM and 6 μΜ. This is generally thought to be the reaction of cancer cells to higher concentrations of the drug. It is also found that a larger and faster response is observed in LoVo cells at low concentrations of paclitaxel. When treating with 6 μM paclitaxel solution for 2 min, the response of the cancer cells is approximately linear, and the slope k of the response is taken as a statistical parameter to facilitate calculation analysis. The right image of Figure 7e is a partially enlarged image of the left image. As shown in the right figure of Figure 7e, the initial response slope of LoVo cells treated with low concentrations of paclitaxel is much greater than the initial response slope of high concentrations of paclitaxel. This is the first study that has been observed to be contrary to direct. Over time, the response slope of 80 nM paclitaxel-treated LoVo cells decreases faster than the response slope of 6 μM paclitaxel-treated LoVo cells. Furthermore, the response of HCT116 cells to paclitaxel is essentially the same as that of LoVo cells [80]. Figure 7f shows the level of polymerization and all mass of tubulin. Within 10 min after treatment of LoVo cells with 80 nM or 6 μM paclitaxel, the polymerization increases dramatically and gradually stabilizes after about half an hour. However, the amount of microtubule protein increases steadily during the first 4 h and gradually become stable. In addition, comparing the two images of Figure 7f, it could be seen that the 6 μM paclitaxel-induced increase in tubulin mass is significantly higher than that of 80 nM. This indicates that due to the increase in tubulin polymerization and all mass, an increase in RI of early cells is caused.



In order to better analyze the changes in RI, three factors are summarized here. First, the polymerization and total mass changes of tubulin affected the changes in RI. Secondly, nuclear fragmentation and microtubule purpura affect the changes of RI in some cells of G2/M phase. Finally, after adding paclitaxel, interphase cells take a long time to become apoptotic or necrotic. This also affects the changes in RI. These three factors induce abnormal response curves.



In summary, this biosensor enables ultrasensitive and real-time dynamic detection of the response of unlabeled cancer cells to paclitaxel, and new responses are observed during early drug delivery. Colorectal cancer cells show a stronger and faster response to low-concentration paclitaxel treatment compared to high-concentration paclitaxel treatment. This simple biosensor shows excellent performance for unlabeled living cells and is expected to be widely used as a sensor for cancer treatment, anticancer drug screening and other unlabeled living cell responses for cell-based research [80].




3.4. Sensors for Proteins and Antigenic-Antibodies Detection


Since graphene could be easily modified and functionalized for targeted fixation of biological receptor units [126,127,128], graphene shown great application prospects in the biomedical field [129,130]. For example, graphene grown on glass substrates has great potential in biosensor applications. Compared to traditional biosensors, this novel biosensor provides an attractive alternative for real-time detection and monitoring of biomolecular interactions. SPR biosensors are optical sensors that combine graphene to increase sensitivity for detecting, characterizing, and quantifying biomolecular interactions. Under TIR, the coupling of evanescent waves and graphene layers is very different for TE and TM polarized light. Graphene absorbed TE wave more than TM wave. It is very sensitive to changes in the RI of the medium in contact with graphene.



The surface treatment of reduced graphene oxide (RGO) is more likely to enhance the surface function of the SPR sensor relative to the gold film [131]. Furthermore, considering the low cost and mass production of graphene oxide (GO), RGO-based sensors could be easily integrated and manufactured at a low cost [132,133]. RGO-based sensors could be used to detect different concentrations of NaCl solution. With H2O as the base liquid, when a 0.011% NaCl solution is introduced, a potential difference between the two liquids is clearly observed. Therefore, the change in RI between H2O and 0.011% NaCl solution could be easily seen, indicating that this based RGO sensor is very sensitive to changes in RI. Biomolecular interactions (e.g., antigen–antibody binding, dissociation, and elution) typically induce changes in RI. Since RGO is easy to modify and functionalize, graphene can distinguish between cancer cells and normal cells by detecting biomolecules in the case of TIR [83].



Here, the optical sensor and RGO are combined and functionalized to develop an RGO-based optical biosensor that could be used for binding to specific proteins. The sensor is able to detect biomolecules. A balanced photodetector is capable of measuring changes in the polarization-dependent absorption corresponding to changes in RI induced by antigen–antibody interactions. The sensor responds well to minimal concentrations of immunoglobulin G (IgG) and has the advantages of real-time detection, no labeling, ease of integration, and low cost.



The schematic of an RGO-based optical biosensor is shown in Figure 8. First, the microfluidic channel and graphene glass are combined, and the microfluidic channel and graphene glass are attached to the bottom surface of the K9 glass prism by a suitable index matching liquid. Rabbit IgG (antigen) solution is then passed into the microfluidic channel, and rabbit IgG is better bound to the graphene surface by heating at 35 °C for 1 h. The excess antigen is washed away with phosphate buffer solution (PBS), meanwhile the biorecognition element (antigen) bound to the surface of the graphene to detect specific biomolecules (antibodies) in the solution. The circularly polarized light (532 nm) focused by the objective lens enters the prism and is completely reflected at the interface, and finally separate the reflected light into TE polarized light and TM polarized light. Since graphene absorbs TE waves more than TM waves, balanced photodetectors could be used to record and compare the power difference of the separated light. The inset of Figure 8 gives a schematic representation of the binding of antigen–antibody to the RGO surface. The biosensor can measure the dynamic process of biomolecular interactions in real time. First, PBS is used as a baseline solution to inject the microfluidic channel. Then, the IgG is injected, and the absorption of the TE wave becomes large due to the binding of the antigen–antibody, and the signal shows an upward trend. Subsequently, PBS is injected again to demonstrate that the antigen and antibody no longer reacted. Thereafter, by injecting glycine to elute a large number of antigen molecules bound to the surface of RGO, the real-time signal decreases rapidly. Finally, PBS is injected to raise the signal to baseline, indicating that the antigen IgG molecule completely dissociated from the graphene surface, and the sensor could be used again [82,83].



Sensitivity is an important parameter for biosensors. The sensitivity of the biosensor is investigated by injecting different concentrations of rabbit IgG solution into the microfluidic channel. The minimum concentration of 0.0625 μg/mL rabbit IgG solution can be distinguished with a voltage change of about 0.17 V, and the sensitivity of the sensor is well linear with the rabbit IgG concentration. Specificity is also an important parameter for biosensors. Bovine IgG specificity was also verified in the same conditions for detecting rabbit IgG. Goat anti-rabbit IgG was injected into the microfluidic channel and allowed to bind to the sensor surface, and then bovine IgG was injected until the detected signal was stable. Comparing the results of the test, it could be seen that the voltage change of bovine immunoglobulin M (IgM) is significantly smaller than the voltage change of rabbit IgG, thus indicating that rabbit IgG is not fully bound. Therefore, an RGO sensor modified with an antibody selectively detects an antigen. In other words, different antibodies bind to the biosensor and could match different antigens.



In summary, due to the interaction of antigens with antibodies and the polarization absorption properties of graphene, they designed an RGO-based optical biosensor for detecting properties. Based on the experimental results, the sensor can measure the minimum reaction of the minimum concentration of 0.0625 μg/mL rabbit IgG, which is more sensitive than the previous SPR device. This sensor provides real-time, high sensitivity, and selectivity for the detection of specific proteins without labeling. In addition, considering the use of GO, the sensor can be produced at low cost and on a large scale. These factors should make this sensor a good potential candidate for biosensors.





4. Conclusions and Future Works


Graphene is a novel two-dimensional material, due to its unique structure and superior performance. Graphene-based derivatives are used in various fields, including biomedicine and sensing. Among them, the applications in biological imaging, biomolecular detection, cancer detection, drug treatment, etc. is particularly extensive. Although graphene-based electrical sensors are widely used, they can only measure current changes on the graphene surface and may damage living cells, which can affect the test results. Graphene-based optical sensors do not have the above problems, and the detection range is wide, which has potential application prospects in the sensing field. This paper focuses on the optical properties of graphene (such as broadband absorption, saturation absorption, and fluorescence of graphene), the mechanism of light action and the method of enhancing interaction with light, and summarizes the research progress of graphene in the field of sensing, and the structure and characteristics of graphene used in these sensors. Moreover, the interaction between graphene and light under the prism TIR structure is proposed. Under this structure, the interaction between graphene and light is polarization-dependent, and under certain conditions can enhance the absorption of light by graphene. Additionally, under the condition of total internal reflection, the interaction of light with graphene is extremely sensitive to the refractive index of the medium, so the required sensitivity, selectivity, and reusability can be achieved according to graphene in biosensing applications. This paper reviews in detail the latest research on the application of graphene-based optical sensors in the biological field. Graphene-based optical biosensors not only detect whole-cell responses in the presence of unlabeled cells but also show high sensitivity and precision. These simple biosensors have the advantage of large depth detection, high sensitivity and accurate and rapid identification for unlabeled living cells and are expected to be widely used in cell-based research for anticancer drug screening, cancer therapy, and other unlabeled living cells response. These graphene-based optical biosensors have excellent sensitivity and selectivity for detecting single cells, cell lines, anticancer drugs, and specific proteins.



At present, new biosensors and other applications using graphene as a sensing element have been developed, but there is still much work to be done. First, the shape, size, number of layers, electronic band gap structure, purity, and defects of graphene grown in the experiment are all uncertain. However, these properties can affect the conductivity of the sample, interaction with biomolecules, and fluorescence quenching, which, in turn, can affect the performance of graphene-based optical biosensors. Therefore, an efficient method of growing graphene should be explored to obtain high-quality graphene-based nanomaterials [134,135]. Secondly, graphene-based biosensors are used in the limited biomedical field. Many applications are limited to the detection of biomolecules and need to be extended to medical treatment in new research. For example, new devices based on graphene-based nanomaterial design can be used to analyze brain degeneration and neurological disorders, which can prevent in advance and provide protection [136,137]. In addition, researchers should strive to explore the design of new biosensors to adapt to a variety of complex environments [138,139]. For example, graphene-based optical biosensors are put into commercial-scale production and are not limited to laboratory design, which requires optical biosensors to have good reusability and low cost. It is also important to address the possible toxicity and biocompatibility of graphene. Although several functional chemicals have been shown to be biocompatible with graphene, further research is needed on the possible harm of graphene to the human body, so that graphene can be better applied to humans.



In summary, because graphene materials are superior to traditional materials, detailed research on graphene-based materials will open a new direction for research in the field of biosensors. Graphene optical biosensors will also provide critical and breakthrough solutions for the world.







Author Contributions


Z.L. and W.Z. contributed equally. F.X. conceived the article topic and its structure.




Funding


This research received no external funding.




Conflicts of Interest


The authors declare no conflict of interest.




References


	



Geim, A.K. Graphene: Status and prospects. Science 2009, 324, 1530–1534. [Google Scholar] [CrossRef] [PubMed]

	



Zhou, K.; Zhu, Y.; Yang, X.; Luo, J.; Li, C.; Luan, S. A novel hydrogen peroxide biosensor based on au–graphene–hrp–chitosan biocomposites. Electrochim. Acta 2010, 55, 3055–3060. [Google Scholar] [CrossRef]

	



Grima, J.N.; Winczewski, S.; Mizzi, L.; Grech, M.C.; Cauchi, R.; Gatt, R.; Attard, D.; Wojciechowski, K.W.; Rybicki, J. Tailoring graphene to achieve negative Poisson’s ratio properties. Adv. Mater. 2015, 27, 1455–1459. [Google Scholar] [CrossRef]

	



Chen, Y.; Zhang, B.; Liu, G.; Zhuang, X.; Kang, E.-T. Graphene and its derivatives: Switching on and off. Chem. Soc. Rev. 2012, 41, 4688–4707. [Google Scholar] [CrossRef]

	



Meyer, J.C.; Geim, A.K.; Katsnelson, M.I.; Novoselov, K.S.; Booth, T.J.; Roth, S. The structure of suspended graphene sheets. Nature 2007, 446, 60–63. [Google Scholar] [CrossRef] [PubMed]

	



Nair, R.R.; Blake, P.; Grigorenko, A.N.; Novoselov, K.S.; Booth, T.J.; Stauber, T.; Peres, N.M.; Geim, A.K. Fine structure constant defines visual transparency of graphene. Science 2008, 320, 1308. [Google Scholar] [CrossRef]

	



Novoselov, K.S.; Geim, A.K.; Morozov, S.; Jiang, D.; Katsnelson, M.; Grigorieva, I.; Dubonos, S.; Firsov, A.A. Two-dimensional gas of massless dirac fermions in graphene. Nature 2005, 438, 197–200. [Google Scholar] [CrossRef] [PubMed]

	



Neto, A.C.; Guinea, F.; Peres, N.M.; Novoselov, K.S.; Geim, A.K. The electronic properties of graphene. Rev. Mod. Phys. 2009, 81, 109. [Google Scholar] [CrossRef]

	



Gerstner, E. Nobel prize 2010: Andre geim & konstantin novoselov. Nat. Phys. 2010, 6, 836. [Google Scholar]

	



Geim, A.K.; Novoselov, K.S. The rise of graphene. Nat. Mater. 2007, 6, 183–191. [Google Scholar] [CrossRef]

	



Kim, K.S.; Zhao, Y.; Jang, H.; Lee, S.Y.; Kim, J.M.; Kim, K.S.; Ahn, J.-H.; Kim, P.; Choi, J.-Y.; Hong, B.H. Large-scale pattern growth of graphene films for stretchable transparent electrodes. Nature 2009, 457, 706. [Google Scholar] [CrossRef] [PubMed]

	



Bonaccorso, F.; Sun, Z.; Hasan, T.; Ferrari, A. Graphene photonics and optoelectronics. Nat. Photonics 2010, 4, 611. [Google Scholar] [CrossRef]

	



Vakil, A.; Engheta, N. Transformation optics using graphene. Science 2011, 332, 1291–1294. [Google Scholar] [CrossRef]

	



Apalkov, V.M.; Chakraborty, T. Fractional quantum hall states of dirac electrons in graphene. Phys. Rev. Lett. 2006, 97, 126801. [Google Scholar] [CrossRef] [PubMed]

	



Mattevi, C.; Eda, G.; Agnoli, S.; Miller, S.; Mkhoyan, K.A.; Celik, O.; Mastrogiovanni, D.; Granozzi, G.; Garfunkel, E.; Chhowalla, M. Evolution of electrical, chemical, and structural properties of transparent and conducting chemically derived graphene thin films. Adv. Funct. Mater. 2009, 19, 2577–2583. [Google Scholar] [CrossRef]

	



Cao, M.-S.; Wang, X.-X.; Cao, W.-Q.; Yuan, J. Ultrathin graphene: Electrical properties and highly efficient electromagnetic interference shielding. J. Mater. Chem. C 2015, 3, 6589–6599. [Google Scholar] [CrossRef]

	



Heersche, H.B.; Jarillo-Herrero, P.; Oostinga, J.B.; Vandersypen, L.M.; Morpurgo, A.F. Bipolar supercurrent in graphene. Nature 2007, 446, 56–59. [Google Scholar] [CrossRef] [PubMed]

	



Schedin, F.; Geim, A.; Morozov, S.; Hill, E.; Blake, P.; Katsnelson, M.; Novoselov, K. Detection of individual gas molecules adsorbed on graphene. Nat. Mater. 2007, 6, 652. [Google Scholar] [CrossRef]

	



Morozov, S.; Novoselov, K.; Katsnelson, M.; Schedin, F.; Elias, D.; Jaszczak, J.A.; Geim, A. Giant intrinsic carrier mobilities in graphene and its bilayer. Phys. Rev. Lett. 2008, 100, 016602. [Google Scholar] [CrossRef]

	



Gorbachev, R.; Geim, A.; Katsnelson, M.; Novoselov, K.; Tudorovskiy, T.; Grigorieva, I.; MacDonald, A.; Morozov, S.; Watanabe, K.; Taniguchi, T. Strong coulomb drag and broken symmetry in double-layer graphene. Nat. Phys. 2012, 8, 896. [Google Scholar] [CrossRef]

	



Wallace, P.R. The band theory of graphite. Phys. Rev. 1947, 71, 622. [Google Scholar] [CrossRef]

	



Sarma, S.D.; Adam, S.; Hwang, E.; Rossi, E. Electronic transport in two-dimensional graphene. Rev. Mod. Phys. 2011, 83, 407. [Google Scholar] [CrossRef]

	



Avouris, P.; Dimitrakopoulos, C. Graphene: Synthesis and applications. Mater. Today 2012, 15, 86–97. [Google Scholar] [CrossRef]

	



Wang, F.; Zhang, Y.; Tian, C.; Girit, C.; Zettl, A.; Crommie, M.; Shen, Y.R. Gate-variable optical transitions in graphene. Science 2008, 320, 206–209. [Google Scholar] [CrossRef] [PubMed]

	



Breusing, M.; Ropers, C.; Elsaesser, T. Ultrafast carrier dynamics in graphite. Phys. Rev. Lett. 2009, 102, 086809. [Google Scholar] [CrossRef] [PubMed]

	



Mak, K.F.; Shan, J.; Heinz, T.F. Electronic structure of few-layer graphene: Experimental demonstration of strong dependence on stacking sequence. Phys. Rev. Lett. 2010, 104, 176404. [Google Scholar] [CrossRef] [PubMed]

	



Liu, M.; Yin, X.; Ulin-Avila, E.; Geng, B.; Zentgraf, T.; Ju, L.; Wang, F.; Zhang, X. A graphene-based broadband optical modulator. Nature 2011, 474, 64–67. [Google Scholar] [CrossRef]

	



Ju, J.; Chen, W. Synthesis of highly fluorescent nitrogen-doped graphene quantum dots for sensitive, label-free detection of fe (iii) in aqueous media. Biosens. Bioelectron. 2014, 58, 219–225. [Google Scholar] [CrossRef]

	



Mak, K.F.; Ju, L.; Wang, F.; Heinz, T.F. Optical spectroscopy of graphene: From the far infrared to the ultraviolet. Solid State Commun. 2012, 152, 1341–1349. [Google Scholar] [CrossRef]

	



Xing, F.; Liu, Z.-B.; Deng, Z.-C.; Kong, X.-T.; Yan, X.-Q.; Chen, X.-D.; Ye, Q.; Zhang, C.-P.; Chen, Y.-S.; Tian, J.-G. Sensitive real-time monitoring of refractive indexes using a novel graphene-based optical sensor. Sci. Rep. 2012, 2, 908. [Google Scholar] [CrossRef]

	



Ye, Q.; Wang, J.; Liu, Z.; Deng, Z.-C.; Kong, X.-T.; Xing, F.; Chen, X.-D.; Zhou, W.-Y.; Zhang, C.-P.; Tian, J.-G. Polarization-dependent optical absorption of graphene under total internal reflection. Appl. Phys. Lett. 2013, 102, 021912. [Google Scholar] [CrossRef]

	



Xing, F.; Meng, G.-X.; Zhang, Q.; Pan, L.-T.; Wang, P.; Liu, Z.-B.; Jiang, W.-S.; Chen, Y.; Tian, J.-G. Ultrasensitive flow sensing of a single cell using graphene-based optical sensors. Nano Lett. 2014, 14, 3563–3569. [Google Scholar] [CrossRef]

	



Xing, F.; Yang, Y.; Shen, J.; Jiang, W.; Liu, Z.; Zhu, S.; Yuan, X. Ultra-high sensitivity, multi-parameter monitoring of dynamical gas parameters using a reduced graphene oxide microcavity. Sens. Actuators B Chem. 2016, 235, 474–480. [Google Scholar] [CrossRef]

	



González, J.; Guinea, F.; Vozmediano, M. Unconventional quasiparticle lifetime in graphite. Phys. Rev. Lett. 1996, 77, 3589. [Google Scholar] [CrossRef] [PubMed]

	



Han, M.Y.; Özyilmaz, B.; Zhang, Y.; Kim, P. Energy band-gap engineering of graphene nanoribbons. Phys. Rev. Lett. 2007, 98, 206805. [Google Scholar] [CrossRef] [PubMed]

	



Sun, X.; Liu, Z.; Welsher, K.; Robinson, J.T.; Goodwin, A.; Zaric, S.; Dai, H. Nano-graphene oxide for cellular imaging and drug delivery. Nano Res. 2008, 1, 203–212. [Google Scholar] [CrossRef]

	



Tang, Z.; Wu, H.; Cort, J.R.; Buchko, G.W.; Zhang, Y.; Shao, Y.; Aksay, I.A.; Liu, J.; Lin, Y. Constraint of DNA on functionalized graphene improves its biostability and specificity. Small 2010, 6, 1205–1209. [Google Scholar] [CrossRef]

	



Feng, L.; Liu, Z. Graphene in biomedicine: Opportunities and challenges. Nanomedicine 2011, 6, 317–324. [Google Scholar] [CrossRef]

	



Zhang, L.; Lu, Z.; Zhao, Q.; Huang, J.; Shen, H.; Zhang, Z. Enhanced chemotherapy efficacy by sequential delivery of sirna and anticancer drugs using pei-grafted graphene oxide. Small 2011, 7, 460–464. [Google Scholar] [CrossRef]

	



Wei, D.; Liu, Y.; Wang, Y.; Zhang, H.; Huang, L.; Yu, G. Synthesis of n-doped graphene by chemical vapor deposition and its electrical properties. Nano Lett. 2009, 9, 1752–1758. [Google Scholar] [CrossRef]

	



Stoller, M.D.; Park, S.; Zhu, Y.; An, J.; Ruoff, R.S. Graphene-based ultracapacitors. Nano Lett. 2008, 8, 3498–3502. [Google Scholar] [CrossRef]

	



Pirkle, A.; Chan, J.; Venugopal, A.; Hinojos, D.; Magnuson, C.; McDonnell, S.; Colombo, L.; Vogel, E.; Ruoff, R.; Wallace, R. The effect of chemical residues on the physical and electrical properties of chemical vapor deposited graphene transferred to sio2. Appl. Phys. Lett. 2011, 99, 122108. [Google Scholar] [CrossRef]

	



Balandin, A.A.; Ghosh, S.; Bao, W.; Calizo, I.; Teweldebrhan, D.; Miao, F.; Lau, C.N. Superior thermal conductivity of single-layer graphene. Nano Lett. 2008, 8, 902–907. [Google Scholar] [CrossRef]

	



Balandin, A.A. Thermal properties of graphene and nanostructured carbon materials. Nat. Mater. 2011, 10, 569. [Google Scholar] [CrossRef]

	



Pop, E.; Varshney, V.; Roy, A.K. Thermal properties of graphene: Fundamentals and applications. MRS Bull. 2012, 37, 1273–1281. [Google Scholar] [CrossRef]

	



Frank, I.; Tanenbaum, D.M.; van der Zande, A.M.; McEuen, P.L. Mechanical properties of suspended graphene sheets. J. Vac. Sci. Technol. B 2007, 25, 2558–2561. [Google Scholar] [CrossRef]

	



Lee, C.; Wei, X.; Kysar, J.W.; Hone, J. Measurement of the elastic properties and intrinsic strength of monolayer graphene. Science 2008, 321, 385–388. [Google Scholar] [CrossRef]

	



Rafiee, M.A.; Rafiee, J.; Wang, Z.; Song, H.; Yu, Z.-Z.; Koratkar, N. Enhanced mechanical properties of nanocomposites at low graphene content. ACS Nano 2009, 3, 3884–3890. [Google Scholar] [CrossRef] [PubMed]

	



Zhao, X.; Zhang, Q.; Chen, D.; Lu, P. Enhanced mechanical properties of graphene-based poly (vinyl alcohol) composites. Macromolecules 2010, 43, 2357–2363. [Google Scholar] [CrossRef]

	



Lehtinen, P.; Foster, A.S.; Ayuela, A.; Krasheninnikov, A.; Nordlund, K.; Nieminen, R.M. Magnetic properties and diffusion of adatoms on a graphene sheet. Phys. Rev. Lett. 2003, 91, 017202. [Google Scholar] [CrossRef]

	



Varykhalov, A.; Sánchez-Barriga, J.; Shikin, A.; Biswas, C.; Vescovo, E.; Rybkin, A.; Marchenko, D.; Rader, O. Electronic and magnetic properties of quasifreestanding graphene on Ni. Phys. Rev. Lett. 2008, 101, 157601. [Google Scholar] [CrossRef]

	



Sevinçli, H.; Topsakal, M.; Durgun, E.; Ciraci, S. Electronic and magnetic properties of 3 d transition-metal atom adsorbed graphene and graphene nanoribbons. Phys. Rev. B 2008, 77, 195434. [Google Scholar] [CrossRef]

	



Arsat, R.; Breedon, M.; Shafiei, M.; Spizziri, P.; Gilje, S.; Kaner, R.; Kalantar-zadeh, K.; Wlodarski, W. Graphene-like nano-sheets for surface acoustic wave gas sensor applications. Chem. Phys. Lett. 2009, 467, 344–347. [Google Scholar] [CrossRef]

	



He, Q.; Sudibya, H.G.; Yin, Z.; Wu, S.; Li, H.; Boey, F.; Huang, W.; Chen, P.; Zhang, H. Centimeter-long and large-scale micropatterns of reduced graphene oxide films: Fabrication and sensing applications. ACS Nano 2010, 4, 3201–3208. [Google Scholar] [CrossRef]

	



Gray, A.; Balooch, M.; Allegret, S.; De Gendt, S.; Wang, W.-E. Optical detection and characterization of graphene by broadband spectrophotometry. J. Appl. Phys. 2008, 104, 053109. [Google Scholar] [CrossRef]

	



Mueller, T.; Xia, F.; Avouris, P. Graphene photodetectors for high-speed optical communications. Nat. Photonics 2010, 4, 297. [Google Scholar] [CrossRef]

	



Avouris, P. Graphene: Electronic and photonic properties and devices. Nano Lett. 2010, 10, 4285–4294. [Google Scholar] [CrossRef]

	



Novoselov, K.S.; Fal, V.; Colombo, L.; Gellert, P.; Schwab, M.; Kim, K. A roadmap for graphene. Nature 2012, 490, 192. [Google Scholar] [CrossRef] [PubMed]

	



Yang, K.; Feng, L.; Shi, X.; Liu, Z. Nano-graphene in biomedicine: Theranostic applications. Chem. Soc. Rev. 2013, 42, 530–547. [Google Scholar] [CrossRef] [PubMed]

	



Zhang, Y.; Liu, T.; Meng, B.; Li, X.; Liang, G.; Hu, X.; Wang, Q.J. Broadband high photoresponse from pure monolayer graphene photodetector. Nat. Commun. 2013, 4, 1811. [Google Scholar] [CrossRef] [PubMed]

	



Law, J.K.Y.; Susloparova, A.; Vu, X.T.; Zhou, X.; Hempel, F.; Qu, B.; Hoth, M.; Ingebrandt, S. Human t cells monitored by impedance spectrometry using field-effect transistor arrays: A novel tool for single-cell adhesion and migration studies. Biosens. Bioelectron. 2015, 67, 170–176. [Google Scholar] [CrossRef] [PubMed]

	



Lei, Y.-M.; Xiao, M.-M.; Li, Y.-T.; Xu, L.; Zhang, H.; Zhang, Z.-Y.; Zhang, G.-J. Detection of heart failure-related biomarker in whole blood with graphene field effect transistor biosensor. Biosens. Bioelectron. 2017, 91, 1–7. [Google Scholar] [CrossRef]

	



Ang, P.K.; Li, A.; Jaiswal, M.; Wang, Y.; Hou, H.W.; Thong, J.T.; Lim, C.T.; Loh, K.P. Flow sensing of single cell by graphene transistor in a microfluidic channel. Nano Lett. 2011, 11, 5240–5246. [Google Scholar] [CrossRef]

	



Zhu, J.; Holmen, A.; Chen, D. Carbon nanomaterials in catalysis: Proton affinity, chemical and electronic properties, and their catalytic consequences. ChemCatChem 2013, 5, 378–401. [Google Scholar] [CrossRef]

	



Pumera, M.; Ambrosi, A.; Bonanni, A.; Chng, E.L.K.; Poh, H.L. Graphene for electrochemical sensing and biosensing. TrAC Trends Anal. Chem. 2010, 29, 954–965. [Google Scholar] [CrossRef]

	



Kuila, T.; Bose, S.; Khanra, P.; Mishra, A.K.; Kim, N.H.; Lee, J.H. Recent advances in graphene-based biosensors. Biosens. Bioelectron. 2011, 26, 4637–4648. [Google Scholar] [CrossRef] [PubMed]

	



Kang, X.; Wang, J.; Wu, H.; Liu, J.; Aksay, I.A.; Lin, Y. A graphene-based electrochemical sensor for sensitive detection of paracetamol. Talanta 2010, 81, 754–759. [Google Scholar] [CrossRef] [PubMed]

	



Wu, L.; Chu, H.; Koh, W.; Li, E. Highly sensitive graphene biosensors based on surface plasmon resonance. Opt. Express 2010, 18, 14395–14400. [Google Scholar] [CrossRef]

	



Bao, Q.; Loh, K.P. Graphene photonics, plasmonics, and broadband optoelectronic devices. ACS Nano 2012, 6, 3677–3694. [Google Scholar] [CrossRef]

	



Bao, Q.; Zhang, H.; Wang, B.; Ni, Z.; Lim, C.H.Y.X.; Wang, Y.; Tang, D.Y.; Loh, K.P. Broadband graphene polarizer. Nat. Photonics 2011, 5, 411. [Google Scholar] [CrossRef]

	



Hill, E.W.; Vijayaragahvan, A.; Novoselov, K. Graphene sensors. IEEE Sens. J. 2011, 11, 3161–3170. [Google Scholar] [CrossRef]

	



Rifat, A.A.; Mahdiraji, G.A.; Chow, D.M.; Shee, Y.G.; Ahmed, R.; Adikan, F.R.M. Photonic crystal fiber-based surface plasmon resonance sensor with selective analyte channels and graphene-silver deposited core. Sensors 2015, 15, 11499–11510. [Google Scholar] [CrossRef]

	



Homola, J. Present and future of surface plasmon resonance biosensors. Anal. Bioanal. Chem. 2003, 377, 528–539. [Google Scholar] [CrossRef]

	



Wang, J. Carbon-nanotube based electrochemical biosensors: A review. Electroanalysis 2005, 17, 7–14. [Google Scholar] [CrossRef]

	



Shao, Y.; Wang, J.; Wu, H.; Liu, J.; Aksay, I.A.; Lin, Y. Graphene based electrochemical sensors and biosensors: A review. Electroanalysis 2010, 22, 1027–1036. [Google Scholar] [CrossRef]

	



Xu, G.; Ye, X.; Qin, L.; Xu, Y.; Li, Y.; Li, R.; Wang, P. Cell-based biosensors based on light-addressable potentiometric sensors for single cell monitoring. Biosens. Bioelectron. 2005, 20, 1757–1763. [Google Scholar] [CrossRef]

	



Mustafi, N.; Grünberger, A.; Kohlheyer, D.; Bott, M.; Frunzke, J. The development and application of a single-cell biosensor for the detection of l-methionine and branched-chain amino acids. Metab. Eng. 2012, 14, 449–457. [Google Scholar] [CrossRef]

	



Liu, G.; Mao, X.; Phillips, J.A.; Xu, H.; Tan, W.; Zeng, L. Aptamer—Nanoparticle strip biosensor for sensitive detection of cancer cells. Anal. Chem. 2009, 81, 10013–10018. [Google Scholar] [CrossRef]

	



Edmondson, R.; Broglie, J.J.; Adcock, A.F.; Yang, L. Three-dimensional cell culture systems and their applications in drug discovery and cell-based biosensors. Assay Drug Dev. Technol. 2014, 12, 207–218. [Google Scholar] [CrossRef]

	



Wang, Y.; Zhang, S.; Xu, T.; Zhang, T.; Mo, Y.; Liu, J.; Yan, L.; Xing, F. Ultra-sensitive and ultra-fast detection of whole unlabeled living cancer cell responses to paclitaxel with a graphene-based biosensor. Sens. Actuators B Chem. 2018, 263, 417–425. [Google Scholar] [CrossRef]

	



Mirsky, V.M.; Riepl, M.; Wolfbeis, O.S. Capacitive monitoring of protein immobilization and antigen–antibody reactions on monomolecular alkylthiol films on gold electrodes. Biosens. Bioelectron. 1997, 12, 977–989. [Google Scholar] [CrossRef]

	



Jiang, W.-S.; Xin, W.; Xun, S.; Chen, S.-N.; Gao, X.-G.; Liu, Z.-B.; Tian, J.-G. Reduced graphene oxide-based optical sensor for detecting specific protein. Sens. Actuators B Chem. 2017, 249, 142–148. [Google Scholar] [CrossRef]

	



Chen, X.D.; Chen, Z.; Jiang, W.S.; Zhang, C.; Sun, J.; Wang, H.; Xin, W.; Lin, L.; Priydarshi, M.K.; Yang, H. Fast growth and broad applications of 25-inch uniform graphene glass. Adv. Mater. 2017, 29, 1603428. [Google Scholar] [CrossRef]

	



Morales-Narváez, E.; Merkoçi, A. Graphene oxide as an optical biosensing platform. Adv. Mater. 2012, 24, 3298–3308. [Google Scholar] [CrossRef] [PubMed]

	



Deng, X.; Tang, H.; Jiang, J. Recent progress in graphene-material-based optical sensors. Anal. Bioanal. Chem. 2014, 406, 6903–6916. [Google Scholar] [CrossRef]

	



Li, Z.; He, M.; Xu, D.; Liu, Z. Graphene materials-based energy acceptor systems and sensors. J. Photochem. Photobiol. C Photochem. Rev. 2014, 18, 1–17. [Google Scholar] [CrossRef]

	



Wong, C.L.; Olivo, M. Surface plasmon resonance imaging sensors: A review. Plasmonics 2014, 9, 809–824. [Google Scholar] [CrossRef]

	



Liedberg, B.; Nylander, C.; Lunström, I. Surface plasmon resonance for gas detection and biosensing. Sens. Actuators 1983, 4, 299–304. [Google Scholar] [CrossRef]

	



Homola, J.; Yee, S.S.; Gauglitz, G. Surface plasmon resonance sensors. Sens. Actuators B Chem. 1999, 54, 3–15. [Google Scholar] [CrossRef]

	



Willets, K.A.; Van Duyne, R.P. Localized surface plasmon resonance spectroscopy and sensing. Annu. Rev. Phys. Chem. 2007, 58, 267–297. [Google Scholar] [CrossRef]

	



Hutter, E.; Fendler, J.H. Exploitation of localized surface plasmon resonance. Adv. Mater. 2004, 16, 1685–1706. [Google Scholar] [CrossRef]

	



Maier, S.A. Plasmonics: Fundamentals and Applications; Springer Science & Business Media: Berlin, Germany, 2007. [Google Scholar]

	



Akimov, Y.A.; Koh, W.; Sian, S.; Ren, S. Nanoparticle-enhanced thin film solar cells: Metallic or dielectric nanoparticles? Appl. Phys. Lett. 2010, 96, 073111. [Google Scholar] [CrossRef]

	



Patnaik, A.; Senthilnathan, K.; Jha, R. Graphene-based conducting metal oxide coated d-shaped optical fiber spr sensor. IEEE Photonics Technol. Lett. 2015, 27, 2437–2440. [Google Scholar] [CrossRef]

	



Kwon, H.; Kim, S. Chemically tunable, biocompatible, and cost-effective metal–insulator–metal resonators using silk protein and ultrathin silver films. ACS Photonics 2015, 2, 1675–1680. [Google Scholar] [CrossRef]

	



Song, B.; Li, D.; Qi, W.; Elstner, M.; Fan, C.; Fang, H. Graphene on au (111): A highly conductive material with excellent adsorption properties for high-resolution bio/nanodetection and identification. ChemPhysChem 2010, 11, 585–589. [Google Scholar] [CrossRef]

	



Pockrand, I. Surface plasma oscillations at silver surfaces with thin transparent and absorbing coatings. Surf. Sci. 1978, 72, 577–588. [Google Scholar] [CrossRef]

	



Raether, H. Springer Tracts in Modern Physics; Springer: Berlin, Germany, 1988; Volume 111. [Google Scholar]

	



Lan, G.; Liu, S.; Zhang, X.; Wang, Y.; Song, Y. Highly sensitive and wide-dynamic-range liquid-prism surface plasmon resonance refractive index sensor based on the phase and angular interrogations. Chin. Opt. Lett. 2016, 14, 022401. [Google Scholar]

	



Sepúlveda, B.; Calle, A.; Lechuga, L.M.; Armelles, G. Highly sensitive detection of biomolecules with the magneto-optic surface-plasmon-resonance sensor. Opt. Lett. 2006, 31, 1085–1087. [Google Scholar] [CrossRef]

	



Slavík, R.; Homola, J. Ultrahigh resolution long range surface plasmon-based sensor. Sens. Actuators B Chem. 2007, 123, 10–12. [Google Scholar] [CrossRef]

	



Homola, J. Surface plasmon resonance sensors for detection of chemical and biological species. Chem. Rev. 2008, 108, 462–493. [Google Scholar] [CrossRef]

	



Dash, J.N.; Jha, R. Graphene-based birefringent photonic crystal fiber sensor using surface plasmon resonance. IEEE Photonics Technol. Lett. 2014, 26, 1092–1095. [Google Scholar] [CrossRef]

	



Kim, J.A.; Hwang, T.; Dugasani, S.R.; Amin, R.; Kulkarni, A.; Park, S.H.; Kim, T. Graphene based fiber optic surface plasmon resonance for bio-chemical sensor applications. Sens. Actuators B Chem. 2013, 187, 426–433. [Google Scholar] [CrossRef]

	



Zhao, Y.; Li, X.-G.; Zhou, X.; Zhang, Y.-N. Review on the graphene based optical fiber chemical and biological sensors. Sens. Actuators B Chem. 2016, 231, 324–340. [Google Scholar] [CrossRef]

	



Martinez, A.; Sun, Z. Nanotube and graphene saturable absorbers for fibre lasers. Nat. Photonics 2013, 7, 842. [Google Scholar] [CrossRef]

	



Qiu, H.; Gao, S.; Chen, P.; Li, Z.; Liu, X.; Zhang, C.; Xu, Y.; Jiang, S.; Yang, C.; Huo, Y. Evanescent wave absorption sensor based on tapered multimode fiber coated with monolayer graphene film. Opt. Commun. 2016, 366, 275–281. [Google Scholar] [CrossRef]

	



Gao, S.; Qiu, H.; Zhang, C.; Jiang, S.; Li, Z.; Liu, X.; Yue, W.; Yang, C.; Huo, Y.; Feng, D. Absorbance response of a graphene oxide coated u-bent optical fiber sensor for aqueous ethanol detection. RSC Adv. 2016, 6, 15808–15815. [Google Scholar] [CrossRef]

	



Zhang, X.; Wang, B.; Sunarso, J.; Liu, S.; Zhi, L. Graphene nanostructures toward clean energy technology applications. Wiley Interdiscip. Rev. Energy Environ. 2012, 1, 317–336. [Google Scholar] [CrossRef]

	



Thongrattanasiri, S.; Koppens, F.H.; De Abajo, F.J.G. Complete optical absorption in periodically patterned graphene. Phys. Rev. Lett. 2012, 108, 047401. [Google Scholar] [CrossRef]

	



Zhu, X.; Shi, L.; Schmidt, M.S.; Boisen, A.; Hansen, O.; Zi, J.; Xiao, S.; Mortensen, N.A. Enhanced light–matter interactions in graphene-covered gold nanovoid arrays. Nano Lett. 2013, 13, 4690–4696. [Google Scholar] [CrossRef] [PubMed]

	



Liu, M.; Yin, X.; Zhang, X. Double-layer graphene optical modulator. Nano Lett. 2012, 12, 1482–1485. [Google Scholar] [CrossRef] [PubMed]

	



Echtermeyer, T.; Britnell, L.; Jasnos, P.; Lombardo, A.; Gorbachev, R.; Grigorenko, A.; Geim, A.; Ferrari, A.C.; Novoselov, K. Strong plasmonic enhancement of photovoltage in graphene. Nat. Commun. 2011, 2, 458. [Google Scholar] [CrossRef]

	



Blake, P.; Hill, E.; Castro Neto, A.; Novoselov, K.; Jiang, D.; Yang, R.; Booth, T.; Geim, A. Making graphene visible. Appl. Phys. Lett. 2007, 91, 063124. [Google Scholar] [CrossRef]

	



Weber, J.; Calado, V.; Van De Sanden, M. Optical constants of graphene measured by spectroscopic ellipsometry. Appl. Phys. Lett. 2010, 97, 091904. [Google Scholar] [CrossRef]

	



Ho, A.H.P.; Kim, D.; Somekh, M.G. Handbook of Photonics for Biomedical Engineering; Springer: Dordrecht, The Netherlands, 2017. [Google Scholar]

	



Sidransky, D. Nucleic acid-based methods for the detection of cancer. Science 1997, 278, 1054–1058. [Google Scholar] [CrossRef]

	



Chung, T.D.; Kim, H.C. Recent advances in miniaturized microfluidic flow cytometry for clinical use. Electrophoresis 2007, 28, 4511–4520. [Google Scholar] [CrossRef]

	



McKenna, B.K.; Evans, J.G.; Cheung, M.C.; Ehrlich, D.J. A parallel microfluidic flow cytometer for high-content screening. Nat. Methods 2011, 8, 401. [Google Scholar] [CrossRef]

	



Silve, A.; Leray, I.; Mir, L.M. Demonstration of cell membrane permeabilization to medium-sized molecules caused by a single 10 ns electric pulse. Bioelectrochemistry 2012, 87, 260–264. [Google Scholar] [CrossRef]

	



Li, H.; Fan, X. Characterization of sensing capability of optofluidic ring resonator biosensors. Appl. Phys. Lett. 2010, 97, 011105. [Google Scholar] [CrossRef]

	



Schmitt, K.; Schirmer, B.; Hoffmann, C.; Brandenburg, A.; Meyrueis, P. Interferometric biosensor based on planar optical waveguide sensor chips for label-free detection of surface bound bioreactions. Biosens. Bioelectron. 2007, 22, 2591–2597. [Google Scholar] [CrossRef]

	



Seferos, D.S.; Giljohann, D.A.; Hill, H.D.; Prigodich, A.E.; Mirkin, C.A. Nano-flares: Probes for transfection and mrna detection in living cells. J. Am. Chem. Soc. 2007, 129, 15477–15479. [Google Scholar] [CrossRef]

	



D’Amico, A.; Di Natale, C. A contribution on some basic definitions of sensors properties. IEEE Sens. J. 2001, 1, 183–190. [Google Scholar] [CrossRef]

	



Sherr, C.J. Cancer cell cycles. Science 1996, 274, 1672–1677. [Google Scholar] [CrossRef]

	



Wang, Y.; Li, Z.; Wang, J.; Li, J.; Lin, Y. Graphene and graphene oxide: Biofunctionalization and applications in biotechnology. Trends Biotechnol. 2011, 29, 205–212. [Google Scholar] [CrossRef]

	



Liu, Y.; Dong, X.; Chen, P. Biological and chemical sensors based on graphene materials. Chem. Soc. Rev. 2012, 41, 2283–2307. [Google Scholar] [CrossRef]

	



Mann, J.A.; Alava, T.; Craighead, H.G.; Dichtel, W.R. Preservation of antibody selectivity on graphene by conjugation to a tripod monolayer. Angew. Chem. 2013, 125, 3259–3262. [Google Scholar] [CrossRef]

	



Ambrosi, A.; Chua, C.K.; Bonanni, A.; Pumera, M. Electrochemistry of graphene and related materials. Chem. Rev. 2014, 114, 7150–7188. [Google Scholar] [CrossRef]

	



Khatayevich, D.; Page, T.; Gresswell, C.; Hayamizu, Y.; Grady, W.; Sarikaya, M. Selective detection of target proteins by peptide-enabled graphene biosensor. Small 2014, 10, 1505–1513. [Google Scholar] [CrossRef]

	



Li, Y.; Gao, W.; Ci, L.; Wang, C.; Ajayan, P.M. Catalytic performance of pt nanoparticles on reduced graphene oxide for methanol electro-oxidation. Carbon 2010, 48, 1124–1130. [Google Scholar] [CrossRef]

	



Robinson, J.T.; Perkins, F.K.; Snow, E.S.; Wei, Z.; Sheehan, P.E. Reduced graphene oxide molecular sensors. Nano Lett. 2008, 8, 3137–3140. [Google Scholar] [CrossRef]

	



Lu, G.; Ocola, L.E.; Chen, J. Reduced graphene oxide for room-temperature gas sensors. Nanotechnology 2009, 20, 445502. [Google Scholar] [CrossRef]

	



Xin, X.; Xu, C.; Zhang, D.; Liu, Z.; Ma, W.; Qian, X.; Chen, M.; Du, J.; Cheng, H.-M.; Ren, W. Ultrafast transition of non-uniform graphene to high-quality uniform monolayer film on liquid cu. ACS Appl. Mater. Interfaces 2019, 11, 17629–17636. [Google Scholar] [CrossRef] [PubMed]

	



Yang, Q.; Zhang, Z.; Zhu, W.; Wang, G. Growth of large-area high-quality graphene on different types of copper foil preannealed under positive pressure h2 ambience. ACS Omega 2019, 4, 5165–5171. [Google Scholar] [CrossRef]

	



Kumar, R.; Singh, R.; Hui, D.; Feo, L.; Fraternali, F. Graphene as biomedical sensing element: State of art review and potential engineering applications. Compos. Part B Eng. 2018, 134, 193–206. [Google Scholar] [CrossRef]

	



Singh, D.P.; Herrera, C.E.; Singh, B.; Singh, S.; Singh, R.K.; Kumar, R. Graphene oxide: An efficient material and recent approach for biotechnological and biomedical applications. Mater. Sci. Eng. C 2018, 86, 173–197. [Google Scholar] [CrossRef] [PubMed]

	



Dung, T.; Oh, Y.; Choi, S.-J.; Kim, I.-D.; Oh, M.-K.; Kim, M. Applications and advances in bioelectronic noses for odour sensing. Sensors 2018, 18, 103. [Google Scholar] [CrossRef] [PubMed]

	



Xu, M.; Obodo, D.; Yadavalli, V.K. The design, fabrication, and applications of flexible biosensing devices—A review. Biosens. Bioelectron. 2018, 124–125, 96–114. [Google Scholar]








[image: Ijms 20 02461 g001 550]





Figure 1. Electron band structure and Dirac point of graphene. Purple represents the n-type doped Fermi surface, and light blue represents the p-type doped Fermi surface. 
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Figure 2. (a) Differential interference contrast (DIC) image of independent graphene transistors with SU-8/PDMS microfluidic channel. Inset shows the etched graphene strip between source and drain electrodes. (b) Conductance-time plots for (early to mid) trophozoite-PE and schizont-PE measured at Vg = 0.1 V and corresponding DIC images on the right. (c) Conductance vs carrier density, n, near CNP for protein-functionalized graphene in solution. Reproduced from [63] with permission of the American Chemical Society. 
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Figure 3. (a) The structure of surface plasmon resonance (SPR) sensor and its working principle. (b) Simulated transmittance of light at λ0 = 633 nm (crosses) and measured transmittance of white light (squares) as a function of the number of graphene layers. (c) The SPR curves for the conventional biosensor (L = 0) and the monolayer graphene biosensor (L = 1) for He-Ne laser light. (d) The sensitivity enhancement ΔSRIL/SRI0 as a function of the number of graphene layers L. Reproduced from [68] with permission of the Optical Society of America. 
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Figure 4. (a) Cross-sectional view of the proposed structure. (b) The structure of the tapered optical fiber. Graphene is coated on the core of the fiber. 
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Figure 5. Schematic of a graphene layer sandwiched between two dielectrics. 
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Figure 6. (a) Schematic of the enhanced sensitivity and resolution of refractive index (RI) sensing of h-rGO. (b) Angle-dependent reflectance ratio (TM/TE) plots of different thicknesses of h-rGO. (c) Real-time signal of different ultralow concentrations of NaCl solution. (d) Discrete time-dependent changes in voltage that corresponds to PS microspheres as they roll across the h-rGO detection window. The light blue and light purple areas represent the discrete voltage signals of 5 and 6 μm PS microspheres, respectively. (e) Discrete time-dependent changes in voltage that corresponds to a single lymphocyte or Jurkat cell as it rolls across the detection window. The black and red lines represent Jurkat cells and lymphocytes, respectively. (f) Microscopic images of the h-rGO detection window as lymphocytes roll across it. The scale bar is 15 μm, and the height of the microfluidic channel is approximately 9 μm. Reproduced from [32] with permission of the American Chemical Society. 
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Figure 7. (a) Schematic and principle of graphene-based optical biosensor (GOB) sensing. (b) The direct detection of a weak RI change generated by an ultrasonic wave. (c) The response time of the GOB. (d) Detection of cancer cell responses to paclitaxel. (e) The time-resolved RI changes in LoVo cells with 80 nM and 6 μM paclitaxel solution. The right is an enlarged image of the left, and the slope analysis of the initial responses. (f) Tubulin polymerization and total mass analysis of LoVo cells treated with paclitaxel at different time points. Reproduced from [80] with permission of the Sensors and Actuators B. 
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Figure 8. The schematic of reduced graphene oxide (RGO)-based optical sensor. 
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Table 1. The difference between a graphene-based electrical sensor and a graphene-based optical sensor.
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	Work Principle
	Advantages
	Disadvantages
	References





	Graphene electrical sensor
	Since graphene exhibits ambipolar behavior, the p-type or n-type behavior can be tuned effectively by the gate voltage. The principle of sensing is based on changes in drain-source conductivity of the graphene channel upon the binding of the sample to the receptor-functionalized graphene.
	Small size, large surface area, fast electron transfer, fast response time, high sensitivity, and reduced surface contamination
	Only measure current changes, low spatial resolution, damage samples, affect results
	Ang et al. 2011 [63]



	Graphene optical sensor
	Under total internal reflection, graphene exhibits characteristics of enhanced polarization absorption and broadband absorption. The sensor uses the attenuated total reflection method to detect the refractive index change near the sensor surface.
	High spatial resolution, wide and deep detection range, high sensitivity and high precision, accurate and fast detection, unlabeled samples
	Since the light absorption rate of single-layer graphene is too low, the area generated by the active photocurrent is too small. Aggregation and precipitation of high concentration samples may affect optical detection.
	Wu et al. 2010 [68]











© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).
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