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Figure S1. FESEM images at low magnification of (a) MN-CNT9010; (b) MN-CNT7525 and(c) MN-

CNT6040  

 

Figure S2. TEM images of (a) MN-CNT9010 (b) MN-CNT7525 and(c) MN-CNT6040 

  

Figure S3. TEM-EDS of (a) MN-CNT9010 (b) MN-CNT7525 and(c) MN-CNT6040  


