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Figure S1. Heating curves of differential scanning calorimetry (DSC) for free chalcone 

(solid line), lyophilized chalcones-loaded nanoemulsions (dash line) and blank 

nanoemulsion (dot line). (A) R7; (B) R13; (C) R15. 
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