

  A New Plugging Technology and Its Application for the Extensively Collapsed Ore Pass in the Non-Empty Condition




A New Plugging Technology and Its Application for the Extensively Collapsed Ore Pass in the Non-Empty Condition







Energies 2018, 11(6), 1599; doi:10.3390/en11061599




Article



A New Plugging Technology and Its Application for the Extensively Collapsed Ore Pass in the Non-Empty Condition



He Chen 1,2,3,4, Shibo Yu 1,2,3,4,*, Zhixiu Wang 2,4 and Ye Yuan 2,4





1



School of Civil and Resource Engineering, University of Science and Technology Beijing, Beijing 100083, China






2



BGRIMM Technology Group, Beijing 100160, China






3



Beijing General Research Institute of Mining & Metallurgy, Beijing 100160, China






4



National Center for International Research on Green Mining of Metallic Mines, Beijing 102628, China









*



Correspondence: yushibo_mymy@163.com or yushibo@bgrimm.com; Tel.: +86-10-5906-9601







Received: 25 April 2018 / Accepted: 14 June 2018 / Published: 19 June 2018



Abstract:



Aiming at some long ore passes with severe damages and extensive collapses, we describe an optimal measure to plug a local area of ore pass in order to maintain the capacity of continued use. This paper, taking a new plug for the extensively collapsed long ore pass in the non-empty condition as a breakthrough, builds a structure-plugging system for ore pass based on plug effect, suspension effect, arch effect, and span-reducing effect. Meanwhile, a key plugging technology has been integrated which includes a stability evaluation method of plugging structure, controlled technology of drilling with casing in the composite rock mass, and controllable grouting for inhomogeneous loose rock mass. According to this structure-plugging system and technology, a case has been successful for the main ore pass in the Xingshan Iron Mine in China, which has created a precedent in the world. The practice results show that using this technology to plug the extensively collapsed long ore pass has a series of advantages including of scientific design, strong safety, high efficiency, and low cost.
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1. Introduction


Restricted by geological conditions, loss of long-term use, and other objective conditions, long ore passes in Chinese mines generally suffer from some disasters such as large-scale and large-span collapse [1,2,3,4], frequent arching, and blocking [5,6,7]. These disasters seriously limit the longevity of long ore passes [8] and the normal production of mines. Some long ore passes had been discarded after a short use. It is one of the effective measures to plug a local area of the extensively collapsed long ore pass in order to maintain the capacity of continued use.



Many special problems such as uncertain collapse shape, large collapse span, and being near some underground permanent structures are often faced when plugging an extensively collapsed long ore pass. Therefore, it is extremely dangerous to plug an extensively collapsed long ore pass in the empty condition.



The research and practice nationally and abroad for the extensively collapsed long ore pass mainly include several aspects as follows:



First, there are different solutions and repeated arguments for the design and reinforcement of long ore passes, ensuring a reliable longevity of the long ore pass from the beginning [9,10,11]. Second, through the scanning of collapsed long ore passes [12,13] and the analysis and verification of their damage mechanisms under impact conditions [12,13,14,15], the feedback can be used to design follow-up long ore passes. Third, there have been some attempts made such as plugging the extensively collapsed long ore pass under non-empty conditions by drilling and grouting to loosen rock mass at the same time [16], and filling with concrete under an empty long ore pass [17,18]. However, the above practices have some various defects such as low construction speed and the high risk of the ore pass being empty.



Considering the feasibility of technology and reasonability of economy, in order to maintain a long use of the extensively collapsed long ore pass, plugging a local area of the long ore pass and using its lower segment becomes an optimal strategy. However, the above research works about long ore passes are only limited in theory, experimental research, and technology exploration, and there have been very few cases for an efficient plugging of the extensively collapsed long ore pass; moreover, there is not a complete theoretical and technical system for plugging ore passes from theory to test, design, and apply in case studies.



In terms of so many difficulties faced by plugging for the extensively collapsed long ore pass, this paper proposes a method of plugging the extensively collapsed long ore pass in the non-empty condition. Based on the collaborative concept of overall design with local design, a structure-plugging system for ore passes in the non-empty condition has been built, and around this structure system a plugging technology has been integrated which includes a stability evaluation method of plugging structure, controlled technology of drilling with casing in the composite rock mass, and controllable grouting technology for the inhomogeneous loose rock mass. Under the guidance of the structure-plugging system and technology, a case has been successful for the main ore pass in the Xingshan Iron Mine in China, which has created a world precedent by using the technology to plug an extensively collapsed long ore pass in the non-empty condition.




2. Construction of Structure-Plugging System for the Extensively Collapsed Long Ore Pass in the Non-Empty Condition


When constructing a structure-plugging system of ore passes which demands that the ore pass is in the non-empty condition and that no person enters inside it, some prominent problems must be fully considered, such as the random arrangement of different block sizes (ore powder, large ore blocks, collapsed waste rocks, etc.), large collapse span of the ore pass (>10 m), complex collapsed shapes, and vertical load caused by several hundred meters of loose rock mass. Therefore, the structure-plugging system should separately solve each problem and carry out multiple control countermeasures on the above problems, finally reaching an optimal outcome in the safety, efficiency, and low cost of the plugging engineering of the ore pass. In terms of the above prominent problems and based on the scientific and collaborative concept of overall design with local design, several effects, including of plug effect, suspension effect, arch effect, and span-reducing effect, have been applied to the design of the structure-plugging system of extensively collapsed long ore passes [2], as shown in Figure 1.


Figure 1. Structure-plugging system for an ore pass in the non-empty condition.
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Plug effect: finding the smallest section of the ore pass near the construction site by combining drilling with the original design of the ore pass and forming a plug structure by controllable grouting to loosen rock mass above this section; then the plug effect could be realized from the overall design concept of the plugging structure.



Suspension effect: by constructing double-sided holes by the method of drilling of casing at the construction site and installing large-span prestressed cables with a long distance in these holes, the double-sided suspension structure with stayed cables is formed; then the suspension effect could be conceived from the overall design of the plugging structure.



Arch effect: by using the randomly distributed characteristic of grouting cracks, structure feature of controllable grouting, and optimized arrangement of double-sided stayed cables, an arch structure can be formed automatically after outflow of the lower waste rocks in the ore pass. This is the arch effect from the local design of the plugging structure.



Span-reducing effect: by arranging intensive composite bars combined casing with prestressed cables, the span and height of the arch formed automatically could be reduced, and at the same time, the stability of the lower part of the plugging structure could be improved. These behaviours can realize the span-reducing effect of the local design.




3. Integration of Plugging Technology for the Extensively Collapsed Long Ore Pass in the Non-Empty Condition


Based on four major mechanical effects to build the structure-plugging system for ore passes in the non-empty condition, to realize an efficient plugging for the extensively collapsed ore pass, several problems are faced as follows:

	
Stability evaluation of the structure-plugging system.



	
Drilling in the composite rock mass from hard rock to loose rock mass.



	
How to achieve full grouting to the bulk and loose rock mass in the plugging area.



	
How to ensure that grout does not block the lower part of the plugging area.








Therefore, it is necessary to solve the above problems and ultimately integrate a new plugging technology for the extensively collapsed long ore pass in the non-empty condition.



3.1. Stability Evaluation Method of the Plugging Structure


The stability evaluation of the plugging structure is mainly determined based on the overall stress states of the plugging structure. As the plugging structure of the ore pass in the non-empty condition possesses some features such as large height, low integrity (compared with the reinforced concrete structure), and so forth, shear failure is determined as the main instability mode by which to evaluate the stability of the plugging structure after considering different types of failure.



In the shear failure mode, there are two main potential shear sliding planes (Figure 2): (i) the interface between the ore pass wall with the original rock and plugging structure; (ii) the sliding interface inside the plugging structure. Mechanical model ① and mechanical model ② corresponding to two types of shear failure mode of a plugging structure are shown in Figure 2.


Figure 2. Mechanical models of shear failure of a plugging structure.
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Based on the two main potential shear sliding planes, the safety factor of a plugging structure is calculated as follows:


fs = F/N



(1)




where fs is the safety factor of the plugging structure; F is the capacity to resist the slide of the plugging structure, in kN; and N is the sum of vertical pressure of loose rock mass and the weight of the plugging structure itself, in kN.


N = ∮Aa qids + GAa



(2)




where qi is the surface load of vertical pressure on top of the plugging structure [19,20,21,22], in kPa; Aa is the area involved in the calculation, in m2, and according to the mechanical model, Aa takes the area respectively corresponding to mechanical model ① and ②; GAa is the weight of the plugging structure, in kN; G = γAaH, where γ is the unit weight of the plugging structure, in kN/m3, and H is the height of the plugging structure, in m.
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(3)




where τnj is the shear strength of the fracture plane corresponding to mechanical model ① or mechanical model ②, in kPa; Ba is the fracture surface area inside the plugging structure involved in the calculation, in m2, and according to different mechanical models for calculation, Ba takes the area of the fracture plane corresponding to mechanical model ① and mechanical model ②, respectively; Ttk is the axial tensile of a single composite bar combined casing with prestressed cable, in kN; Ftk is the section force to resist the shear of a single composite bar, in kN; αk is the dip angle of a single composite bar, in degrees; k is the number of composite bars.


τnj = σnjtanφa + ca



(4)




where σnj is the normal compressive stress on the fracture plane, in kPa; φa is the friction angle of the fracture plane corresponding to mechanical model ① or mechanical model ②, in degrees; Ca is the cohesion of the fracture plane corresponding to mechanical model ① or mechanical model ②, in kPa. φa and Ca of fracture planes are selected by taking into account multiple factors due to their particularity [23,24,25,26,27,28].


σnj = (qi + rhja) × λ



(5)




where hja is the height of the point on the fracture plane involved in the calculation, in m; λ is the lateral pressure coefficient of the point on the fracture plane involved in the calculation.



The steady state and design parameters of a plugging structure in the non-empty condition could be evaluated by calculating the safety factors of two mechanical models according to the above formulas. Based on a full consideration of permanent engineering and its importance grade nationally and abroad, the safety factor of a plugging structure for the extensively collapsed ore pass shall meet fs ≥ 1.35; generally, this safety factor should be raised appropriately due to the inhomogeneous grouting of loose rock mass.




3.2. Controlled Technology of Drilling with Casing in the Composite Rock Mass


In the drilling process from hard rock near the working space to loose rock mass located in the extensively collapsed ore pass, two main problems need to be solved as follows:



(i) Frequent sticking. This phenomenon mainly occurs in the interface between hard rock and loose rock mass due to the high pneumatic DTH (down-the-hole drill) being unsuitable to loose rock mass (as is shown in ① of Figure 3).


Figure 3. Technical difficulties in the process of drilling with casing in the composite rock mass.
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(ii) A high frequency of broken casing. In order to enable the subsequent grouting of loose rock mass located in the ore pass, a large number of dense grout vents are bored in the casing body. However, this operation causes severe damage to the casing body, and in addition to the brittleness of casing itself, some broken casing accidents easily happen in the process of the drilling of casing (as shown in ② of Figure 3).



3.2.1. A Technology to Solve Sticking in the Interface between Hard Rock and Loose Rock Mass


Engineering practice shows that the sticking in the interface between hard rock and loose rock mass is caused by a sudden transition from hard rock to loose rock mass in the use of the original high pneumatic DTH. The rubble that causes sticking only blows up and falls back to the original location repeatedly along the axial direction of the drill rod under an intermittent high pneumatic pressure, but actually they still remain where the sticking happens. Therefore, the drill cannot be pulled out from the sticking position.



To solve this problem, three holes, where the mutual angle is 120° around the circumference of the drill rod, are drilled in the front section of the first drill rod connected with the DTH (Figure 4). The holes’ arrangement alters the wind current direction from being one-dimensional to three-dimensional near the DTH, so the rubble is moved away easily. This kind of drill rod can solve sticking in the DTH process, and in particular, it is significantly effective in preventing sticking in the complex and fractured ground.


Figure 4. Arrangement parameters of holes in the body of the drill rod to prevent sticking. DTH: down-the-hole drill.
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3.2.2. A Technology to Effectively Reduce the Frequency of Broken Casing during a Long-Distance Process of the Drilling of Casing


A series of broken casings frequently occurs in the process of the drilling of casing, which is caused by some details such as the incline occurring in the long-distance process of the drilling of casing, fulcrum deflection in the interface between hard rock and loose rock mass, severe damage caused by dense grout vents to the casing body, and the brittleness of the casing itself. So, the high frequency of broken casing had become a tough issue in the early exploratory construction of the extensively collapsed ore pass in the Xingshan Iron Mine which was undertaken by the BGRIMM Technology Group.



By limiting the spacing to no less than 30 cm between grout vents and having only one grout vent on a single section of the casing body, a plum-shaped arrangement of grout vents, and the diameter of the grout vent no more than 15 mm (Figure 5), the problem of broken casing has been solved in the casing process from hard rock to loose rock mass. These arrangement parameters have been applied and verified at the normal stage of plugging to the main ore pass in the Xingshan Iron Mine, and no broken casing accidents occurred during the construction.


Figure 5. Arrangement parameters of grout vents in the body of the casing.
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3.3. Controllable Grouting Technology for the Inhomogeneous Loose Rock Mass


To effectively plug the extensively collapsed ore pass, two basic conditions must be ensured as follows:

	(i)

	
Grouting for the inhomogeneous loose rock mass as tightly as possible in the plugging area;




	(ii)

	
Ensuring that grout will not block the incline ore pass and the part of ore pass below the plugging area so that subsequent use can be restored as soon as possible.









The above two basic conditions are contradictory to each other. To solve this pair of contradictions, it is necessary to coordinate and control the grout type, grout diffusion range, and grouting method so that controllable grouting is achieved for inhomogeneous loose rock mass [29,30].



3.3.1. Diffusion Characteristics of Cement–Silicate Grout in the Loose Rock Mass


When general cement grout is grouted for loose rock mass, its diffusion range is very high. In order to ensure that grouting in the loose rock mass will not block the incline ore pass below the plugging area, cement–silicate (C–S) grout is selected to control the diffusion range of the grouting.



In order to obtain the diffusion characteristics of C–S grout in the seemingly homogeneous loose rock mass, a grouting test with casing is carried out for the rubble with their particle sizes ranging from 4 cm to 6 cm on the surface. The grouting test results (Figure 6) with the setting time of 18 s shows that the diffusion of C–S grout in the seemingly homogeneous loose rock mass is slightly affected by gravity, and the diffusion distance in the vertical direction is relatively long while the diffusion distance in the other five directions is essentially the same. It is believed that affected by grouting pressure, the diffusion of C–S grout in the seemingly homogeneous loose rock mass basically presents a characteristic of even diffusion into the surrounding area.


Figure 6. Concretion of C–S grout in the seemingly homogeneous loose rock mass (setting time: 18 s): (a) Vertical direction; (b) Horizontal direction.
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It can be seen (Figure 7) by combining the grouting tests of other setting times on the surface with field application (grouting observation of the incline ore pass) that with the increase of setting time, the diffusion distance of C–S grout in the loose rock mass presents a trend of nonlinear growth. This conclusion plays an important guiding role in the arrangement of adjacent casings and in the issue of how to ensure the closure of grouting between adjacent casings. Figure 8 shows that the diffusion distance does not increase with grouting pressure; that is, when C–S grout is grouted in the loose rock mass, the maximum of the grouting pressure is a constant value; this phenomenon will be discussed subsequently.


Figure 7. Relationship of setting time–vertical diffusion distance of C–S grout in the loose rock mass. W/C: water cement ratio; Vs/Vc: volume ratio of sodium silicate to cement slurry.
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Figure 8. Implementation process and method of controllable grouting for inhomogeneous loose rock mass.
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3.3.2. Grouting Method


Due to some factors such as the large gaps between blocks, block channeling in the inhomogeneous rock mass, and time-dependent behavior of C–S grout viscosity [31,32], it is quite difficult to control grouting in a large volume of inhomogeneous loose rock mass, which is mainly reflected in the insufficient and uneven diffusion of grout. This causes a move backward along the casing body so that the grouting device is buried, and the entire drilling tools are discarded. Through the early exploratory construction of the extensively collapsed ore pass in the Xingshan Iron Mine, a new mode of C–S grouting in loose rock mass was created, which uses a grouting pipe outlet at the bottom of the entire drilling hole.



The implementation process and method of this mode is as shown in Figure 8. It mainly uses the characteristics of C–S grout itself and large gaps of loose rock mass, and in the process of continuous setting of C–S grout, the grout forms a stop-grouting plug automatically and then splits the grouting concretion to recreate cracks by grouting pressure to overcome the strength of grout concretion. This process is repeated until the self-formed stop-grouting plug is destroyed, and finally a single cycle of grouting is completed (Figure 6). The controllable grouting is achieved by continuous damage to several self-formed stop-grouting plugs along the casing.






4. Engineering Application


4.1. Background


The Xingshan Iron Mine of the Shougang Corporation is an underground large-scale mine with an annual output of 3.2 million tons of ore. As the only main ore pass in the mine, it is responsible for the entire transport of all ore, which has become a threat of the mine. The main ore pass is 45 m away from the main shaft and 50 m from the auxiliary shaft (Figure 9).


Figure 9. Location plan of the main ore pass.
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Since December 2010, manganese steel plates of the main ore pass have been worn and have slipped off, and the surrounding rock has many extensive collapses (Figure 10), in which the largest collapse spans reach 20 m. Large collapses in different sections of the main ore pass seriously affect its own use, and pose a great threat to the nearby shaft facilities, main shaft, auxiliary shaft, and other permanent projects.


Figure 10. Collapse shapes of the main ore pass.



[image: Energies 11 01599 g010]






Due to production needs of the mine, the transportation level needs to be changed from −180 m to −330 m, and the part below −330 m of the main ore pass still needs to be used continuously. Therefore, the part above −330 m of the main ore pass need be plugged. As the main ore pass has a serious collapse, if plugging is conducted in the conventional empty condition, it is very likely to have a fatal effect on the nearby shaft and transport facilities; in addition, this mode has some uncontrollable safety risks and the construction time is relatively long. To ensure stability of the entire project system, the plugging shall be safe, efficient, low-cost, and short-term. For this purpose, the BGRIMM Technology Group has proposed a technical plugging scheme for the extensively collapsed ore pass in the non-empty condition.




4.2. Design and Construction


According to geometric features of the plugging area of −330 m, the smallest section at −340.770 m is preferred as the bottom of the plugging structure to achieve the plugging effect (Figure 10). Meanwhile, considering the safety of construction, the measured chamber is made to carry out plugging construction below −330 m.



The subsequent step of plugging design is to calculate the safety factor of the plugging structure, while the plugging stress on the top surface of the plugging area is one of most important factors; generally, it is calculated by five methods as follows [20,21,22,33]:

	
Gravity stress.



	
Janssen formula.



	
Recommended method from the “Code for design of reinforced concrete silos”.



	
Recommended method from the Japanese Ore Pass Committee.



	
Recommended method from the “Mine Design Manual”.








Method I is conservative and used only as the reference; methods II–V are extensively used in different fields. Heights of the plugging structure and safety factors of two mechanical models with the above five methods are shown in Figure 11. The heights of the plugging structure is 4.4 m to 5.1 m according to different methods, except method I, while the safety factor of mechanical model ② is relatively low and its value is from 2.86 to 3.88, except in method I. Through the above analysis, no less than 4.4 m is enough for the plugging structure, but based on the stability of the plugging structure, geology, uneven grouting for loose rock mass, plugging shape, and construction site, the height of the plugging structure is determined to be 12.5 m (Figure 10 and Figure 12).


Figure 11. The design heights and safety factors of the plugging structure corresponding to different calculation methods of vertical stress.
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Figure 12. Plugging design of the main ore pass.
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The structure-plugging system of the main ore pass takes an overall design scheme based on composite bar combined casing with prestressed cables in the non-empty condition (Figure 12).



Specific design parameters and construction procedures are as follows:

	a.

	
Waste rock replacement









With ore flowing out of the bottom of the ore pass, 2800 m3 of rubble with particle sizes of 4–6 cm is gradually poured into the ore pass from −180 m to replace ore in the plugging area. This operation could ensure the efficiency of subsequent drilling with casing and controllable grouting effect.



	b.

	
Composite bar combined casing with prestressed cable







Drilling with casing: Six rows of casings are arranged on the side of the measured chamber, in which row spacing between the first row and second row is 0.5 m, another row spacing between the third–fifth rows is 0.8 m, and the spacing of all casings is 1.0 m. At the same time, the spacing of the lower span-reducing casing is 1.0 m. Three rows of casings are arranged on the side of the contact tunnel leading to the main shaft. Row spacing between the first row and the second row is 0.5 m, another row spacing between the second row and the third row is 0.8 m, and the spacing of all casings is 2.0 m. First of all, casings on the side of the measured chamber are constructed, followed by casings on the side of the contact tunnel leading to the main shaft.



Prestressed cable: six φ15.24 mm cables are inserted into one casing to form the beam of the cables. Finally, a double-sided suspension structure with stayed cables is formed. The design length of the anchoring section is 7–8 m. The designed pretension of the cable at the center of the main ore pass is 600 kN.



	c.

	
Controllable grouting of C–S grout







Grout vent arrangement: The spacing between grout vents is 30 cm in the casing body with a plum-shaped arrangement along the length of the casing.



Grout characteristics: In order to ensure effective grouting for the entire plugging area and continuous use of the main ore pass below the −340.770 m level after the ore pass is emptied out, C–S grout is used to make a controllable grouting for loose rock mass. The setting time of the C–S grout used is 140 s and 200 s, respectively.




4.3. Effect


The construction of the main ore pass of the Xingshan Iron Mine started on 1 December 2015 and was completed on 13 January 2016. The use of the main ore pass was recovered on 14 January. The construction time was 43 days, and construction was completed seven days early.



It can be seen from Figure 13 that after waste rocks below the plugging structure are lowered, the incline of the ore pass is immediately exposed and the plugging structure is kept stable. It indicates that the overall design and construction fully meet the requirements of use, waste rocks are lowered once, and the lower part below the main ore pass is not blocked. Within three months after the engineering is completed, persistent data monitoring of cable load sensors show that the entire plugging structure is stable (Figure 14).


Figure 13. Plugging effect of the main ore pass: (a) Whole picture of plugging engineering; (b) Before and after ore lowering in the incline ore pass.
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Figure 14. Tension-time curve of monitoring cable.
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In summary, for the plugging technology used in the extensively collapsed ore pass in the non-empty condition, the entire design and construction is scientific and reasonable, which has met the use requirements for the main ore pass and achieved the expected effects.





5. Conclusions


This paper presents a structure-plugging system and its key technology integration for the extensively collapsed long ore pass, and introduces an application case. Some meaningful conclusions have been obtained and are summarized as follows:

	
Aiming at a relatively difficult problem such as plugging for the extensively collapsed long ore pass, some simple fundamentals in our daily life such as plug effect, suspension effect, arch effect, and span-reducing effect are ingeniously combined together and used for the design of the plugging structure. It can be seen that one of the above effects plays a role of little importance in the plugging design; however, the combination of the above effects shows great power to solve extraordinary difficulty.



	
A new composite bar combined casing with prestressed cable is created and used in the permanent plugging structure, which includes a series of improvements such as holes and grout vents in the casing body. Meanwhile, an attempt that uses C–S grout for loose rock mass has been finished successfully, in which diffusion characteristics of the C–S grout and grouting method are elaborated in detail.



	
Although this structure-plugging system and its key technology has been used successfully in the case of the Xingshan Iron Mine in China, whether the design concept is optimized is still worthy of discussing. Hang-up phenomena often happen in many large ore passes, and this situation seems to occur easily and frequently because several blocks could remain stable enough to bear vertical pressure for a long time. So, some considerations and efforts should be gradually taken and optimized to near the hang-up state in the plugging design in the future.
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