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Materials and Methods  

The mouse femur was sourced from the University of Manchester osteological reference collection. 

These are skeletons from cadavers collected in the wild from individuals that have died of natural 

causes and are used for osteological teaching. The individual chosen was recently collected, adult and 

with no signs of pathology. 

 


