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Figure S1. Fluorescent images of MC3T3-E1 pre-osteoblasts grown on commercial HA, marble- and 
seashell-derived ceramics for 3 h (a) and 24 h (b) respectively. Red fluorescence: actin cytoskeleton; 
Green fluorescence: vinculin signals. Scale bar: 50 µm. 

  
 


