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Table S1. Parameters used for laser processing 

    Laser processing parameters 
Wavelength λ (nm) 1026 
Pulse duration τ (fs) 170 
Repetition rate f (kHz) 1 
Focus diameter 2wo (μm)  100-110 
Line separation Δy (μm) 20 
Scan velocity vx (mm/s) 0.5 
Laser fluence (J/cm2) 0.73 
Laser power (mW) 170 
 

ESI Figure 2. EDS spectra of the clean untreated steel surface (flat area) 

 


