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Supplementary Figure S1. Representative rheological curves of temperature-dependent sol-gel transition of autoclaved 
chitosan with sterile filtered β-glycerophosphate (CS-βGP; molar ratio 1:4.88). Measurement of the storage modulus (G’) 
and loss modulus (G’’) during a temperature range. 


