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Abstract:

 In railways Ground Penetrating Radar (GPR) studies, the evaluation of materials dielectric properties is critical as they are sensitive to water content, to petrographic type of aggregates and to fouling condition of the ballast. Under the load traffic, maintenance actions and climatic effects, ballast condition change due to aggregate breakdown and to subgrade soils pumping, mainly on existing lines with no sub ballast layer. The main purpose of this study was to validate, under controlled conditions, the dielectric values of materials used in Portuguese railways, in order to improve the GPR interpretation using commercial software and consequently the management maintenance planning. Different materials were tested and a broad range of in situ conditions were simulated in laboratory, in physical models. GPR tests were performed with five antennas with frequencies between 400 and 1800 MHz. The variation of the dielectric properties was measured, and the range of values that can be obtained for different material condition was defined. Additionally, in situ GPR measurements and test pits were performed for validation of the dielectric constant of clean ballast. The results obtained are analyzed and the main conclusions are presented herein.
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1. Introduction

In the last decades, railways have been subjected to a fast development in terms of traffic speeds and axle loads. On the other hand, the requirements of passengers comfort and safety have to be maintained at high levels and the environmental demands have to be fulfilled [1]. In particular, higher traffic speeds result in an increase of the dynamic effects during operation, and consequently lead to a faster degradation of the track. Also, climatic changes enable increased track deterioration. These aspects result in a worse track performance, that can also influence other railway components, and it can increase the risk of derailment.

Monitoring actions are usually performed by using track inspection vehicles [2,3]. They enable the evaluation of track condition and the detection of geometric defects, which are corrected later on, if needed. They present the main advantages of inducing the similar dynamic loads as regular trains, measuring at the traffic speed and also of performing the track assessment in a continuous way, without traffic interdictions. Currently in Portugal it is used a self-propelled inspection vehicle, a Plasser and Theurer EM-120, running at a maximum speed of 120 km/h. The vehicle allows the evaluation of all track geometric parameters using an inertial system, rail profile wear and corrugation with independent laser systems, catenary static geometric parameters and also track gauge with a laser system. Measurements of the short-wave defects of the track (<1 m) are also performed occasionally in the Portuguese network. Anyway, aforementioned procedure does not detect the real causes of a rail level deficiency, which can be caused by the presence of ballast pockets, fouled ballast, poor drainage, subgrade settlements and transitions problems [4–8]. Therefore, an important factor for maintenance decision is the substructure condition assessment. With this aim, suitable techniques have to be chosen. Non-destructive tests represent an efficient monitoring tool, as they allow to evaluate infrastructure characteristics in a continuous or quasi-continuous way, saving time and costs. For example equipment that are used successfully for pavements evaluation, such as Ground Penetrating Radar (GPR) and Falling Weight Deflectometer (FWD), can be used also for railway evaluation [9,10].

In the last years, the development of new GPR systems with higher antenna frequencies, better data acquisition systems, more user friendly software and new algorithms for calculation of materials properties have been leading to more generalized use of GPR also for railways. In some countries, GPR tests have been performed along tracks with the aim of detecting zones with problems in both ballast and subsoil layers. First results have shown that GPR is a reliable technique to assess track geometry problems and consequently to improve maintenance planning [11–16].

In particular, with the aim of improving GPR data analysis through an appropriate interpretation, reliable information of dielectric properties of tested materials is required. These characteristics affect GPR signal propagation, reflection and data resolution; therefore, it is important to study which factors influence the dielectric constants and in which degree. Then, a proper calibration phase is always required, namely by performing in situ tests pits and laboratory tests.

In particular, laboratory tests for determining the dielectric properties of infrastructure materials have been performed along several years in different countries, as materials used in the infrastructure are different for different design procedures [17–24].

In this paper, an extensive experimental work was done for the assessment of dielectric properties in laboratory for railway infrastructures materials and their sensitivity to different conditions, in terms of both water content and fouling level, with GPR antennas of five different frequencies. Also, results are presented of a railtrack survey including GPR measurements with 400 MHz antenna and in situ test pits done aiming to validate the laboratory results.

This information can contribute for a better interpretation of GPR measurements performed on Portuguese railways.



2. Case Studies


2.1. Introduction

In Portugal, railway monitoring is performed by using Plasser and Theurer EM-120 track inspection. This equipment is able to assess track performance by detecting geometric defects, among other parameters, but does not enable the identification of their causes. For a better railway evaluation at network level and in order to develop an efficient maintenance policy, the National Railway Administration (REFER) acquired three GPR antennas, of 400 MHz, produced by Ingegneria dei Sistemi (IDS). As consequence, a research project between REFER and National Laboratory for Civil Engineering (LNEC) is ongoing aiming at improving the data interpretation process and the calibration of the default values, generally used for GPR interpretation in commercial software, to realistic values of materials used in Portuguese railways, in different in situ condition.

In order to improve the data interpretation for the antennas recently acquired by REFER and the GPR applicability for the Portuguese railways condition, dedicated laboratory tests were carried out on railway materials. In particular, the aim was to determine their dielectric properties and their sensitivity to water content and fouling level.

LNEC’s experience in laboratory for materials characterization with GPR began 15 years ago, when GPR tests were performed for the first time on Portuguese railways [18,20]. Therefore, beside the recently acquired antenna all the laboratory tests were performed also with four other antennas of frequencies between 500 and 1800 MHz, generally used for railways and pavement evaluation at LNEC.



2.2. Physical Models

Several GPR laboratory tests were performed in order to measure the dielectric constant values of the railway materials and their sensitivity to water content, fouling level and antennas frequencies.

Two materials and mixtures of them in different proportion, simulating a third material, were characterized in laboratory according to the required specifications. The materials are:


	▪ a clean granite ballast;


	▪ a silt soil;


	▪ a fouled ballast, as a mixture of the first two.




The most recently developed index, proposed in literature, was considered for fouling simulation, namely the “Relative Ballast Fouling Ratio” (Rb-f) [21]. It represents the ratio between solid volume of the ballast particles (passing a 9.5 mm sieve) and ballast particles (retained on a 9.5 mm sieve).

For the construction of the physical models, different boxes and two hand compactors were used, one lighter and one heavier, respectively.

Before laying the materials into the boxes, aluminum sheets were placed at the bottom of the boxes with the aim of improving the detection of the bottom reflection of the physical model by obtaining a high reflection amplitude, as metal is an ideal reflector, and for enabling a better GPR analysis (Figure 1).

Figure 1. Physical models set up and dimensions: (a) ballast; (b) soil; (c) fouled ballast.
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For the granite clean ballast, after its characterization in laboratory, a final thickness of 40 cm was constructed in physical model, as for high speed lines ballast thickness generally varies between 30 and 40 cm. For this scope, the ballast was oven dried up to constant weight and then it was laid into a plastic box of 1.10 × 0.94 × 0.47 m3 and compacted. In order to obtain a high level of compaction, the physical sample was constructed by compacting four sub-layers of 10 cm each, during about 15 min per sub-layer, and obtaining a final thickness of 38.8 cm.

The silt soil was tested in a plastic box of 0.53 × 0.41 × 0.40 m3. As one of the scopes of these tests was to study the sensitivity of the dielectric constant to water presence, four water content values were simulated in laboratory (6%; 8%; 10% and 12%), in particular two lower and two higher than the optimum value (8.4%), that was previously determined. Before placing the material into the box, the soil was put on metal trays, and water was added in the corresponding amount and mixed with soil thoroughly in order to obtain homogeneity. For each water content value simulated in laboratory, a physical model was set up. In order to obtain a final thickness of about 30 cm, five sub-layers of 6 cm were compacted for 6 min each. After each sub-layer construction, the surface of the sub-layer was grooved for avoiding the detection of different inner sub-layers interfaces with GPR. Also, for verifying the water content at the end of each model construction, measurements using a nuclear density gauge (Troxler) were performed and, at the end of the GPR tests, a sand-cone density test was made for each physical model. These tests have provided information on the compaction of the samples.

The physical model of the fouled ballast was constructed in a wooden box with a volume of 0.50 × 0.75 × 0.52 m3. Five fouling levels, Rb-f values, were chosen to be simulated during tests, namely the average value of each fouling range, as shown in Table 1. Also in this case, four water content values were adopted for the silt soil (6%, 8%, 10% and 12%) used to simulate the fouling of the ballast, except for the first fouling level (Index 1). In fact, in this case, only 8.4% water content was simulated, as the quantity of added soil was very small and a variation of water content would have almost no effect on the dielectric properties. For the other four models, fouled ballast was compacted with 6% of water, previously mixed with the fine soil on metal trays, and then added to ballast. For saving time, the higher water content values were obtained by adding water to the finished model.

Table 1. Fouling levels chosen for laboratory tests.


	Category
	Rb-f (%)
	Laboratory Fouling Index (%)





	Clean ballast
	<2
	1



	Moderately clean ballast
	2–10
	6



	Moderately fouled ballast
	10–20
	15



	Fouled ballast
	20–50
	35



	Highly fouled ballast
	≥50
	55








For compaction, four sub-layers of 7.5 cm were compacted during 10 min each, obtaining a final thickness of 30 cm. In the case of Index 55, the volume of the mixture was higher, and also the compaction time (12 min), than the previous cases due to a higher fine content. In this case a 35.7 cm final thickness was obtained.

A synthesis of the case studies is presented in Table 2.


Table 2. Case studies.



	
Case Studies

	
Material Condition




	






	
Fouling Index

	
Water Content w (%)






	
Clean ballast

	
-

	
Dry, wet, saturated and dried in time




	






	
Soil

	
-

	
6%, 8%, 10% and 12%




	






	
Fouled Ballast

	
1

	
8.4%




	
6

	
6%, 8%, 10% and 12%




	
15

	
6%, 8%, 10% and 12%




	
35

	
6%, 8%, 10% and 12%




	
55

	
6%, 8%, 10% and 12%











2.3. GPR Equipment Used

Three different GPR systems, in terms of types of antennas, were used for the present research (Figure 2).

Figure 2. Examples of the Ground Penetrating Radar (GPR) antennas placement during tests: (a) 500 MHz survey on dry ballast, ground-coupled; (b) 900 MHz survey on saturated ballast, ground-coupled; (c) 1.8 GHz GSSI survey on fine soil, air-coupled; (d) 1 GHz GSSI survey on fine soil, air-coupled and (e) 400 MHz IDS survey on fouled ballast, air-coupled.
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The first system was composed by two pair of GSSI air-coupled antennas, a transmitter and a receiver, with 1 GHz and 1.8 GHz of frequency and a SIR 20 two channel control unit. Antennas were suspended in order to provide the correct configuration, typical for this type of antennas. Thus, they were mounted at about 45 cm above the tested material surface.

The second system was composed by two GSSI ground-coupled antennas of 500 MHz and 900 MHz frequency and a SIR 10H control unit.

The third system was an “Ingegneria de Sistemi” (IDS) antenna with a frequency of 400 MHz, that is the one used for Portuguese railway monitoring and it is composed by a dedicated four channel antenna control unit (CU SRS). Antenna configuration, in terms of orientation and elevation, was studied. For the verification of the influence of the orientation on the material surface (x-y), the antenna was placed in two different positions, rotated of 90°, and it was evaluated to be indifferent for the boxes used in this study. For the elevation, different heights were tested in order to better detect the reflected signal. So, in order to simulate a ground-coupled position, the antenna was placed directly on the surface; and for a suspended position, similar to in situ measurement configuration, the antenna was suspended above the surface, at about 30 cm. For the boundary condition verification, tests were performed before the construction of the models, by measuring the signal with metal plate next to the box walls. No significant interferences were noticed.

For each test performed with suspended antennas, three different measurements were made in order to improve the detection of the top and of the bottom of the material layer.

Initially, a large metal plate was placed on the surface of the specimens and the reflected wave was recorded. This is a typical procedure for air-coupled antennas calibration. In the second test, a smaller metal plate was used, in order to detect both the top and the bottom reflections for the material tested. The third measurement was done following the in situ measurement procedure, with no metal plate at the top of the sample.



2.4. Troubleshooting of Interpretation

One of the difficulties during the data interpretation was to identify the ballast surface signal, so called definition of “zero” level, in the ground-coupled antennas signal, mainly regarding the IDS antenna. In in situ GPR surveys, zero level corresponds to the ballast surface. In this laboratory study, its detection was different depending on the GPR system. For air-coupled GSSI antennas, the maximum positive reflection was picked as zero level. For ground-coupled antennas, GSSI and IDS, zero was considered as coincident with the direct wave coupling. In the case of IDS suspended antenna there were difficulties in identifying clearly the surface reflection. Therefore, based on recommendations of the producers, and together with them, a new methodology was established for the zero definition and an accurate data interpretation (Figure 3). The methodology is described herein:

Figure 3. IDS surface level identification through calculation.
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	▪ coupling time (Tx-Rx) was measured (tC);


	▪ knowing the antenna elevation from surface, the wave travel time in the air was measured (tA) using the air dielectric constant;


	▪ zero level (S) was given by the sum of both terms:



[image: there is no content]



(1)







Also, in the case of IDS suspended antenna, several multiple reflections were noticed in the file and this fact turned difficult to detect the bottom reflection. However, this was solved through to the comparison with data of IDS antenna in ground–coupled mode, for which, bottom reflection was definitely clearer.

Once established the zero level, the dielectric constant values were determined based on the material thickness, that was known, and the wave travel time (ns) from the surface to the bottom of the studied material (Figure 4) using Equation (2):

Figure 4. Scheme of interpretation.
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(2)




where:

	▪ ɛr is the relative dielectric constant;


	▪ c is the wave velocity in the free space (3 × 108 m/s);


	▪ t is the travel time;


	▪ h is the layer thickness.







3. Analysis and Discussion of the Laboratorial Results


3.1. Clean Ballast

For the clean ballast, many GPR surveys were performed in consecutive steps, namely from dry to saturated conditions passing through wet condition and then returning to dry condition. As example, part of the different GPR responses for the simulated ballast conditions are shown in Figure 5. Changes in time response are clearly visible due to the presence of water, mainly in saturated conditions.

Figure 5. GPR signal for different ballast conditions and antennas: (a) 1 GHz GSSI (b) 400 MHz suspended IDS.
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After GPR surveys in dry condition (day 1 in Figure 6), namely after that the material had been oven dried, water was added simulating a rainy event (wet condition, the lower values of day 2, in Figure 6). Then, for the saturated conditions, the box was filled with water up to the surface. GPR surveys were performed immediately after filling with water (the higher values of day 2 in Figure 6) and, for saturated condition, after 48 h (day 4 in Figure 6), when no more variation in weight was registed for the ballast particles. In the last testing phase, after the water had been removed, GPR tests were carried out every day at about the same hour (days 5 to 10 in Figure 6), until dielectric constant value was equal to the one measured initially, for dry condition. For each phase, all of antennas were used and installed according to their system.

Figure 6. Dielectric constant values of ballast material for different conditions and different antennas.
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As expected, there is an increase of dielectric constant values with water content (Figure 6), as has been found by other authors [17,22]. It can be notice that after the water removal, there is a quick decrease in the dielectric constants, reaching values similar to dry condition.

Comparing the five systems, in general, a definite trend among GSSI antennas occurs: the higher the frequency, the higher the dielectric values. In particular, for 1 GHz and 1.8 GHz antennas results are almost similar. On the other hand, IDS antenna shows higher values comparing the others, even more when it is suspended.

Generally, the values of dielectric constants are above 25 for saturated condition.

For granite dry clean ballast, the dielectric constant values that were obtained for different antennas are of 4.1 for IDS antenna and between 2 and 3.1 for the GSSI antennas. These are the values that should be considered as reference during interpretation of future tests. Nevertheless, in situ they can be higher than those obtained in laboratory tests, due to the normal deterioration of ballast and presence of more fine particles. In the next section, an in situ measurement is presented that aimed to validate the values for clean granite ballast for IDS antennas measurements, in a railway track under operation.



3.2. Fine Soil

For the fine soil, and for each water content value, more than one GPR survey was performed for obtaining a better reliability of results, generally once or twice a day.

In general, for each antenna, the dielectric constant value increases with the water content (Figure 7), as presented by other authors [19]. For the values obtained close to the optimum water content (8.4%) the dielectric constant is higher than the value that corresponds to the quasi-linear observed tendency. This can be due to the fact that maximum compaction is achieved with this water content, so this can explain a higher density and, consequently, higher dielectric constant.

Figure 7. Dielectric constant values of fine soil variation with water content variation.
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Also in this case, IDS antenna shows values higher than the ones obtained with 1 GHz and 1.8 GHz GSSI antennas that present very similar values. The difference between the values obtained with IDS and GSSI antennas increases with the increase of water content. Regarding GSSI low frequencies antennas, no results are presented herein, as during the measurements the acquisition system failed and had to be changed, resulting in some errors in the gain window location of the test files. Ajustments were performed and for the following tests there were no problems.

As a conclusion, one can say that for the fine silt soil, for lower water content, less than 6%, the dielectric constant values are around 9 for IDS and 8 for GSSI, and they increase gradually with the increase in water content so, for water content above 12%, the values are around 18 for IDS and 15 for GSSI.



3.3. Fouled Ballast

For Index 1, two GPR measurements were carried out with all antennas: the first one immediately after the model construction and the second one after 72 h. Dielectric constant values are quite similar to the ones obtained for clean granite ballast.

For indexes 6, 15 and 35, two GPR measurements were performed for each water content, namely one after the construction (6%) or the addition of water (8%, 10%, 12%), and the other one two hours after, in order to enable the water penetration and to create a homogenous mixture. In the case of Index 55, GPR surveys were performed passed two hours after the construction and then two hours after each addition of water. In addition, at the end of the four water content study, more water was added for simulating soaked conditions. After that, the fouled ballast was left to air-dry. In this case, more GPR surveys were performed [24].

Wave amplitude changes with ballast fouling conditions are represented in Figure 8. It can be observed that for low fouled ballast the amplitude is higher than for the high fouled ballast; this is due to the presence of fine soil and therefore, a higher conductivity, that causes a faster GPR signal energy dissipation. The surface reflection is higher in the case of high fouled ballast, Figure 8b, due to the increased difference in dielectric constant between air and specimen surface, very closed in the second case due to the voids filled with soil.

Figure 8. Reflection wave amplitude comparison for 1 GHz antenna: (a) low fouled ballast and (b) high fouled ballast.
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In Figure 9 the variation of dielectric constant values for IDS suspended antenna is represented for all the combinations of fouled material tested. It was observed that the fouling condition influences significantly the dielectric values of the ballast. As example, for IDS suspended antenna a dielectric constant values increment of about 80% is obtained by passing from a moderately fouled ballast (Rb-f = 6) to a highly fouled ballast (Rb-f = 55) for the maximum water content value (12%), while a variation of about 28% is resulted from the minimum water content value (6%) to the maximum one (w = 12%) for the highest fouled ballast. In fact, the higher the level of fouling, the higher is the trapped water and consequently the dielectric constant will be higher. Comparing the different GPR systems, IDS suspended antenna has shown higher values in both cases, indicating therefore a major sensibility to ballast condition changes, reflected in a major dielectric constant values variation.

Figure 9. Dielectric constant values variation with water content for four ballast fouling levels.
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The average and the coefficient of variation values obtained during the tests performed on fouled ballast are resumed in Tables 3 and 4. Those values increase with the fouling index and with water content.


Table 3. Dielectric constant values variation with fouling index for w between 6% and 12%.



	
FI

	
6

	
15

	
35

	
55




	



	



	



	






	
AV

	
CV

	
AV

	
CV

	
AV

	
CV

	
AV

	
CV






	
400 MHz IDS S

	
5.09

	
0.02

	
6.00

	
0.06

	
7.93

	
0.07

	
8.49

	
0.10




	
400 MHz IDS G

	
5.42

	
0.06

	
6.60

	
0.05

	
7.66

	
0.09

	
8.41

	
0.10




	
500 MHz GSSI

	
2.63

	
0.02

	
3.23

	
0.04

	
3.99

	
0.09

	
4.74

	
0.13




	
900 MHz GSSI

	
3.02

	
0.04

	
3.68

	
0.07

	
4.78

	
0.12

	
5.57

	
0.13




	
1.0 GHz GSSI

	
3.58

	
0.02

	
4.40

	
0.05

	
5.61

	
0.09

	
6.55

	
0.11




	
1.8 GHz GSSI

	
3.57

	
0.03

	
4.41

	
0.05

	
5.67

	
0.09

	
6.57

	
0.11






where: FI is the fouling index; S antenna in suspended position;G antenna in ground-coupled position; AV is the average value; CV is the coefficient of variation value.





Table 4. Dielectric constant values variation with w% for fouling index between 6 and 55.



	
w %

	
6

	
8

	
10

	
12




	



	



	



	






	
AV

	
CV

	
AV

	
CV

	
AV

	
CV

	
AV

	
CV






	
400 MHz IDS S

	
6.22

	
0.17

	
6.72

	
0.18

	
7.20

	
0.22

	
7.36

	
0.24




	
400 MHz IDS G

	
6.28

	
0.13

	
6.74

	
0.15

	
7.34

	
0.17

	
7.73

	
0.18




	
500 MHz GSSI

	
3.31

	
0.17

	
3.47

	
0.18

	
3.74

	
0.23

	
4.07

	
0.28




	
900 MHz GSSI

	
3.75

	
0.20

	
4.00

	
0.20

	
4.46

	
0.24

	
4.84

	
0.27




	
1.0 GHz GSSI

	
4.56

	
0.18

	
4.82

	
0.21

	
5.18

	
0.24

	
5.58

	
0.27




	
1.8 GHz GSSI

	
4.58

	
0.19

	
4.85

	
0.21

	
5.20

	
0.24

	
5.58

	
0.27






where: w % is the water content and the other symbols are same as Table 3.




In order to define a range of variation of dielectric constants, expected to be found on future railway surveys, Table 5 reports minimum (Index 6; w = 6%) and maximum (Index 55; w = 12%) values obtained for each antenna, for fouled ballast in different condition of water content and fouling.

Table 5. Dielectric constant values (ɛ) range: minimum (Index 6; w = 6%) and maximum (Index 55; w = 12%).







	
	ɛ min
	ɛ max





	400 MHz IDS ground-coupled
	5.0
	9.5



	400 MHz IDS suspended
	4.9
	9.5



	500 MHz GSSI
	2.6
	5.7



	900 MHz GSSI
	2.8
	6.6



	1.0 GHz GSSI
	3.5
	7.6



	1.8 GHZ GSSI
	3.4
	7.6











4. In Situ Validation for Clean Ballast through Test Pits

In order to verify the dielectric constant value of in situ granite clean ballast a railtrack survey was performed with EM 120 (Figure 10) on an existing line that was recently re-ballasted. During this survey measurements using IDS 400 MHz antenna were done and twelve test pits were performed between sleepers. The thickness measurements between rails were taken into account for calibration. The track structure consists on granite ballast overlaying the soil, without any sub ballast layer. The initial limestone ballast was replaced with granite ballast. Some pits presented a certain fouling level, due probably to the fact that during ballast renewal, the existing layer was not completely removed from the track, as it can be observed in Figure 10. Anyway, only measurements of clean ballast thickness were done in order to validate the dielectric constants evaluated in the laboratory tests.

Figure 10. EM 120 with IDS antennas and layer thickness measurement on test pit.
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Dielectric constant values were calculated for clean ballast (Figure 11). It should be mentioned that the values obtained in situ are similar to the ones determined in laboratory tests, namely an average dielectric constant of 4.8 was measured. This slightly higher value can be due to the presence of old limestone ballast that affects the dielectric constant. The main problem for the test pits performed on exiting line in presence of old fouled layers is the real thicknesses measurement, due to a gradual passage from clean to fouled conditions.

Figure 11. Dielectric constant values for granite clean ballast.
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5. Conclusions

For GPR railways studies, the knowledge of dielectric constant represents a crucial aspect for obtaining good results in terms of ballast thickness and high quality surveys. In order to improve the GPR interpretation, several laboratory tests were performed at LNEC and the main results are presented and analyzed in this paper.

Three materials were considered: a granite clean ballast, a silt soil and a mixture of them in order to recreating the fouling condition of the ballast. Five fouling levels were simulated, by taking into account the Relative Ballast Fouling Ratio, and different water contents were also reproduced. Five GPR systems were used in order to compare their responses: IDS antenna, used during railway surveys in Portugal, and LNEC’s GSSI ground-coupled and air-coupled antennas.

For clean ballast, as expected, dielectric constant values change with water content and a great variation was obtained for saturated and partially saturated conditions. As example, for IDS suspended antenna, the values increase from about 4 (dry condition) to 30 (saturated).

For fine soil, values have shown a linear increment of dielectric constant with the water content, for each GPR system.

For the fouling ballast, results have shown a linear increment for both fouling levels and water content variation, in different proportion: dielectric properties are more affected by fouling variation than water content. However it should be noted that the water content was changed only between 6% and 12%.

IDS antenna has always shown higher values, even more in suspended position, comparing with the GSSI antennas. The difference, taking into account that the frequencies of IDS antenna and GSSI 500 MHz antenna are very similar, it can be caused by the antenna configuration due to different manufacturers. For the GSSI antennas, it can be observed that the higher the frequency the higher dielectric constant values. GSSI air-coupled antennas have confirmed more similar results than other antennas that can be due to their higher frequency. It should be highlighted that the use of default dielectric constants has to be made with caution as the responses of different brands antennas are distinct.

For in situ validation the dielectric constant for clean ballast is consistent with the values obtained in laboratory. The main problem for fouling layers evaluation is the presence of other materials, such as old limestone ballast that increases the dielectric constant of the material.

Therefore, for railways, the knowledge of dielectric constant values represents a crucial aspect for obtaining good results in terms of ballast thickness and high quality surveys. On the other hand, detection of fouling and water conditions still represents a challenge for GPR railways surveys.

As future developments, the use of more advanced processing techniques, as inversion or scattering analysis may improve the evaluation of the influence of water content and fouling level on the dielectric constant. Even more, numerical modeling can contribute to generalize the results obtained.
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