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Table S1. Comparison of particle surface charge magnitude for particles from two providers: 
Invitrogen and Magsphere. 

Diameter (µm) Provider Charge (meq/g) Surface Functionalization 
0.1 Magsphere 0.0680 Carboxyl 
0.1 Invitrogen 0.2839 Carboxyl 

0.29 Magsphere 0.0360 Carboxyl 
0.2 Invitrogen 0.5180 Carboxyl 
0.5 Magsphere 0.0260 Carboxyl 
0.5 Invitrogen 0.3156 Carboxyl 
1.0 Magsphere 0.0220 Carboxyl 
1.0 Invitrogen 0.1826 Carboxyl 

 


