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Abstract

:

Photochemical cathodic protection (PEC) efficiency was enhanced by doping TiO2 with Cu (Cu/TiO2) through impregnation and reduction under hydrogen. The Cu loading was vaired from 0.1 to 1.0 mol% (0.1 Cu/TiO2, 0.5 Cu/TiO2, 1 Cu/TiO2). Then, up to 50 wt% Cu/TiO2 was mixed with TiO2 to form nanocomposite films. The film photocurrent and photopotential were measured under 1 mW/cm2 UV irradiation. The Cu/TiO2 film with 10 wt% of 0.5 Cu/TiO2 exhibited the highest photocurrent of 29.0 mA/g, which was three times higher than the TiO2 film. The underlying reason for the high photocurrent was the lower photopotential of film than the corrosion potential of copper for PEC. This film was also applied on copper terminal lug for anti-corrosion measurement by Tafel polarization in 3.5 wt% NaCl solution. The results showed that the photopotential of terminal lug coated with the film was −0.252 V vs. Ag/AgCl, which was lower than the corrosion potential of copper (−0.222 V vs. Ag/AgCl). Furthermore, the film can protect the corrosion of copper in the dark with 86.7% lower corrosion current (icorr) than that of bare copper.
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1. Introduction


Copper has been playing a vital part in many aspects in this modern world, e.g., renewable energy, conductive materials, and construction materials, owing to its promising electronic, thermal, mechanical, and chemical properties. Global demand of copper was projected to be 36 million metric tons with $261 billion market size in 2019 [1]. However, copper can be easily corroded, especially in the current rapid change in the environment [2].



Commonly known corrosion prevention methods include using electrical current and installing a sacrificial or non-sacrificial anode. The techniques inherit a few disadvantages, like cost of electricity and periodical maintenance. Photoelectrochemical cathodic protection (PEC) has emerged as a viable candidate for metal protection and has been considered as a green and non-polluting scarified anode. The principle of PEC is to provide photo-generated electrons to compensate the loss of electrons in a protected metal, which retains the potential to be lower than its corrosion potential. Specific semiconductors have been used as a non-sacrificial anode. They must generate photo-excited electrons under appropriate light. Their conduction band must be lower than the corrosion potential of protected metal. The photo-excited holes must oxidize a hole-trapping agent in like water to inhibit the e--hole recombination. Last but not least, the semiconductors must be stable [3].



One of outstanding materials for PEC is titanium dioxide (TiO2) owing to high chemical resistance and bandgap energy that is sufficiently wide to initiate an oxidation of water; however, TiO2 can only be activated by the UV light, which is only 5% in the solar energy distribution [4]. A good example of using TiO2 in the PEC is to prevent corrosion of 304-stainless steel in 300 ppb H2O2 aqueous solution. By coating the steel with TiO2 film, the photopotential of the coated surface under 17 mW/cm2 UV intensity was at 0.168 V vs. SHE, which was lower than that of bare 304-stainless steel (0.184 V vs. SHE). Moreover, the corrosion current was decreased to 79% of the corrosion current of bare 304-stainless steel [5].



Another advantage of using TiO2 in the PEC is the harvesting ability of TiO2. The light harvesting efficiency of TiO2 can be improved by reduction of the energy bandgap to extend the range of appropriate light and to suppress e--hole recombination to increase photo-excited electron production. TiO2 particles doped with 5–15 mol% Cu were reported to have a higher photocurrent than pristine TiO2 under a solar simulator. The 5 mol% Cu-doped TiO2 particles exhibited the maximum photocurrent, 0.16 mA, under 100 mW/cm2 solar radiation intensity. Thus, Cu-doped TiO2 is a good candidate for photodiode and photodetector application [6]. Up to today, Cu-doped TiO2 has not been used as a coating material for anti-corrosion by PEC.



The aim of this study was then to synthesize Cu-doped TiO2 particles with superior photocurrent to pristine TiO2. The particles were then mixed with TiO2 to form nanocomposite films. The nanocomposite films were assembled for photoelectrochemical cathodic anti-corrosion of copper terminal lug in the marine condition.




2. Results and Discussion


Figure 1 shows XRD of Cu/TiO2 with different Cu loadings. The diffraction peaks of pristine TiO2 are in accordance with the standard structure of the anatase and rutile (JCPDS 21-1272 and JCPDS 21-1276, respectively). The diffraction patterns of TiO2 doped with Cu in the range of 0.1–1 mol% are the same as the pristine TiO2. However, the higher the Cu content, the lower the diffraction peak intensity, implying the lower crystallinity of Cu/TiO2. Moreover, the main diffraction peaks of both anatase and rutile are shifted towards lower angles, as shown in the insertion No. 1 and No. 2, respectively. The evidence emphasizes the successful substitution of Cu atoms into the TiO2 lattice, accordingly [7,8].



First, the as-prepared Cu/TiO2 particles were fabricated as a film on ITO glass. Photocurrent and photopotential of Cu/TiO2 films were examined with 1 mW/cm2 UV intensity, and the results are shown in Figure 2. It is evidence that the photocurrent of Cu/TiO2 films is higher than that of pristine TiO2 film. This implies that the Cu/TiO2 films could effectively supply photo-excited electrons in order to protect metal from corrosion better than the pristine TiO2 film. In addition, the photocurrent increases with the increase in the Cu doping. However, when the Cu content is greater than 0.5 mol%, the photocurrent decreases. This could be the result from the excess loading of Cu(NO3)2 in the TiO2 particles that could not be totally reduced. It is worth noting that the presence of copper in the TiO2 particles results in higher photocurrent, substantiating the interaction between copper and TiO2. However, the reduced Cu(NO3)2 particles do not have any photocurrent. This similar evidence was also previously reported [8].



Whether the Cu/TiO2 film is a potential anti-corrosion material lies in its photo potential that should be lower than the corrosion potential of copper metal (Ecorr = −0.222 V vs. Ag/AgCl). With this specific property, the photo-excited electrons could then be transferred to the metal in order to compensate the loss of electrons under corrosive environment. However, the results show that the photopotential of Cu/TiO2 films is higher than the corrosion potential of copper metal. In addition, the higher loading of Cu in the Cu/TiO2 film exhibits higher photopotential because of the coexistence of Cu from the reduction of Cu(NO3)2. An appropriate film with lower photopotential than corrosion potential and, at the same time, with higher photocurrent than the pristine TiO2 particles is needed. To achieve that, a material with lower potential such as TiO2 is then incorporated to form nanocomposite film with different Cu/TiO2:TiO2 weight ratio.



The morphologies of 0.5 Cu/TiO210 and 1 Cu/TiO250 composite films are illustrated in Figure 3. It can be seen that the existence of spherical nanoparticles with a diameter up to 30 nm in the porous composite films (Figure 3E,G,I,K) is similar to the morphology of TiO2 film (Figure 3A). These nanoparticles should be the TiO2 particles due to the major elements of particles are Ti and O in the appropriate stoichiometric ratio of TiO2, as shown in Table 1. Moreover, the particle size of nanoparticles is in accordance with the particle size of Degussa P25 ( ~ 21 nm). Surprisingly, the larger spherical particles with the diameter up to 800 nm only exist in the composite films (area d in Figure 3E, area f in Figure 3G, area h in Figure 3I, and area j in Figure 3K), whereas the large spherical particles are not in the TiO2 film (Figure 3A). It might be the agglomeration of Cu/TiO2 particles containing in the film. The EDX measurement further substantiates the above hypothesis. The composition of element in the nanocomposite films is shown in Table 1.



It can be seen that the Cu/Ti molar ratio of the large spherical particles in the 1 Cu/TiO250 film (area h in Figure 3I and area j in Figure 3K) is 0.15, which is 1.5 times larger than that in the porous area (area g in Figure 3I and area i in Figure 3K). This indicates the possibility of the formation of Cu/TiO2 particles. It should be noted that although the Cu/Ti molar ratio of the porous area (area g in Figure 3I and area i in Figure 3K) is larger than that of the TiO2 film, the possibility of hidden Cu/TiO2 under the porous area might be the reason. Furthermore, the measured Cu/Ti molar ratio is greater than the prepared Cu/Ti mole ratio, which might be caused by sintering of Cu nanoparticles during the reduction in H2 atmosphere at 400 °C [9]. However, the difference of the Cu/Ti mole ratio in the areas c and d in Figure 3E cannot be observed. This similar trend is observed in the areas e and f in Figure 3G. This might be the limitation of equipment for the detection of trace amount of Cu.



The band gap energy of nanocomposite films containing various doping amounts of Cu was obtained from the diffuse reflectance measurement. The Cu/TiO2-TiO2 films reflect the indirect band gap energy as shown in Figure 4. The band gap energy is determined from the dependencies of (F(R)hν)1/2 against photon energy. However, the TiO2 film exhibits the direct band gap energy as the insertion in Figure 4; thus, the intersection of the extrapolated linear portion of (F(R)hν)2 vs. photon energy indicates the band gap energy of TiO2 film.



The Cu dependence of energy band gap is plotted in Figure 5. The energy band gap of films containing Cu at 63, 313, 627, 1566, and 3135 µg/g of TiO2 are 2.88, 2.83, 2.76, 2.72, and 2.69 eV, respectively. These results illustrate the gradual reduction of the band gap energy with the increase in the Cu content in TiO2. The lowering of band gap energy is the result from the reduction of Fermi level. This evidence is in accordance with the previous work [7]. Therefore, the composite films with lower band gap energy should effectively generate electrons. It is worth noting that the films with the same amount of Cu (0.1 Cu/TiO250, 0.5 Cu/TiO210, 1 Cu/TiO25) exhibit almost the same band gap energy (2.85, 2.83, 2.80 eV), although the copper density in these three films is different.



The photocurrent of films having different band gap energy was further investigated, and the results are in Figure 6. Although it is generally accepted that the decrease in the band gap energy is proportional to the increase in the photocurrent [10], the increase in the Cu content increases the photocurrent up to 313 µg in 1 g of TiO2 particles; however, further increase in the Cu hardly affects the photocurrent. This phenomenon is in good agreement with the results reported by Yildirim [6].



Particularly, three films containing the equivalent copper content at 313 µg/g of TiO2 (0.1 Cu/TiO250, 0.5 Cu/TiO210, 1 Cu/TiO25) exhibit the identical energy band gap with significantly different photocurrent. This is attributed to the difference in the rate of electron generation and the rate of electron-hole recombination of those films. The film consisting of 50 wt% of 0.1 Cu/TiO2 particles could generate a larger number of photoexcited electrons than that with 10 wt% of 0.5 Cu/TiO2 particles and 5 wt% of 1 Cu/TiO2 particles, respectively. However, the electron generation ability of 0.5 Cu/TiO2 particles is greater than that of 1 Cu/TiO2 particles and 0.1 Cu/TiO2 particles as mentioned in Figure 2. Furthermore, the rate of electron-hole recombination of 0.1 Cu/TiO250 film (50 wt% of 0.1 Cu/TiO2 particles and 50 wt% of TiO2 particles) is higher than that of 0.5 Cu/TiO210 film (10 wt% of 0.5 Cu/TiO2 particles and 90 wt% of TiO2 particles) and 1 Cu/TiO25 film (5wt% of 1 Cu/TiO2 particles and 95 wt% of TiO2 particles), respectively, which were previously reported by Shi et al. [11] and Wang et al. [12].



Photopotential of composite films with different Cu contents tends to increase with the increase in the Cu loading. However, the films consisting of Cu in the range of 0–313 µg/g of TiO2 show the sufficiently low photopotential for photoelectrochemical cathodic protection while the films containing Cu in the rage of 313-3135 µg/g of TiO2 could not protect the copper from corrosion. It can be concluded that the optimum film condition is 0.5 Cu/TiO210 (313 µg Cu/g of TiO2 particle), which has the highest photocurrent of 29 mA/g and photopotential of −0.26 V vs. Ag/AgCl. This particular film is then investigated for anti-corrosion efficiency.



Tafel polarization technique was employed to determine corrosion potential (Ecorr) and corrosion current (icorr) of copper terminal lug coated with composite films containing the equivalent Cu loading at 313 µg Cu/1 g of TiO2 particle (0.1 Cu/TiO250, 0.5 Cu/TiO210, 1 Cu/TiO25) as in Figure 7. The terminal lug coated with 0.5 Cu/TiO210 and 1 Cu/TiO25 films have higher corrosion potential than those with 0.1 Cu/TiO250 and bare TiO2, which is similar to the bare terminal lug as in Figure 7A. Generally, the higher potential than the corrosion potential can bring about the anti-corrosion enhancement [13]. It is worth mentioning that the potential shift to a higher value than the metal corrosion potential is proportional to the copper density in these films. Moreover, the corrosion currents (icorr) of terminal lug coated with 0.5 Cu/TiO210 and 1 Cu/TiO25 films are 82.7% and 83.9% of corrosion current of bare terminal lug, respectively, as shown in Table 2. The decline of icorr in the dark implies that the electron loss proceeds with difficulty.



Nevertheless, the terminal lugs coated with nanocomposite films and TiO2 film have lower corrosion potential than the uncoated terminal lug under 1 mW/cm2 UV irradiation, shown in Figure 7B. The higher the loading of TiO2 particle in the film, the lower the negative corrosion potential is observed. However, the icorr of coated terminal lug is not proportional to the decline in the photopotential. It is in accordance with the results of photocurrent of each film as discussed in Figure 6. The suitable film for photoelectrochemical cathodic anti-corrosion of copper terminal lug could be achieved with the 0.5 Cu/TiO210 film due to the Ecorr of 0.5 Cu/TiO210 film is significantly shifted to −0.252 V, which is lower than the corrosion potential of bare terminal lug, with the highest icorr at 89.6% of iorr of bare terminal lug. The higher the icorr under UV irradiation, the higher the numbr of photoexcited electrons can be generated, suggesting that a large number of generated electrons could compensate the electron loss to the environment.



It can be summarized that the increase in the density of Cu in the TiO2 particles with the appropriate amount of TiO2 particles (>90 wt%) plays an important role to raise the photocurrent up. These evidences emphasize that the coated terminal lugs could be protected from corrosion by the photoelectrochemical cathodic protection [14,15]. Therefore, the optimum nanocomposite film composition for anti-corrosion is 10 wt% of 0.5 Cu/TiO2 with 90 wt% of TiO2 particles. This film has the corrosion potential at −0.215 V and −0.252 V in the dark and under UV irradiation, respectively. Unver UV irradiation, these films have higher corrosion current, 89.6%, than that of the bare copper terminal lug, while they have lower corrosion current, 82.7% in the dark.




3. Materials and Methods


Cu doped TiO2 particles were prepared by wet impregnation. 6 mg of copper nitrate (Cu(NO3)2) precursor (DAEJUNG; purity 99%) were dissolved into 10 mL of ethanol (DAEJUNG; purity 99.5%) and the resulting solution was used for impregnation with 2 g of commercial TiO2 particles (Degussa AEROXIDE P25). As-prepared powder was dried in the air at 80 °C for 5 h and reduced at 400 °C in the equimolar volumetric flow rate of H2 (Linde; purity 99.99%) and N2 (Linde; purity 99.99%) at 15 mL/min for 18 h. The obtained gray powder was designated as 0.1 Cu/TiO2. The amount of copper nitrate in the impregnation was fivefold and 10-fold increased to obtain 0.5 Cu/TiO2 and 1 Cu/TiO2, respectively.



The as-prepared Cu/TiO2 particles were further fabricated by coating the suspension on the indium-tin oxide (ITO) coated glass (surface area 3.1 cm2). The suspension consisting of 1 g of 0.1 Cu/TiO2 particles, 30 mL of ethanol, and 0.25 mL of polyurethane (U202 Unithane Bager) were sonicated for 5 min. The gray slurry was sprayed onto the indium-tin oxide coated glass (ITO glass) as the substrate. The coated glass was then dried at 25 °C in the air for 5 h. In order to investigate the effect of copper amount doped in TiO2 particles on photoelectrochemical cathodic protection, the equal amount of 0.5 Cu/TiO2 and 1 Cu/TiO2 was coated on the ITO glass, respectively.



The composite films with various weight ratios of Cu/TiO2:TiO2 affecting the photoelectrochemical cathodic protection were also investigated. The coating suspension of 0.1 Cu/TiO210 film was prepared by mixing of 0.1 g of 0.1 Cu/TiO2 and 0.9 g of TiO2 powder and dispersed in 30 mL of ethanol and 0.25 mL of polyurethane. In order to adjust the mole ratio, the composition of mixed powder was varied, and the resulting films are illustrated in Table 3.



The Cu/TiO2-TiO2 films were coated on the ITO coated glass (surface area 3.1 cm2) and copper terminal lug (surface area 5.2 cm2) by spray coating technique. The weight to area ratio was controlled on both substrates. The drying condition of all sample were prepared via the same procedure.



The morphology and percentage of element in the Cu/TiO2-TiO2 films were characterized by scanning electron microscope (SEM) and energy dispersive x-ray (EDX) (Quanta400). The energy band gap was measured by UV-Vis spectroscopy (Shimadzu UV-1700). The phase of Cu/TiO2 powder with various Cu contents was examined by a Rigaku X-ray diffractometer with Cu Kα radiation (λ = 0.15406 nm) over the range 20° < 2θ < 60°.



The electrochemical techniques were implemented by assembling the coated glass or copper terminal lug in the three-electrode electrochemical cell: Coated glass or copper terminal lug as a working electrode, Ag/AgCl as a reference electrode, and platinum as a counter electrode filled with 3.5 wt% of NaCl (aq) as electrolyte. The film photocurrent was measured by a digital potentiostat (Autolab PGSTAT 302N) with chronoamperometry mode (bias potential as rest potential of film). The UV light source was a Hg-Xe lamp equipped with a 365 nm band-pass filter. The light intensity was about 1 mW/cm2 at the sample surface. This particular light intensity was chosen to reflect the total solar ultraviolet radiation (TUV) in Thailand, which is in the range of 0–34 W/m2 [16]. With this specific light intensity, the photoelectrochemical cathodic anti-corrosion could be effective for the whole day. Moreover, the film photopotential was measured by chronopotentiometry mode (bias current as zero A). Finally, Tafel polarization technique was employed to determine the cathodic protection both in the dark and UV irradiation.




4. Conclusions


This research successfully synthesized Cu-doped TiO2 particle (Cu/TiO2) at the optimum Cu doping condition 0.5 mol% in TiO2 particles (0.5 Cu/TiO2). The particles exhibited the photocurrent of 92.35 mA/g, which was nine times higher than conventional TiO2. The nanocomposite film containing 0.5 Cu/TiO2:TiO2 at 10:90 was suitable for anti-corrosion of copper terminal lug in 3.5 wt% NaCl (aq) due to Ecorr of copper terminal lug coated with that film being at −0.215 V vs. Ag/AgCl, which was higher than the bare terminal lug, and icorr being at 82.7% of icorr of bare terminal lug. Moreover, the photoelectrochemical cathodic protection was obtained with lower Ecorr of copper terminal lug coated with the film (−0.252 V vs. Ag/AgCl) under UV irradiation with icorr at 89.6% of icorr of bare terminal lug. Therefore, the anti-corrosion of copper terminal lug could be achieved both in the dark and under UV irradiation.
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Figure 1. Patterns of Cu/TiO2 particles at various Cu loadings. 
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Figure 2. Photocurrent and photopotential of Cu/TiO2 films under UV irradiation. 
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Figure 3. Scanning electron micrographs of Cu/TiO2-TiO2 composite films (A,E, and I (magnification: ×15 K) and C,G, and K (magnification: ×50 K)) and EDX spectrum of the Cu/TiO2-TiO2 composite films (B,D,F,H,J,L). 
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Figure 4. UV–Vis diffuse reflectance spectra of pristine TiO2 and the nanocomposite films. 
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Figure 5. Cu loading dependence of energy band gap. 
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Figure 6. Dependence of Cu/Ti ratio on photocurrent and photopotential of composite films during UV irradiation at 1 mW/cm2. 
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Figure 7. Polarization curves of copper terminal lug coated with nanocomposite films (A) in the dark (B) under UV irradiation at 1 mW/cm2. 
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Table 1. Average percentage of element in the nanocomposite films.
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Element (%)

	
TiO2 Film

	
0.5 Cu/TiO210 Film

	
1 Cu/TiO250 Film




	
Area (a, b)

	
Area (c, e)

	
Area (d, f)

	
Area (g, i)

	
Area (h, j)






	
Ti

	
29.61

	
57.13

	
55.02

	
17.35

	
14.88




	
Cu

	
0.82

	
1.34

	
0.86

	
1.67

	
2.24




	
O

	
66.19

	
39.36

	
41.41

	
74.57

	
74.96




	
C

	
3.38

	
2.17

	
2.72

	
6.41

	
7.92




	
sum

	
100

	
100

	
100

	
100

	
100




	
Cu/Ti

	
0.03

	
0.02

	
0.02

	
0.10

	
0.15
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Table 2. Ecorr and icorr of terminal lug coated with nanocomposite film.
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Cu/TiO2 in TiO2

	
Ecorr (V)

	
Δ Ecorr (mV)

	
icorr (μA)

	
icorr/icorr,copper (%)






	

	
Copper pure

	
−0.222

	
0

	
6.35

	
100




	
Dark

	
TiO2

	
−0.224

	
2

	
5.74

	
90.4




	
0.1 Cu/TiO250

	
−0.222

	
0

	
5.38

	
84.7




	
0.5 Cu/TiO210

	
−0.215

	
7

	
5.25

	
82.7




	
1 Cu/TiO25

	
−0.213

	
9

	
5.33

	
83.9




	
Illuminated with UV light

	
TiO2

	
−0.240

	
−18

	
5.47

	
86.1




	
0.1 Cu/TiO250

	
−0.242

	
−20

	
5.69

	
89.6




	
0.5 Cu/TiO210

	
−0.252

	
−30

	
5.69

	
89.6




	
1 Cu/TiO25

	
−0.267

	
−45

	
5.28

	
83.2
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Table 3. Film composition at various weight ratios of Cu/TiO2:TiO2.






Table 3. Film composition at various weight ratios of Cu/TiO2:TiO2.





	

	
Cu/TiO2 (g)

	
TiO2 (g)

	
Denoted as

	
Film Weight (mg/cm2)






	
0.1 Cu/TiO2

	
0.1

	
0.9

	
0.1 Cu/TiO210

	
0.51




	
0.5

	
0.5

	
0.1 Cu/TiO250

	
0.54




	
1

	
0

	
0.1 Cu/TiO2

	
0.51




	
0.5 Cu/TiO2

	
0.1

	
0.9

	
0.5 Cu/TiO210

	
0.57




	
0.5

	
0.5

	
0.5 Cu/TiO250

	
0.54




	
1

	
0

	
0.5 Cu/TiO2

	
0.45




	
1 Cu/TiO2

	
0.05

	
0.95

	
1 Cu/TiO25

	
0.54




	
0.1

	
0.9

	
1 Cu/TiO210

	
0.57




	
0.5

	
0.5

	
1 Cu/TiO250

	
0.55




	
1

	
0

	
1 Cu/TiO2

	
0.48












© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).






media/file13.jpg
Corrosion current (uA)

Corrosion current (A)

a: Copper pure
b:Ti0,

55 | c01Cu/Ti0,50
d:0.5Cu/Ti0,10

Cu/TiO5
025 02
Potential (V vs Ag/AgCl)
25 L]
-35
a5
a: Copper pure
b:Ti0,
55 | co1cumoso
:0.5Cu/Ti0,10 e a
e 1Cu/T0;5
65
035 03 025 02

Potential (V vs Ag/AgCl)





media/file4.png
0.4

(108v/3v sA A) |ernuajodojoyd

N . -

0.2
0

A

-

reduce
Cu(NO;),

TiO,

200

o o -
O N o0
i i

(8/yw) Juatindoloyd

o
<





nav.xhtml


  catalysts-10-00146


  
    		
      catalysts-10-00146
    


  




  





media/file2.png
Intensity

__ 1CuTio,
? ——oswTo, [1 S
— TiO, g
B Anatase ———f/\ =
. 244 249 254 26.8 27 272 274 27.6
@ Rutile 26(°) 20(°)
2. = 0 .
0 n HON
I Anatase JCPDS 21-1272)
Rutile JCPDS 21-1276)
lllllllllllllll]T[Tﬂ-llTllTlll]lllll[l]lTlll
20 25 30 35 40 45 50 55

26(°)

60





media/file5.jpg
EDXareab

05CuTION0 (x15K) EDXaread

1CuTiON0 (1K) EDXareah 1CuTION0 (x50K) EDXarea





media/file3.jpg
(128v/3y sA A) |enuajodoloyd
T N T 9 ®
3 8 o @ © 8 ° =
5 8
< W H
g
<«
m
< .
3
I
E
« L _F
S
< % B
8 8 5 8 =
& & =

(8/vw) Juaindojoyd

Cu(NOs),





media/file1.jpg
Intensity

1o,

— oscuTio,
— oo,
— o,
= Anatase
® Rutile

U
oA

TN NS -,

Anatase UCPDS 211272,

Rutile UCPDS 211276,

]uIn Los l JII

25 30 35 as 50 55 60

26()





media/file7.jpg
—— 0.1Cu/Ti0,10
35 —— 0.1Cu/Ti0,50
—— 0.5Cu/Ti0;10
3 | — oscumioso
—— 1Cu/Ti05
25 | — 10umo0
—— 1Cu/Ti0,50
5 g
J Ew
05 *
()
i 2 s 4 s e
5 ir Photon energy (oV)
15 25 35 45 55

Photon energy (V)





media/file10.png
Energy bandgap (eV)

3.1

3.0

2.9

2.8

2.7

2.6

1000 2000 3000 4000
Weight of Cu (ug)/ TiO,(g)





media/file12.png
(108v/3v sA A) |ennuajodojoyd

— o N ™ < O
S o S S & g =
1 1 1 T T
-
" Sl
Ll
I
|
I
|
g _
|
I
I
I
o
I
|
I
E
I
I
|
| -9
I
I
I
L e — —
I
I
|
|
| a ——
1 1 1 ._ 1 L L 1 "
©O O O O o o o o o o o
S © © K~ vV 1’ ¥ ® N

(8/yw) juatindoloyd

627 1566 3135

313

63

Weight of Cu(pg)/TiO,(g)





media/file9.jpg
Energy bandgap (eV)

31

30 ¢
29
I3
L3
L]
28 L]
L]
27 L]
26
0 1000 2000 3000

Weight of Cu (ug)/ TiO,(g)

4000





media/file0.png





media/file14.png
2.5 A
<
=2
€ -3.5
L
S
o
c 45 F
o a: Copper pure b
o b: TiO, -
S -5.5 [ ¢ 0.1Cu/TiO,50 C e
© d: 0.5Cu/Ti0,10
e: 1Cu/TiO,5
-6.5
-0.3 -0.25 -0.2
Potential (V vs Ag/AgCl)
-2.5 R
<
=2
€ -3.5
L
=
o
c 4.5
[e) a: Copper pure
§ b: TiO,
o 5.5 | ¢ 0.1Cu/TiO,50
O . ;
d.O.5Cu{T|0210 e / b /a
e: 1Cu/TiO,5 d C
-6.5
-0.35 -0.3 -0.25 -0.2

Potential (V vs Ag/AgCl)





media/file8.png
—— 0.1Cu/Ti0,10
35 0.1Cu/Ti0,50

~—— 0.5Cu/Ti0,10

3 L —— 0.5Cu/Ti0,50
—— 1Cu/Ti0,5

s | T 1Cu/Tio,10
—— 1Cu/Ti0,50

(F(R)hu)*2

1.5 250
200
— TiO,
1 = 150
=
& 100
0.5 ”
0 7
2 3 4 5 6
Photon energy (eV)
O [ ]
1.5 2.5 3.5 4.5 5.5

Photon energy (eV)





media/file11.jpg
(198v/3V sA A) [enusiodoloyd

- 4 4 =m  x a9
2 S ° © g 9 8
— T
— il
— ——
I
I
1
e H
I
1
1
h
! —
|
]
|- .Ii
)
'
|
Ve — —|
I
1
|
-
. . M
8 8 R 8 R 8 8 8 8 °

(8/vw) yuaundoloyd

627 1566 3135

313

63

Weight of Cu(ug)/TiO,(g)





media/file6.png
200nm Mew= 1500K X

ADr

P
Label: LSecs: 39
.0 -

WD= 8w ERT=1500KV  Sgnal A= 581

.6
2
.8
%
a - !
ICu,
G

Cu

2.00 4.00 6.00 8.00

12.00

14.00

TiO2 (x15K)

ERT=1500KV  3und &= 8E1

EDX area a

1-J
Label: LSecs: 29
.4 —

Cu

2.00 4.00 6.00 8.00

10.00

12.00

14.4

" 200nm -

0.5 CuTiO210 (x15K)

EDX area d

218 T}

Label: LSecs: 29
546 —
Ti

437

327

109

2.00 4.00 6.00 8.00 10.1

12.00

14.4

EDX area b

1-Jan.
Label: LSecs: 29
.4

0

2.00 4.00 6.00 8.00 10.00

12.00

14,0

3.

p
Label: LSecs: 29
779

623

467
o

311

155

Cu

4.00 6.00 8.00

12.00

14.00

1 Cu/TiO250 (x15K)

EDX area h

1 Cu/TiO250 (x50K)

EDX area f

1-Jan.
Label: LSecs: 31
635

Si

381 In

254

127

12.00

14.4

EDX areaj





