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Figure S1. SEM images of the selected samples. A: CWS0, B: CWS1, C: CWS2.5, D: CWS3, EDX-mapping: E: CWS1, F: 

CWS2.5. 



 

Figure S2. Emission spectrum of the light source used during the photocatalytic experiments. 


