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Abstract

:

Bismuth nanoparticles (BiNPs) and Zinc Oxide photocatalysts (BiNPs/ZnO) with different Bi loadings were successfully prepared via a facile chemical method. Their morphology and structure were thoroughly characterized by powder X-ray diffraction (XRD), scanning electron microscopy (SEM), high-resolution transmission electron microscopy (HRTEM), X-ray photoelectron spectroscopy (XPS), UV-Vis (Ultraviolet-Visible) diffuse reflectance spectroscopy (DRS), photoluminescence spectra (PL), and electrochemical impedance spectroscopy (EIS). The results showed that a modification of hexagonal wurtzite-phase ZnO nanoparticles with Bi is achievable with an intimate interfacial interaction within its composites. The performance of the photocatalytic Cr(VI) removal under visible light irradiation indicated that BiNPs/ZnO exhibited a superior removal performance to bare ZnO, Bi, and the counterpart sample prepared using a physical mixing method. The excellent performance of the BiNPs/ZnO photocatalysts could be ascribed to the synergistic effect between the considerable physical Cr (VI) adsorption and enhanced absorption intensity in the visible light region, due to the surface plasmon resonance (SPR) as well as the effective transfer and separation of the photogenerated charge carriers at the interface.
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1. Introduction


Hexavalent chromium (Cr(VI)) has been proven to be one of the most toxic pollutants by the US Environmental Protection Agency (EPA), because of its flagrant toxic, mutagenic, as well as teratogenic effects to human being [1,2]. In order to remove Cr(VI) from the wastewater, a good deal of methods have been applied, including bioremediation, chemical precipitation, and photocatalytic reduction [3,4]. As for high efficiency, safety, and energy saving, photocatalytic reduction is the most attractive method for Cr(VI) removal [5,6,7].



Among many oxide-based photocatalysts, ZnO has received extensive attention in the field of environmental restoration, and because it has the similar band gap and photocatalytic mechanism as TiO2, ZnO is considered to be an ideal photocatalyst to replace TiO2 [8,9]. Though a few studies have been published on the photoreduction activity of Cr(VI) using ZnO-based photocatalysts [10,11,12,13], owing to the 3.2 eV band gap of ZnO, it is difficult to be excited under visible light. Additionally, a high recombination of photo-excited carriers also makes its real applications blocked [14,15].



Very recently, as a semimetal, bismuth (Bi) has been excavated to have direct plasma photocatalytic ability mediated by SPR (surface plasmon resonance) [16]. This property would cause the absorbed electrons to resonate inside the metal, thereby increasing the absorption of photons, and this resonance mostly occurs in the visible light region [17,18,19,20]. Similar to noble metal elements, for instance Au [21,22], Ag [23,24], and Pt [25,26], Bi is also found to be a potential candidate to activate the wide band gap photocatalysts, and is thus widely applied as a cocatalyst due to its SPR effect; many groups have done research in this area [27,28], exploring cocatalysts Bi/CdS [29], Bi/g-C3N4 [18], Bi/Bi2O3 [30], and Bi/(BiO)2CO3 [28]. Wang et al., described that Bi/CdS microspheres could efficiently elevate the visible light photocatalytic activity for methyl orange (MO) degradation, because of its enhanced visible light absorption and quickly charged separation caused by the introduction of Bi [29]. Dong et al., proclaimed that incorporating Bi into the semiconductor g-C3N4 nanosheets showed an improved photodegradation capability of NO under visible light illumination, which could be assigned to the suppression of photodriven electrons–holes pairs, because Bi served as the recipient and communicator of the electron [18].



Although photocatalytic degradation of organic pollutants via photo-oxidation has been widely disclosed in most of cases where Bi-based catalysts were employed [31,32], work about the wastewater remediation via photoreduction using Bi cocatalysts was rarely found. In this work, the BiNPs/ZnO composites were prepared herein by an easy eco-friendly synthesis method compared to that reported with a solid-state method [33]. The resulting BiNPs/ZnO composites showed significantly enhanced aqueous Cr(VI) removal performance under visible light conditions (up to 99.3% removal ratio). The detailed mechanism demonstrated that the improved Cr(VI) removal activity was owed to the synergistic effect between the excellent physical Cr(VI) adsorption of BiNPs/ZnO composites and the SPR effect of Bi phase of the composites under visible light.




2. Results and Discussion


2.1. Characterization of BiNPs/ZnO Nanocomposites


Figure 1 exhibits the XRD spectrums of ZnO, Bi, and Bi-ZnO with different Bi loadings. For pristine metal Bi, the characteristic peaks at 23.4° (003), 27.1° (012), 37.9° (104), 39.8° (110), 44.8° (015), 45.2° (006), 57.3° (024), 63.4° (112), and 73.1° (009) were exactly in agreement with the typical rhombohedral phase of Bi (JCPDS-No. 44-1246). For bare ZnO, the peaks at 31.8° (100), 34.5° (002), 36.42° (010), 47.6° (102), 56.58° (110), 63.05° (103), and 67.9° (112) were highly identical with those of the ZnO hexagonal wurtzite phase (JCPDS-NO. 36-1451) [34]. For the BiNPs/ZnO with different Bi contents, the characteristic diffraction peaks of ZnO were weakened with an increased content of Bi metal. Compared to that at ca. 27.1° assigned to (012) diffraction reflection characteristic of Bi semimetal crystal, the peak in the XRD patterns for all Bi/ZnO composites exhibited a red shift of about 1.1°, due to the growth of the Bi particle on ZnO as a nuclei substrate, suggesting an interfacial interaction between the two phases of the composites [35,36], which was favorable to the transfer of photogenerated e−/h+ pairs across the interface within the composites.



Figure 2 exhibits the typical SEM images of Bi, ZnO, as well as Bi-ZnO-80. From the holistic morphology of the Bi nanoparticle (Figure 2a,b), a good deal of Bi irregular particles with an average size of ca. 230 nm were detected. In Figure 2c, pure ZnO exhibited flocculent-like structure due to the nanosize effect-induced aggregation and Figure 2d showed that interconnected ZnO nanoparticles of around 10 nm were also clearly observed. Figure 2e,f of Bi-ZnO-80 demonstrated that some nanoparticles were randomly attached on the surface of large particles. It could be reasonable to deduce that ZnO nanoparticles were deposited onto the Bi particles from their dimensions of each phases of the Bi-ZnO-80 composite.



Figure 3 exhibits the representative HRTEM images of Bi, ZnO and Bi-ZnO-80. The bare Bi particles appeared on atactic spherical morphology with a size diameter in the range of 200–250 nm (Figure 3a) and the lattice fringes of 0.328 nm were also in accordance with (012) the facet of the bismuth (Figure 3b). Nevertheless, a 2–5 nm thick amorphous surface layer appeared at the edge of the composite (Figure 3b), which might have arisen from contact with air due to the easy oxidation of Bi [37]. As shown in Figure 3c, the ZnO nanoparticles exhibited a flocculent-like structure consisting of aggregated spherical ZnO nanoparticles with an average particle size of approximately 10 nm, which was in line with the SEM observations. The lattice fringes were measured to be 0.263 nm (Figure 3d), which was in agreement with the (002) facet of the hexagonal wurtzite ZnO phase [34]. From Figure 3e, it was observed that the Bi-ZnO-80 composite was composed of two kinds of constituent particles, one with a large diameter Bi and the other with a small ZnO. Two different types of lattice fringes were distinctly detected as well (Figure 3f), one of d = 0.322 nm consistent with the (012) plane of Bi, the other of d = 0.261 nm corresponding to bare wurtzite ZnO nanoparticles as presented in Figure 3f, further demonstrating that the resulting composite was composed of Bi and ZnO phases. The clear lattice fringe of 0.265 nm in HRTEM (Figure 3f) could be indexed to the (002) plane of Bi2O3. In addition, the junction interface formed by the combination Bi and ZnO phase in the composite was easily observed in Figure 3f. ZnO nanoparticles played the part of bridges for the connection between the Bi particles. The tight junction between the two components facilitates the separation of photogenerated carriers and it can increase the photocatalytic activity of the catalyst to some extent.



Figure 4 shows the XPS survey spectra of the Bi4f of the Bi-ZnO-80 composite as well as the Zn2p of ZnO and its composite. The survey spectrum in Figure 4a expressly demonstrated that the composition for the Bi-ZnO-80 included the element with Zn, O, and Bi. The Bi4f XPS spectra of Bi-ZnO-80 are shown in Figure 4b. The characteristic peaks of the Bi-Bi bonds of the element Bi normally appeared at 156.8 and 162.1 eV, respectively [30,38], and the respective peaks at 158.9 and 164.2 eV were in accordance with the characteristic peaks of Bi-O bonds [39,40]. There was a notably significant shift of approximately 0.4 eV to the higher binding energies which could be detected in the Bi4f peaks of the Bi-ZnO-80 compared to the original Bi, and this shift indicated a strong interfacial interaction existing between Bi and ZnO phase [41], which was in line with those observed in the XRD pattern. The Zn2p spectrum of the Bi-ZnO-80 (Figure 4c) exhibited two peaks at 1021.2 and 1044.3 eV, respectively, which was in agreement with ZnO2p3/2 and ZnO2p1/2 as well as with the Zn2p of the pure ZnO [34].



The UV-Vis DRS (diffuse reflectance spectroscopy) spectra of ZnO and BiNPs/ZnO nanocomposites of different Bi loadings are shown in Figure 5a. In accordance with our expectation, a sharp fundamental absorption edge for ZnO rose at ca. 400 nm, putting down the bandgap to 3.22 eV. After depositing the Bi nanoparticles onto ZnO, the absorption threshold of these as-prepared composites was hardly affected by the Bi loadings. However, compared with bare ZnO, all BiNPs/ZnO composites exhibited stronger adsorption intensity in the visible light region. At the same time, the band gap energy estimated from the intercepts of the tangents to the plots of (Ahν)2 vs. photon energy was shown in Figure 5b [42,43], which also suggested that the band gap energy of the Bi-ZnO-80 composite was not significantly changed, as compared with that of pure ZnO. Therefore, the enhancement of absorption in the visible light region of BiNPs/ZnO was not due to the change of the band gap energy. Notably, a strong absorption centered at ca. 500 nm (inset of Figure 5a) was seen, which could be put down to the SPR effect of the Bi metal [27]. In other words, the SPR effect allowed the absorbed photons to resonate inside the Bi metal and enhanced the absorption of light, and this normally occurred in the visible region. Such phenomena concerning the SPR effect have been widely reported by others groups [17,19]. However, since the resonance wavelength was related to the shape and size of the nanoparticles, the interparticle distance, and the dielectric constant of the environment, the strong absorption caused by the resonance did not appear at the same wavelength for different Bi contents. To date, Bi as a base metal has been demonstrated to display the SPR effect in the near ultraviolet and visible light range [16,44].



The PL (photoluminescence spectra) spectrum is an effective method to monitor the separation efficiency of photogenerated electron–hole pairs for a semiconductor under light exposure [45]. The PL spectrum of pure ZnO exhibited an emission peak centered at ca. 443 and 451 nm (~2.8 eV) under excitation at 280 nm (Figure 6a), which were largely ascribed to the quenched of band gap transition. It was noteworthy that the peak intensity of the Bi-ZnO-80 hybrid was weaker than bare ZnO, which might be attributed to the difference of work functions in ZnO and Bi, leading to the most of the electrons from the conduction band of ZnO being rapidly transferred to the surface of the metal Bi particles under UV light, resembling to the Mott-Schottky effect [20,46,47,48]. At the same time, this was done to further detect the separation efficiency of photoinduced charges of photocatalysts under visible light [49]. We recorded the EIS (electrochemical impedance spectroscopy) plots of pure ZnO and Bi-ZnO-80 composites, as depicted in in Figure 6b. ZnO exhibited a much larger arc radius than Bi-ZnO-80 in EIS plots, which indicated a more efficient separation of photo-induced electron–hole pairs and faster charge transfer across the junction interface within Bi-ZnO-80 [23,49]. These results indicated that the separation of photogenerated carriers at their interfaces is more efficient with ZnO after modifying the Bi particles.




2.2. Photocatalytic Activity of Bi/ZnO Composites


Figure 7a shows the photocatalytic activity of the BiNPs/ZnO toward reduction of Cr(VI) under visible light irradiation. A blank experiment proved that the aqueous Cr(VI) was extremely steady under visible light irradiation. The reduction ratio of Cr(VI) by pure ZnO and Bi after 210 min visiblelight irradiation reached 28% and 18% respectively. Notably, after the ZnO nanoparticles were modified by the Bi particles, the reduction ratio of Cr(VI) was attained at 67%, 98%, and 99.3% for Bi-ZnO-10, Bi-ZnO-50, and Bi-ZnO-80, respectively, within the same condition. It has been strongly demonstrated that the modification with Bi nanoparticles could greatly enhance the photocatalytic reduction activity of BiNPs/ZnO composites, which could be ascribed to the enhanced visible light absorption, due to the SPR effects of the metal Bi and the accelerated photoinduced electron–holes separation driven across the interfaces of the BiNPs/ZnO composites. Moreover, we also observed that the mass ratio of Bi exerted a notable effect on the photocatalytic activity. The photoreduction efficiency of Cr(VI) on BiNPS/ZnO composites increased as the content of Bi increased. This was understandable because as the amount of Bi deposition increased, the visible light absorption active site increased due to its SPR effect, thus resulting in a considerable photocatalytic performance.



Correlations between initial solution concentration and photocatalytic performance were obtained by changing the initial concentration of Cr(VI) from 50 to 70 mg/L on the Bi-ZnO-80 composite. As illustrated in Figure 7b, the reduction ratio of Cr(VI) was elevated from 75.5% to 99.5% with the decrease of initial concentration of Cr(VI). As expected, as the initial concentration of Cr(VI) increased, more Cr(VI) ions were adsorbed onto the surface of the BiNPs/ZnO composite, and eventually the photocatalytic efficiently would be inhibited due to the decrease on the light absorption site [50].



The effect of photocatalyst dosage on the photocatalytic performance was investigated by changing the dosage of the Bi-ZnO-80 from 0.025 to 0.1 g (Figure 7c). The photocatalytic Cr(VI) reduction ratio increased from 42.6% and 80% to 98.1% as the photocatalyst dosage increased. This phenomenon was caused by the increased absorption sites on the photocatalyst, and thus more free electrons would be conducted during photocatalysis [50].



Figure 7d shows the photocatalytic activities of Bi-ZnO-80(P) and Bi-ZnO-80 under visible light irradiation. Compared to 30.8% Cr(VI) reduction ratio using Bi-ZnO-80(P) under 4 h irradiation, the photocatalytic activity of Bi-ZnO-80 was greatly enhanced (94% reduction ratio), strongly suggesting that a stronger interfacial interaction existed in the chemically synthesized sample (Bi-ZnO-80) than the simple physical mixing (Bi-ZnO-80(P)), because the ZnO nanoparticles could act as nuclei substrates for the growth of Bi particles in the chemical process. It is expected that this intimate interface within the as-prepared composite was very beneficial to the separation of photo-inducted e−/h+ pairs as well as prolonged the lifetime of photogenerated carriers, ultimately enhancing the photocatalytic activity of the resulting BiNPs/ZnO composites. This phenomenon of the photocatalytic performance of simple physical mixing of samples was much poorer than chemical methods, due to the relatively weak interface force that has been reported in many studies [35,51,52,53,54].



The physical adsorption process acts a vital part of the whole photocatalysis, as the photocatalytic reaction rate is determined by the concentration of molecules adsorbed onto the surface of the solid catalyst, which is dependent on its diffusion rate from bulk solution to the catalyst surface. The physical adsorption of high rate and high capacity facilitates the Cr(VI) accumulation around the photocatalyst and thus favors the subsequent photocatalytic Cr(VI) reduction. To explore the role of the physical adsorption of Cr(VI) onto BiNPs/ZnO composites in the entire photoreduction process, the dark adsorption experiments using 0.05 g BiNPs/ZnO composites was conducted alongside the photocatalytic tests, and the outcomes were presented in Figure 8. For photocatalytic tests using Bi-ZnO-10, Bi-ZnO-50, and Bi-ZnO-80 catalysts, removal ratios of 23.01%, 45.7%, and 86.2% (respectively) were calculated by the difference of Cr(VI) concentration before and after irradiation. For the physical adsorption of Cr(VI) without light irradiation, the adsorption equilibrium was established with 60 min and the physical adsorption accounted for nearly 65.6%, 68.5%, and 79.0% of total removal, respectively (Figure 8). One can easily see that the physical Cr(VI) adsorption onto the surface of BiNPs/ZnO composites was not ignored at all during the photoreduction using the BiNPs/ZnO composites. It is suggested that the high-performance physical adsorption process made highly efficient photocatalytic Cr(VI) reduction eventually possible. In other words, in comparison with those of bare Bi and ZnO, the significantly enhanced photocatalytic removal activity of BiNPs/ZnO nanocomposites toward aqueous Cr(VI) under visible light irradiation was achieved via the excellent physical Cr(VI) adsorption of BiNPs/ZnO composites and the SPR effect of Bi phase of the composites under visible light.




2.3. Proposed Mechanism


Based on the systematic investigation, the removal mechanism for Cr(VI) over BiNPs/ZnO under visible light illumination was proposed as shown in Figure 9. The high-efficient removal of Cr(VI) could be assigned to the synergistic effect of physical adsorption and SPR-promoted visible light photoreduction. Firstly, Cr(VI) was rapidly adsorbed and enriched onto the surface of BiNPs/ZnO composites. As the adsorption enrichment and photocatalytic reduction of Cr(VI) occurred at the adjacent sites (inset of Figure 9), the rapid enrichment of Cr(VI) on the surface of the photocatalyst reduced its diffusion distance in solution, which greatly increased the rate of photocatalysis. The BiNPs exhibited unusual noble metal-like behavior with increased visible light absorption ability due to its the SPR effect. The e−/h+ pairs could be generated via the SPR of Bi [16]. The SPR exciation of Bi metal took place along with the light harvesting, after which the plasmon decay could ensue in one of three ways [19,55,56]: (1) the photon’s elastic radiation is reemission, in which one of the channels for the molecules that adsorbs onto the plasma to extract energy absorbs reemission photons with higher energy levels from the plasma emission, (2) non-radiative Landau damping, which converts photon energy into single as well as excited state e−/h+ pairs; the excited electrons generate more electrons by Coulomb inelastic scattering and other electrons interacting with each other, thereby promoting the photoreduction reaction, or (3) the interaction of the excited surface plasma with the adsorbate induces direct electron injection into the adsorbate. Therefore, it can be inferred that plasma decay of the Bi/ZnO occurred at about 500 nm by (2) and (3). As for the BiNPs/ZnO samples, the excited electrons generated from the BiNPs through mechanism (2) was quickly injected into the tightly bound ZnO through the mechanism (3). Afterwards, the photo-induced electron would be reduced from Cr2O72− to Cr3+ on the surface of the ZnO particle. As shown in Figure 9, this transfer facilitated the e−/h+ separation and caused lots of electrons on the surface of ZnO and holes on Bi, respectively, thereby greatly promoting the photocatalytic reduction of the Cr(VI) solution.





3. Experimental


3.1. Synthesis of BiNPs/ZnO Nanocomposite


ZnO nanoparticles were prepared using our previous work [34]. Virgin Bi particles were prepared using Dong’s method [16]. The BiNPs/ZnO nanocomposites with various loadings of Bi were synthesized by the following typical procedure: sodium hypophosphite (10.60 g) was first dissolved in distilled water (20 mL) in a beaker and then stirred for 15 min to make the solids dissolve completely. Afterwards, tartaric acid (0.05 g), sodium hydroxide (0.25 g), and distilled water (37.5 mL) were added to the above solution by stirring. After all reactants were dissolved, 1.0 g of ZnO was added to the solution. Then, the mixture was ultrasonically treated for 30 min to obtain a well-dispersed solution (solution A). Meanwhile, distilled water (17.6 mL), concentrated nitric acid (2.4 mL), and bismuth nitrate pentahydrate (9.7 g) were successively added to in a 50 mL glass beaker while continuously stirring. The resulting solution was marked as solution B. A 2.5 mL dose of solution B was dropped into solution A while stirring. Ten minutes later, the resulting precursor suspension was treated at 60 °C for 6 h. The resulting white solid was filtered, washed with water and ethanol four times, and dried at 40 °C for 12 h to obtain the final BiNPs/ZnO, labeled as Bi-ZnO-50 in which the mass ratio of Bi to ZnO was 50%. Just by changing the amount of ZnO in the procedure mentioned above, the BiNPs/ZnO composites with 10%, 50%, 80% mass ratio of Bi-to-ZnO were also prepared, respectively. For comparison, the as-prepared Bi and ZnO with a mass ratio of 80% were added to the ethanol solution. After sonicating for 30 min, the resulting sample was filtered, washed with ethanol, and dried at 40 °C for 12 h to give the physically mixed sample BiNPs/ZnO marked as Bi-ZnO-80(P).




3.2. Characterization


The XRD was used to phase analysis of the sample, which was conducted on PANalytical X’pert Pro powder (Almelo, The Netherlands) diffractometer through Cu-Ka radiation (λ = 1.5418 Å) with a scan step of 0.013°. In order to analyze the morphology of the sample, SEM was conducted on a FEI F250 scanning electron microscope with acceleration voltage of 30 kV. To further understand the phase and morphology, HRTEM was carried out on a FEI Tecnai G2 F20 (Hillsboro, OR, USA) field-emission transmission electron microscope at an accelerating voltage of 200 kV. XPS was used to analyze the composition of the surface of the sample, and it was performed on an ESCALAB 250 Xi photoelectron (Waltham, MA, USA) spectrometer using a monochromatic Al Kα X-ray source (hν = 1486.6 eV). The UV-vis DRS was carried out on a Hitachi U-4100 (Hitachi Ltd., Tokyo, Japan) UV-vis spectrophotometer using BaSO4 as the reference specimen, which was normally conducted to detect the band gap of the photocatalyst. In order to further explore the separation of electron–hole pairs after excited by visible light, we conducted PL and EIS tests. PL were recorded on a HITACHI F-7000 (Tokyo, Japan) to explore the optical properties of the obtained specimens. Photoelectrochemical measurements were conducted using in a three electrodes quartz cell with 0.1 M Na2SO4 electrolyte solution on the electrochemical system (CHI-760E, Shanghai, China). Platinum wire was used as counter, saturated calomel electrode (SCE) used as reference electrodes and ZnO, Bi-ZnO-80 electrodes on ITO served as the working electrode.




3.3. Photocatalytic Tests


The photocatalytic performances of BiNPs/ZnO composites were assessed by photoreduction of Cr(VI) solution under different conditions. All the experiments were carried out using a BILON-CHX-V photoreactor (Shanghai Bilon Instruments Manufacture Co., Ltd., Shanghai, China) and a 500 W Xenon lamp with working current 5 A, with the maximum wavelength emission at 470 nm as the visible light source (Shanghai Jiguang Special Lighting Factory, Shanghai, China). The mixture of Cr(VI) (50 mg/L) was made by dissolving K2Cr2O7 in distilled water. In each experiment, a 100-mg photocatalyst was mixed with 50 mL of aqueous Cr(VI). Before irradiation, the mixture solution was vigorously stirred in the dark for 1 h to reach the adsorption–desorption equilibrium. At the time of irradiation, 3 mL of the clear reaction aqueous was obtained by separating the as-prepared samples using a centrifugation a the solution at a certain time interval. The concentration of Cr(VI) was at the discretion of the outcome, which resulted in a 1,5-diphenylcarbazide method at a wavelength of 540 nm using UV-1000 spectrophotometer [57]. As a point of comparison, blank experiments (without the addition of as-prepared samples) wer conducted. In order to detect the physical adsorption capacity of composites, dark experiments were performed under the identical conditions. C was defined as the concentration of Cr(VI) after the irradiation t, and C0 was the concentration of Cr(VI) after adsorption equilibrium, and thus the removal ratio of Cr(VI)(η (%)) was determined by (1 − C/C0) × 100%.





4. Conclusions


In general, BiNPs/ZnO photocatalysts were successfully synthesized in an ordinary eco-friendly synthesis method. An intimate interfacial interaction was constructed between ZnO and Bi phases in the prepared photocatalysts. Bi/ZnO nanocomposites showed outstanding Cr(VI) removal activity, excelling in virgin ZnO, Bi, and the sample prepared employing the physical mixing method. The improvement of photocatalytic performance was derived from the synergy effect of the excellent Cr(VI) physical adsorption from an aqueous solution and enhanced light absorption in visible light regions due to the SPR effect of Bi, leading to the effective separation of photogenerated carriers across the junction interface within the composites. The Bi/ZnO photocatalyst prepared in this paper is being further assessed by degrading other contaminants and exhibit potential applications for water treatment and remediation.
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Figure 1. XRD (X-ray diffraction pattern) spectrums of ZnO, Bi and BiNPs/ZnO with different Bi contents. 
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Figure 2. SEM (scanning electron microscopy) images of (a,b) Bi, (c,d) ZnO, and (e,f) Bi-ZnO-80. 
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Figure 3. HRTEM (high-resolution transmission electron microscope) images of (a,b) Bi, (c,d) ZnO, and (e,f) Bi-ZnO-80. 
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Figure 4. (a) XPS survey spectra, (b) Bi4f, and (c) Zn2p peaks of the Bi-ZnO-80 composite. 
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Figure 5. (a) DRS spectra and (b) plots of (Ahν)2 versus hv for ZnO and BiNPs/ZnO anocomposites. 
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Figure 6. (a) PL spectra of ZnO and Bi-ZnO-80 photocatalysts and (b) EIS plots of the ZnO and Bi-ZnO-80 photocatalysts with light on/off cycles under the irradiation of visible light (λ > 420 nm) [Na2SO4 = 0.1 M]. 
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Figure 7. (a) Photoreduction of aqueous Cr(VI) using BiNPs/ZnO, Bi and ZnO photocatalysts under visiblelight irradiation, (b) Photocatalytic reduction of Cr(VI) of different initial concentration by Bi-ZnO-80 composite, (c) Photocatalytic reduction of Cr(VI) by different dosage of Bi-ZnO-80 composite, (d) Photoreduction of aqueous Cr(VI) using Bi-ZnO-80 composite synthesized by Bi-ZnO-80 and Bi-ZnO-80(P) under visiblelight irradiation. 
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Figure 8. Removal ratio by physical adsorption and photocatalysis of Cr(VI) over Bi-ZnO-10, Bi-ZnO-50, and Bi-ZnO-80. 
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Figure 9. Mechanism for Cr(VI) removal catalyzed by BiNPs/ZnO nanocomposites under visible light irradiation. 
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