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Figure S1. FT-IR spectra of (a) EWH, (b) LDH, (c) EWO, and (d) MMO.

2. Table S1. The crystallite size of EWH, LDH, EWO, and MMO.

(003) (110) (200) (220)

nm nm nm nm
EWH 4.95 5.20 - -
LDH 4.42 5.64 - -
EWO - - 2.88 3.67

MMO - - 2.78 3.43
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