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Abstract:

 The metallic state of the molecular conductor β-(meso-DMBEDT-TTF)2X (DMBEDT-TTF = 2-(5,6-dihydro-1,3-dithiolo[4,5-b][1,4]dithiin-2-ylidene)-5,6-dihydro-5,6-dimethyl-1,3-dithiolo[4,5-b][1,4]dithiin, X = PF6, AsF6) is transformed into the checkerboard-type charge-ordered state at around 75–80 K with accompanying metal-insulator (MI) transition on the anisotropic triangular lattice. With lowering temperatures, the magnetic susceptibility decreases gradually and reveals a sudden drop at the MI transition. By applying pressure, the charge-ordered state is suppressed and superconductivity appears in β-(meso-DMBEDT-TTF)2AsF6 as well as in the reported β-(meso-DMBEDT-TTF)2PF6. The charge-ordered spin-gapped state and the pressure-induced superconducting state are discussed through the paired-electron crystal (PEC) model, where the spin-bonded electron pairs stay and become mobile in the crystal, namely the valence-bond solid (VBS) and the resonant valence bonded (RVB) state in the quarter-filled band structure.
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1. Introduction

Recently, molecular conductors have attracted much interest as highly correlated electron systems. Most molecular charge transfer (CT) complexes have [(donor)2]1+: (anion)1− = 2:1 stoichiometry and a 3/4-filled band structure. The strongly dimerized system shows the dimer Mott state with an effective 1/2-filled band for κ and β'-type BEDT-TTF complexes, whereas the non-dimerized one reveals the charge-ordered state for θ-type complexes [1,2]. In order to obtain a variety of electronic states, the correlation parameters have been changed systematically by modifying the BEDT-TTF molecule. As a result, BEDT-TTF derivatives and their charge transfer complexes have been synthesized and prepared, and their physical properties have been investigated [3,4,5,6,7,8,9].

Among the CT salts based on BEDT-TTF derivatives, the complex β-(meso-DMBEDT-TTF)2PF6 with 3/4-filled band structure shows relatively weak metallic behavior from room temperature to 75 K and at an ambient pressure (Figure 1, [4,7]). The distinct metal-insulator transition occurs at 75 K, where the checkerboard-type charge ordering (CO) appears by accompanying the lattice distortion [5,6]. The charge disproportionation was also confirmed to be D0.25+D0.75+ from D0.5+D0.5+ [D = meso-DMBEDT-TTF] by IR and Raman spectroscopy [9]. By applying weak pressure, the superconducting (SC) transition occurs at Tc = 4.6 K under 0.06 GPa. The origin of the checkerboard-type charge-ordering pattern can not be explained only by Coulomb interaction [6]. The relation between the CO and the superconductivity is also under question. In order to clarify the origin of the checkerboard-type CO and its relation to the superconductivity, the preparation, the crystal structure analysis at 30 K, and the electrical and the magnetic properties of β-(meso-DMBEDT-TTF)2AsF6 were investigated in addition to the PF6 complex [3,4,5,6,7,8,9].

Figure 1. (a) Molecular structure of meso-DMBEDT-TTF and (b) temperature dependence of the electrical resistivity under pressure for β-(meso-DMBEDT-TTF)2PF6 [4,6,7].



[image: Crystals 02 01502 g001 1024]









2. Results and Discussion


2.1. Metallic State at 298 K to Charge-Ordered State at 30 K for β-(meso-DMBEDT-TTF)2AsF6

The complex β-(meso-DMBEDT-TTF)2AsF6 is isostructural to the complex β-(meso-DMBEDT-TTF)2PF6 both at 298 K and 30 K. At 298 K, the crystallographically independent molecules are one donor and a half anion. Below 70 K, the unit cell is doubled, so that there are two crystallographically independent donors and one anion; the equivalent donors (D0.5+ D0.5+) in a dimer at 298 K are transformed to the charge-disproportionated donors (D0.65+ D0.35+), which are in the charge—rich D0.65+ and the charge—poor D0.35+ states (Figure 2, Table 1). Between dimers, two charge—rich D0.65+D0.65+ and two charge—poor D0.35+D0.35+ are adjacent, such as in ··D0.65+)(D0.65+D0.35+)(D0.35+·· in the stacking direction, and construct the checkerboard-type charge-ordered state. Although the charge-ordered patterns of the PF6 and the AsF6 complexes are similar, the degree of charge disproportionation is relaxed from D0.75+D0.25+ for the PF6 complex to D0.65+D0.35+ for the AsF6 complex. As an anion size increases from PF6− to AsF6 −, the unit cell volume at 298 K gets larger from 906(2) Å3 [4] to 914.3(7) Å3 and the dimerization ratio r2/ r1 decreases from 2.74 to 2.12 at 298 K (Table 2). As a result, the degree of the charge split is reduced from D0.75+D0.25+ to D0.65+D0.35+. In the charge-ordered state, both kinds of dimerization ratio of the AsF6 complex (r2/r1 = 1.94, r4/r3 = 1.34) are smaller than those of the PF6 complex (2.01, 1.39). With a lowered temperature, the reduction rate of the dimerization ratio{[(r2/r1) (30 K)]/[(r2/r1) (298 K)] = 0.92 and [(r4/r3) (30 K)]/[(r2/r1) (298 K)]} = 0.63 for the AsF6 salt is also smaller than those (0.73 and 0.51) for the PF6 salt.

Figure 2. Checkerboard-type charge ordering by crystal structure analysis for β-(meso-DMBEDT-TTF)2AsF6. The charge-rich and charge-poor molecules are indicated by red and blue. (a) r1, r2, r3, r4, p1, p2, q1, q2, q3, and q4 are transfer integrals. (b) The double, single, and dotted lines indicate the strength of intermolecular interactions.
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Table 1. Charge estimation of the TTF moiety of the charge-rich and poor donors by bond length analysis at 30 K for β-(meso-DMBEDT-TTF)2AsF6. The tentative charge δ1 was calculated by an equation from the literature: {δ1 = 6.347*[(b1 + b2 + b3 + b4)/4 + (c1 + c2 + c3 + c4)/4 − a− (d1 + d2)/2)] − 7.463} [10]. The real charge δ2 was estimated to be +0.65 and +0.35 by normalization of the δ 1 values, respectively. The sum of the two δ2 values was set to be +1.  [image: Crystals 02 01502 i002]
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	b1 (Å)
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b3 (Å)

b4 (Å)
	c1 (Å)

c2 (Å)

c3 (Å)

c4 (Å)
	d1 (Å)

d2 (Å)
	δ1
	δ2





	charge-rich

donor
	1.379(4)
	1.735(3)

1.728(3)

1.722(3)

1.741(2)
	1.748(3)

1.743(3)

1.752(3)

1.751(3)
	1.354(4)

1.350(4)
	+0.76(3)
	+0.65(3)

[=0.76(3)/ (0.76(3)+0.41(3)) ]



	charge-poor

donor
	1.354(4)
	1.745(2)

1.751(3)

1.753(4)

1.740(2)
	1.749(4)

1.757(3)

1.760(3)

1.757(4)
	1.357(4)

1.350(4)
	+0.41(3)
	+0.35(3)

[=0.41(3)/ (0.76(3)+0.41(3))]









Table 2. Transfer integrals (× 10−2 eV) of β-(meso-DMBEDT-TTF)2X (X = PF6 [4,6], AsF6).



	
Direction

	
298 K

	
Direction

	
11.5 K

	
30 K




	
PF6

	
AsF6

	
PF6

	
AsF6






	
r1

	
8.24

	
9.86

	
r1

	
12.6

	
12.9




	
r 2

	
22.6

	
20.9

	
r2

	
25.3

	
25.1




	
r 3

	
-

	
-

	
r3

	
18.2

	
18.7




	
r 4

	
-

	
-

	
r4

	
25.3

	
25.1




	
p1

	
−4.75

	
−4.89

	
p1

	
−4.4

	
−4.3




	
p2

	
-

	
-

	
p2

	
−6.1

	
−6.1




	
q1

	
4.38

	
4.03

	
q1

	
3.7

	
3.7




	
q2

	
11.5

	
10.7

	
q2

	
10.7

	
10.6




	
q3

	
-

	
-

	
q3

	
4.2

	
4.3




	
q4

	
-

	
-

	
q4

	
10.7

	
10.6




	
r2/r1

	
2.74

	
2.12

	
r2/r1

	
2.01

	
1.94




	
r4/r3

	
-

	
-

	
r4/r3

	
1.39

	
1.34




	
Ref.

	
[4]

	
this work

	
-

	
[6]

	
this work

















In order to elucidate the electronic state at 298 K, the correlation parameters WU/ΔE [WU: upper band width, ∆E: on-site Coulomb repulsion energy = 2 * (intradimer transfer energy)] of the obtained β-(meso-DMBEDT-TTF)2X (X = PF6, AsF6) at 298 K are shown in Table 3. The parameters WU/ΔE are calculated to be 1.11–1.23, which is comparable to those of κ-(BEDT-TTF)2X {1.24 for X = Cu(NCS)2 [11,12,13], 1.11 for Cu2(CN)3 [13]}. Therefore, the complexes β-(meso-DMBEDT-TTF)2X (X = PF6, AsF6) might be in the dimer state at 298 K.


Table 3. Band parameters of β-(meso-DMBEDT-TTF)2X (X = PF6, AsF6) and κ-(BEDT-TTF)2X [X = Cu(NCS)2, Cu2(CN)3] at 298 K. The parameters Wu, WL, W, Eg, ΔE, and Wu/ΔE denote the upper band, lower band, total bandwidth, energy gap between upper and lower bands, ΔE = 2*(intradimer transfer integral), and Wu/ΔE.



	

	
WU

	
WL

	
W

	
Eg

	
∆E

	
WU/∆E

	
ref.






	
β-(meso-DMBEDT-TTF)2PF6

	
0.50

	
0.40

	
0.93

	
0.02

	
0.45

	
1.11

	
[4]




	
β-(meso-DMBEDT-TTF)2AsF6

	
0.51

	
0.43

	
0.92

	
0

	
0.42

	
1.23

	
this work




	




	
κ-(BEDT-TTF)2Cu(NCS)2

	
0.57

	
0.36

	
1.08

	
0.16

	
0.46

	
1.24

	
[11,12,13]




	
κ-(BEDT-TTF)2Cu2(CN)3

	
0.50

	
0.33

	
1.00

	
0.17

	
0.45

	
1.11

	
13]









Moreover, the enhancement of the mid-infrared conductivity hump in the optical spectra for β-(meso-DMBEDT-TTF)2PF6, which originates from a transition between lower and upper Mott Hubbard bands, demonstrates experimentally that the complex is in the dimer state from room temperature to 75 K [14]. Since the lower bandwidth of β-(meso-DMBEDT-TTF)2X is wider than that of κ-(BEDT-TTF)2X, the gap between the upper and lower bands (Eg) is 0–0.02 eV and the complex β-(meso-DMBEDT-TTF)2PF6 shows weak metallic behavior from room temperature to 75 K at an ambient pressure (Figure 1, [4,7]). Below 75 K, the dimer optical peak stops growing and the charge-ordering band starts to increase [14].



2.2. Pressure-Induced Superconductivity of β-(meso-DMBEDT-TTF)2AsF6

Figure 3 shows the temperature dependences of resistivities under an ambient and a pressurized condition for β-(meso-DMBEDT-TTF)2AsF6. This complex with 0.1 ohm cm at 300 K exhibits weak metallic behavior down to 90 K and is transformed into the insulating state. Compared with β-(meso-DMBEDT-TTF)2PF6 [4,7], the resistivity at room temperature is similar, 0.1 ohm cm, but the metal- insulator transition is broader. The rapid increase of the resistivity was suppressed under 0.19 GPa and a distinct resistivity drop at 4.2 K was observed under 0.38 GPa. As pressure is applied, the temperature of the resistivity drop decreases monotonically with −4.7 K/GPa, which is similar to that of β-(meso-DMBEDT-TTF)2PF6, −4.5 K/GPa [7]. As shown in Figure 4, the resistivity drop under 0.38 GPa was suppressed by applying a magnetic field and proved to be the superconducting (SC) transition. This magnetoresistance reached +32% just above the transition temperature of 4.6 K under 9 T, which might have been due to the Pauli Blockade originating from CO [15], similar to the case of β-(meso-DMBEDT-TTF)2PF6 [7].

Figure 3. (a) Temperature dependence of electrical resistivity (a) from ambient pressure to 1.5 GPa and (b) under 0.38–0.6 GPa for β-(meso-DMBEDT-TTF)2AsF6.
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Figure 4. Temperature dependence of electrical resistivity under a magnetic field for β-(meso-DMBEDT-TTF)2AsF6.
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Figure 5(a) shows the temperature dependence of resistivity under pressure below 30 K. The analysis of ρ  [image: Crystals 02 01502 i001] Tα was carried out under several pressures in the temperature range of 2 < T < 20 K. The exponent α is 2 when the electronic state is in the Fermi liquid nature. Near the superconducting state, α is calculated to be 1.3 under 0.9 GPa. The power α increases almost linearly with application of pressure. The pressure dependence is dα/dP = 0.6 K/GPa, which is much faster than those of (TMTTF)2X (X = PF6, AsF6) with 0.15–0.19 K/GPa [16]. The system at 1.5 GPa is non-Fermi liquid (NFL) with α = 1.7 and might be realized to be the Fermi liquid above 2.5 GPa if the linear extrapolation of the pressure dependence is assumed.

Figure 5. (a) Temperature dependence of electrical resistivity under pressure and (b) pressure dependence of Tc, Tmin, and a [the superconducting transition temperature, the temperature of resistivity minimum, and ρ  [image: Crystals 02 01502 i001] Tα in Figure 5(a)] for β-(meso-DMBEDT-TTF)2AsF6. In (b) CO and SC denote the charge-ordered state and the superconducting state.
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The phase diagram of β-(meso-DMBEDT-TTF)2AsF6 is elucidated in Figure 5(b). At an ambient pressure, the insulating state below the transition temperature is the checkerboard-type charge-ordered state. Upon the application of pressure, the metal-insulator transition temperatures are lowered and the distinct superconducting transition appears under 0.38–0.9 GPa at 4.2–1.9 K. For both complexes β-(meso-DMBEDT-TTF)2X (X = PF6 [7] and AsF6), the SC states compete with the charge-ordered states over certain pressure ranges.







2.3. Magnetic Susceptibility of β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6)

Under ambient pressure, the dimer state of the titled complexes is developed with lowering temperature and is suddenly transformed into the checkerboard-type charge-ordered state with accompanying metal-insulator transition around 75–90 K. In order to clarify the electronic state of β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6), the measurements of static magnetic susceptibilities were carried out as shown in Figure 6. The static magnetic susceptibilities at 300 K for β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6) are 5.5 × 10−4 and 5.3 × 10−4 emu mol−1, respectively. These values are similar to those of the electron-correlated molecular conductors, such as the dimer-Mott molecular conductors κ-(BEDT-TTF)2X {X = Cu(NCS)2, Cu[N(CN)2]Br, Cu[N(CN)2]Cl}, 4.2–4.5 × 10−4 emu mol−1 [17], and the charge-ordered conductor, θ-(BEDT-TTF)2RbZn(SCN)4, 6.0 × 10−4 emu mol−1 [18]. With lowering temperatures, the susceptibilities decrease gradually and drop from 4.7–4.5 × 10−4 emu mol−1 around 80 K to 3.1–2.7 × 10−4 emu mol−1 around 60 K. The susceptibility of the PF6 complex below 80 K was well fitted by the following, as shown by the solid line in Figure 6:

Figure 6. Temperature dependences of magnetic susceptibilities for β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6). The solid line is the fitting curve (see text).
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The contributions of ST1, L2, and Curie1 denote the susceptibilities based on a singlet-triplet model [19], a two-dimensional Heisenberg model [20], and Curie law. The drop of the susceptibility below 80 K is mainly fitted by the singlet-triplet model. Recently, Okazaki and Terasaki et al. reported that the infrared imaging measurements of several samples indicated the inhomogeneity of the charge-ordered and the dimer states even below 80 K [14]. The contribution of the dimer state by the two-dimensional Heisenberg model showed good agreement with the experimental data. At low temperatures, the 0.6% Curie contribution (S = 1/2 and g = 2) is due to the impurity. The behaviors of the PF6 and AsF6 complexes are similar. The measurements of magnetic susceptibilities indicate that the ground state would be the spin-gapped state, which is consistent with the behavior by the NMR measurement [21].

In Section 2.1, the checkerboard-type charge ordering in the PF6 and AsF6 complexes is described. The charge disproportionation is usually caused by the electron-electron repulsion in the closest donor pair [2]. In this case, the dimer (D0.5+ D0.5+) at 298 K is transformed into the charge-disproportionated pair (D0.65+D0.35+) to construct ··D0.65+)(D0.65+D0.35+)(D0.35+·· in the stacking direction below 70 K. This charge distribution induces not only the checkerboard-type charge ordering with accompanying lattice modulation, but also the spin-singlet state at the same transition temperature. This spin-gapped state, namely the two-dimensional Spin Peierls state, is the origin of the checkerboard-type charge ordering and the characteristic feature of the strong electron-phonon coupling for molecular materials.

The electronic state of the titled complexes can be discussed by the spin-singlet paired-electron crystal (PEC) model in the two-dimensional strongly correlated quarter-filled band on the anisotropic triangular lattice [22] [Figure 2]. In the moderate or strong spin and charge frustrated region, the checkerboard-type charge-ordering, wherein the pairs of the charge-rich sites are separated by the pairs of the charge-poor sites, affords the spin-singlet state. The phase diagram as a function of onsite and intersite Coulomb interactions as well as the electron-phonon coupling is also discussed in this model. Moreover, it is speculated that the spin-bonded pairs of the PEC can become mobile for stronger frustration, giving rise to a paired-electron liquid. The titled complexes seem to be explained by the PEC model. The appearance of the checkerboard-type charge ordering in the two-dimensional quarter-filled band on the anisotropic triangular lattice at 70 K affords the spin-gapped state by the static magnetic susceptibility and the NMR measurements at low temperatures. The transfer integrals of charge-rich sites [r3 = 18.2 (the PF6 complex) and 18.7 × 10−2 eV (the AsF6 complex)] are larger than those of charge-poor sites (r1 = 12.6 and 12.9 × 10−2 eV) in the charge-ordered and spin-gapped state for β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6), respectively (Table 2). Under the pressurized condition, both complexes exhibit superconductivity, which was attributed to a paired-electron liquid. The PEC model can be applied for not only β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6), but also thiospinel CuIr2S4 [23] with the charge-ordered and the spin-dimerized transition at 230 K, and triclinic EtMe3P[Pd(dmit)2]2 [24] with the charge-ordered and the spin-gap transition.




3. Experimental Section

Single crystals of β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6) were prepared by the electrocrystallization method of the 0.5 μA constant current with meso-BEDT-TTF (5 mg; anode side) and TBA·X (X = PF6 and AsF6, 15 mg × 2; both anode and cathode sides) in chlorobenzene (10 mL) over a week. The obtained black plate crystals were washed with ethanol and dried.

Reflection data were collected with a Rigaku Mercury CCD (Mo-Kα, λ = 0.71069 Å) at room temperature at the Institute for Solid State Physics and at 30 K at the Institute for Molecular Science. The crystal structures were solved by direct methods and refined with the full-matrix least-squares technique using Crystal Structure software (ver. 4.0.1; Rigaku Co. and Rigaku Americas Co.). Anisotropic thermal parameters were applied to all non-hydrogen atoms. The hydrogen atoms were generated geometrically (C-H = 0.960 Å). The crystal data of β-(meso-DMBEDT-TTF)2AsF6 at 298 K were as follows: C24H24S16AsF6 Fw 1014.33, triclinic, P1-(No. 2), a = 9.162 (4) Å, b = 15.738(8) Å, c = 6.742(3) Å, α = 91.14(1)°, β = 109.811 (9)°, γ = 89.05(1)°, V = 914.3(7) Å3, Z = 1, Dcalc = 1.842 g/cm3, R1(I > 2σ) = 0.0462, wR2 (all data) = 0.0968, and goodness of fit = 0.680; the data at 30 K were as follows: triclinic, P1-(No. 2), a = 9.035(14) Å, b = 13.073(2) Å, c = 16.704(3) Å, α = 106.185(3)°, β = 98.019 (2)°, γ = 108.917(3)°, V = 1734.1(5) Å3, Z = 2, Dcalc = 1.943 g/cm3, R1(I > 2σ) = 0.0372, wR2 (all data) = 0.0558, and goodness of fit = 1.005.

The molecular orbitals were calculated by the extended Hückel method based on the crystal structure data. The transfer integrals were obtained based on the calculated molecular orbitals. The band calculation was carried out by tight-binding approximation utilizing the obtained transfer integrals [25].

The electrical resistivities under ambient and pressurized conditions utilizing PPMS (Physical Properties Measurement System; Quantum Design) were measured by the four-probe method with a carbon paste as contacts in the range of 2–300 K and 0–9 T. The 10 μA current was passed along the crystal long c–axis (1.0 × 0.2 × 0.02 mm3) and the external magnetic field was applied to the c axis. The pressure was applied with a BeCu-NiCrAl clamp cell with Daphne 7373 as a pressure medium. The resistivies of the sample and the Pb wire were measured simultaneously. The superconducting transition temperature of Pb wire indicates the applied pressure [26].

The magnetic susceptibility was measured by an MPMS (Magnetic Property Measurement System; Quantum Design). The diamagnetic contributions of β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6) were estimated by adding the diamagnetic contributions for anions by Pascal’s law [27] and the measured value [28] of BEDT-TTF to be 5.06 × 10−4 and 5.11 × 10−4 emu mol−1, respectively.



4. Conclusions

The metallic state in the two-dimensional strongly correlated system on the anisotropic triangular lattice of β-(meso-DMBEDT-TTF)2X (X = PF6 and AsF6) is transformed to the insulating checkerboard-type charge-ordered and spin-gapped state demonstrated by the crystal structure analysis at low temperatures and with magnetic susceptibility measurement. Upon application of pressure, the SC state appears, which competes with the charge-ordered state within a certain pressure range. The finding that the spin-bonded electron pairs stay in the checkerboard-type charge-ordered state at an ambient pressure and becomes mobile in the frustrated state on the triangular lattice under pressure is discussed based on the paired-electron crystal (PEC) model.
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