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Fig. S1 DSC results of sulfasalazine crystals: (a) crystals obtained from Exp. 7 and (b) 

crystals obtained from Exp. 8. 
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(c) SAS-processed (Exp. 13)

 

Fig. S2 PXRD results of sulfasalazine crystals: (a) original crystals as form I, (b) form 

II crystals obtained from Exp. 7, and (c) A form I + II mixture obtained from 

Exp. 13. 


