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Figure S1. Scale expanded FTIR spectra of PS-b-PVBA/PVBT diblock copolymer/homopolymer blends with 

various compositions based on Figure 6. 



 2 

 

14 12 10 8 6 4

a

a

a

a

a

1H Chemical shift (ppm)

0/100

30/70

50/50

70/30

90/10

VBT/VBA

100/0

 
Figure S2. 1H NMR spectra displaying the chemical shift of the NH groups of VBT/VBA mixtures of various 

compositions. 


