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Supplementary Figure 1. SEM images of as spun PLA fibers (a), PEO/PLA blend
fibers (c), and blend fibers with the PLA removal (e), and the corresponding
distributions of fiber diameter (b, d, f). Note that 10% (w/v) PLA solution was
used for preparing the as spun PLA fibers.
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