Supplementary Table 1. Concentrations of Si, Mg, Ca, Fe and Al (mmol kg-1) from Gamble’s solution over time. All values are given as an average of three replicates with total errors indicated in parentheses. 
	Time (h)
	Si 
	Mg
	Ca
	Fe
	Al

	0
	0.0044 (0.005)
	0.042 (0.0017)
	0.14 (0.0054)
	0.006 (0.0010)
	0 (#N/D)

	0.5
	0.034 (0.0081)
	0.043 (0.012)
	0.023 (0.017)
	0.0018 (0.0005)
	0 (#N/D)

	1
	0.023 (0.013)
	0.028 (0.015)
	0.012 (0.021)
	0.0029 (0.0001)
	0 (#N/D)

	12
	0.074 (0.0022)
	0.081 (0.015)
	0.083 (0.024)
	0.0017 (0.0003)
	0 (#N/D)

	24
	0.074 (0.001)
	0.12 (0.0078)
	0.2 (0.013)
	0.003 (0.0004)
	0 (#N/D)

	48
	0.12 (0.0062)
	0.13 (0.024)
	0.081 (0.044)
	0.0011 (0.0003)
	0 (#N/D)

	96
	0.12 (0.011)
	0.057 (0.041)
	0.049 (0.05)
	0.0054 (0.0033)
	0 (#N/D)

	168
	0.18 (0.031)
	0.09 (0.02)
	0.02 (0.0082)
	0.0055 (0.0033)
	0 (#N/D)



