Supplementary

Table S1. Anisotropic atom displacement parameters for dmisteinbergite (A2).
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Cal 0.0103(6) =U" 0.009(1) O 0  0.0051(3)
Ca2 0.0162(7) =U" 0.014(1) O 0  0.0081(3)
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0.007 (2) 0.006 (1) 0.004 (1) 0.002 (2) 0.003 (2)
0.013 (4) 0.019 (3)-0.005 (3) 0.004 (3) 0.010 (3)




