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Figure S1. (a) XRD pattern, (b) OM image, and (c) room temperature engineering stress-strain curves 51 
of the as-cast T5 samples under compression. 52 
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Figure S2. (a) the surface morphology and (b-d) the fracture morphology of the as-cast T5 samples under 57 
compression. 58 
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