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Figure S1. The change in naproxen rejection of catalytic NF membranes with the addition of PMS or K2SO4. 

The membrane was first coated with 7.0 bilayers of PDADMAC/PSS and then 1.0 bilayer of PDADMAC/PAA. 3 

Fe2+ binding/reducing cycles were performed. The membranes were measured at 2.5 bar. For every data point, 

three individual membrane samples were measured and errors are given as the standard deviation. 
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Figure S2. Permeability of catalytic NF membranes with different binding/reducing cycles. For every data 

point, three individual membrane samples were measured and errors are given as the standard deviation. 
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Figure S3. Surface morphologies of catalytic NF membranes:1.0 (a), 2.0 (b), and 4.0 (c) bilayers of 

PDADMAC/PAA were deposited on top of 7.0 bilayers of PDADMAC/PSS. 3 Fe2+ binding/reducing cycles were 

conducted.  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure S4. The naproxen removal in the feed solution. With the addition of PMS, the samples were taken from 

the feed solution after 1 hour. The membranes were fabricated by coating 1.0, 2.0, and 4.0 bilayers of 

PDADMAC/PAA on top of 7.0 bilayers of PDADMAC/PSS. 3 binding/reducing cycles were then conducted on 

top of the membranes. 
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