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Figure S1 (a) Ftir at a broder wavenumber from 4000cm-1 and raman spectra for a wavenumber between 70cm-1 and 200cm-1.
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Figure S2 (a) SEM analyisis for control, (b) for toluene treated film.
Table S1.
	 
	A
	B
	1

	

	


	Control
	610.89
	8.50
	3.534E-10
	4.358E-09
	0.940129192

	Toluene
	575.3121
	7.03093
	3.611E-10
	6.679E-09
	1.525922815
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