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Materials and methods 

Figure S1A shows an SEM image of raw ATO at 10,000× magnification, and Figure 

A1B shows the indicated area of Figure S1A at 50,000× magnification. The highlighted 

area in Figure S1B was magnified 100,000× (Figure S1C). An EDS mapping image of ATO 

is presented in Figure S1D, and Figure S1E shows the results of EDS analysis of ATO, 

revealing its chemical composition. As expected, high levels of Sn were detected. 

 

Figure S1. (A-C) SEM images of ATO at 10,000×, 50,000× and 100,000× magnifications respectively, 

(D) EDS mapping image of ATO and (E) EDS analysis of ATO revealing its chemical composition 


