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Figure S1. Differential scanning calorimetry (DSC) of small molecules (a) (DFP-BT-DFP, DFP-BT-TPA, 

TPA-BT-TPA); (b) (DFP-DPP-DFP, DFP-DPP-TPA, TPA-DPP-TPA) with a heating rate of 20 oC/min. 

DFP: fluorinated phenyl; BT: 2,1,3-benzothiadiazole; DPP: diketopyrrolopyrrole; TPA: triphenyl 

amine. 
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Figure S2. Thermal gravimetric analysis (TGA) curves of (a) DFP-BT-DFP, DFP-BT-TPA, TPA-BT-

TPA and (b) DFP-DPP-DFP, DFP-DPP-TPA, TPA-DPP-TPA. 
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Figure S3. 1H NMR spectrum of DFP-BT-DFP (measured in CDCl3). 

 

Figure S4. 1H NMR spectrum of DFP-BT-TPA (measured in CDCl3). 
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Figure S5. 1H NMR spectrum of TPA-BT-TPA (measured in CDCl3). 

 

Figure S6. 1H NMR spectrum of DFP-DPP-DFP (measured in CDCl3). 
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Figure S7. 1H NMR spectrum of DFP-DPP-TPA (measured in CDCl3). 

 

Figure S8. 1H NMR spectrum of TPA-DPP-TPA (measured in CDCl3). 
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