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Figure S1. SEM images of rGO (a).

[image: image2.png]Mo

_c
Ni

Mol  wm
o

O R -
. t
T
BA .
T —
(NN
] (O
T
] [
1

keV





Figure S2. The Energy dispersive X-ray Spectrometry (EDS) of the NiS2@MoS2/rGO composites (a).
