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S1. Matrix-assisted laser desorption ionization time-of-flight (MALDI-TOF) mass 
spectrometry. 

The molecular weight of keratin protein was measured by MALDI-TOF analysis using a 
rapifleX ® MALDI instrument (Bruker). For sample preparation, about 5.0 mg of keratin 
powder and 5.0 mg of a-cyano-4-hydroxycinnamic acid (matrix) were first separately dissolved 
in 1 ml of solution mixture made of acetonitrile and water (1:1 weight ratio) containing 0.1% 
trifluoroacetic acid (TFA) [1]. About 10 μL of both sample and matrix solutions were mixed 
well, and 1 μL of the mixture was dispensed onto a MALDI plate and dried. The mass spectrum 
of the sample (with 10000 shots collected) was measured in the range of 500 to 5000 m/z (as 
shown below). 

 

Figure S1: MALDI-TOF MS spectrum of keratin powder. 

 

S2. Deconvolution of Fourier transform infrared (FTIR) spectroscopy data. 

The secondary structure of proteins in fabricated hydrogels was estimated by deconvoluting 
the amide-I region (1580-1690 cm-1) of the measured FTIR data (as shown below) using the 
MagicPlot Student software. The data was fit with multiple Gaussian peaks corresponding to 
β-sheets (1684 cm-1), β-turns (1671 cm-1), random coil and α-helices (1650 cm-1), 
intramolecular β-sheets (1631 cm-1), intermolecular β-sheets (1615 cm-1), and glutamine side 
chain. (1596 cm-1) [2]. The percentage of secondary structures were calculated from obtained 
peak areas. 
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Figure S2: The deconvolution of the amide-I spectral region of the FTIR spectra of fabricated 
hydrogels. 
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