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Figure 1S. 13C NMR spectrum of polyethylene obtained by catalyst 2. 

38      37       36       35      34       33      32       31      30       29       28      27       26      25       24   ppm

 

Figure 2S. (a–c). Mass spectra of {2,6-[(3,5-ph2pz)CH2]2py}VCl3 (1). 
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Figure 2S. Cont. 
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