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Figure S1. Characterization of SeNPs. (A) TEM. (B) Size distribution.  
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Figure S2. Body weight of mice post SeNPs treatment. Experiment: H22 model mice were 

i.p. injected with 3 mg/kg SeNPs, once. 

 


