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Figure S1. Size distribution (A), HRTEM image (B), and size distribution data (C) of the prepared palladium 

nanoparticles. 
 



 
Figure S2. HRTEM images of the prepared carbon foils at different resolutions: 11 000x (A) and 500 

000x (B) 


