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Figure S1. TEM image of the aggregates of primary carbon globules typical of P 267-E grade NGC. 

 

Figure S2. A comparison of the radial contrast intensity profiles obtained for the carbon matrix in 

the samples of CM (a) and PCCNC with incorporated NGC (b) (see Figs. 3d and 4f in the text). 


