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Figure S1. 13C NMR spectra. C16QAB (1), PFPE (2), C16QAB + PFPE PU (3), polyurethane 
(4). 

 

 



 

Figure S2. Zisman plot of advancing contact angles for four liquids. Second-order polynomial 
(quadradic) line fitting (dotted). Linear fit (solid). 

 


