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Figure S1: TEM images and EDS.
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Figure S2: N1s high resolution XP spectra of a) Fe-N-C, b) FeCo-N-C (3:1), c) FeCo-
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N-C (5:3), d) FeCo-N-C (1:1), ) FeCo-N-C (1:3) and f) Co-N-C.
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Figure S3: Fe 2p (left) and Co 2p (right) high-resolution XP spectra.
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Figure S4: ORR curves for all catalysts with indicated standard deviation before (left)
and after (right) the AST.



