
Exploring the effect of hierarchical porosity in BEA 
zeolite in Friedel-Crafts acylations of furan and 
benzofuran  
 

 

Figure S1. Mesopore size distribution for parent and treated samples. 

0.00

0.05

0.10

0.15

0.20

0.25

0.30

0.35

0.40

0.45

1 10 100

Cu
m

ul
at

iv
e 

vo
lu

m
e 

(c
m

3 /
g)

Pore width (nm)

BEA

BEA0.2

BEA0.2AT

BEA0.4

BEA0.4AT


