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Figure S1. EDX spectra of covered nanocomposite membranes 

 

   

1 2 3 4 5

In
te

n
si

ty
 (

a
.u

.)

E (keV)

 C-PC100

1 2 3 4 5

Al Bi

Au V

Ti

O

TiIn
te

n
si

ty
 (

a
.u

.)

E (keV)

 C-PTB2

C

1 2 3 4 5

In
te

n
si

ty
 (

a
.u

.)

E (keV)

 C-PTB5

1 2 3 4 5

In
te

n
si

ty
 (

a
.u

.)

E (keV)

 C-PB100

C

O

Al Bi Au

Bi

Bi

Bi

V



 

  

 

Figure S2. EDX spectra of covered nanocomposite membranes after BSA filtration 


