Supplementary Materials

ZnO-SP

N
o

[Eny
(6]

Frequency

=
o

5
0

20-25 25-30 30-35 35-40

P

40-45 45-50 50-55

Diameter (nm)

Zn0O-SH Zn0O-SH
18 20
16
14 15
§ 12 é>’
g 10 $ 10
o 8 o3
L 6 o
iy 4 &+ 5
2 |_|_'_‘ |_
0 0
o o o N o o o o o % S & S ) o o
0'\(’9 0’”’0 0;{,9 o’o’g 07’% 0’“‘0 05"0 05"(9 0539 %Qb é”'% 0'\’0 6;'\?) 0"@ <o"€o Qﬁ(:) %fib o >
NN D AT S P &8 RN NN I I
Length (nm) Width (nm)
ZnO-FL ZnO-FL
14 10
12 8
3 10 o)
g 8 g ©
> 6 &
o o 4
o 4 i
2 —l_ _I 2
0 0
\e) Q Ne) Q ) Q Ne) Q
N T S A S N G NP MIP O M PP AR M S
N R R R R I FF PSS E
NTONTNTN AT AT A T T ™ ™
Diameter (nm) Length (nm)
Figure S1. Size distribution of ZnO-SP, ZnO-SH, ZnO-FL.
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Figure S2. EDS spectra of ZnO-SP, ZnO-SH, ZnO-FL.



