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Abstract

:

Hollow-core photonic crystal fibers (HC-PCFs) provide an ideal transmission medium and experimental platform for laser–matter interaction. Here, we report a cascaded all-fiber gas Raman laser based on deuterium (D2)-filled HC-PCFs. D2 is sealed into a gas cavity formed by a 49 m-long HC-PCF and solid-core fibers, and two homemade fiber Bragg gratings (FBGs) with the Raman and pump wavelength, respectively, are further introduced. When pumped by a pulsed fiber amplifier at 1540 nm, the pure rotational stimulated Raman scattering of D2 occurs inside the cavity. The first-order Raman laser at 1645 nm can be obtained, realizing a maximum power of ~0.8 W. An all-fiber cascaded gas Raman laser oscillator is achieved by adding another 1645 nm high-reflectivity FBG at the output end of the cavity, reducing the peak power of the cascaded Raman threshold by 11.4%. The maximum cascaded Raman power of ~0.5 W is obtained when the pump source is at its maximum, and the corresponding conversion efficiency inside the cavity is 21.4%, which is 1.8 times that of the previous configuration. Moreover, the characteristics of the second-order Raman lasers at 1695 nm and 1730 nm are also studied thoroughly. This work provides a significant method for realizing all-fiber cascaded gas Raman lasers, which is beneficial for expanding the output wavelength of fiber gas lasers with a good stability and compactivity.
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1. Introduction


As a new type of optical fiber, HC-PCFs provide an ideal transmission medium and experimental platform for laser–matter interaction and have received extensive attention and application in many fields, such as sensing, energy transmission, and communication [1,2,3,4,5]. Unlike traditional optical fibers, HC-PCFs have a hollow core, and the cladding is composed of periodically arranged microstructures with nanometer thickness. Therefore, HC-PCFs can confine the laser light to a hollow fiber core for long-distance transmission, which greatly enhances the interaction between the laser and matter. In 2002, Benabid et al. first reported a gas Raman laser based on HC-PCFs, which reduced the threshold of the stimulated Raman scattering (SRS) of hydrogen by two orders of magnitude based on hydrogen-filled HC-PCFs [6]. Subsequently, fiber gas Raman lasers (FGRLs) have received more and more attention and research [7,8,9,10,11]. This novel fiber laser not only has the advantages of a good beam quality, stability, and heat dissipation like traditional fiber lasers [12], but also combines the convenience of gas Raman lasers in wavelength conversion [13,14,15], which has great potential in expanding the laser wavelength. Up until now, FGRLs have realized a laser output in various wavelengths, from the ultraviolet to mid-infrared band [16,17,18,19,20,21,22,23,24], and enrich the wavelength of fiber lasers. However, almost all of these works only obtain the direct output of a first-order Raman laser. If the first-order Raman laser can work as the pump laser and induce cascaded Raman conversion, cascaded fiber Raman lasers with longer wavelengths can be realized, which is quite profound in enriching and expanding the wavelength.



In 2010, a cascaded FGRL on HC-PCFs has been reported by Beaudou et al. [25]. In this work, the pump wavelength is 1064 nm, and the highest fifth-order Raman line is obtained at 1549 nm. However, the HC-PCF is tapered to expand the transmission bandwidth to transmit high-order Raman lines, so this operation is quite complex and not universal. With the development of anti-resonance hollow-core fibers (AR-HCF) [26,27], cascaded gas Raman has shown more advantages, and cascaded Raman light output at mid-infrared wavelengths can be achieved by using pump sources of common wavelengths. In 2018, Li et al. demonstrated a cascaded 2.8 μm FGRL based on two stages of methane-filled hollow-core fibers (HCFs) [28]. The first stage is pumped by a commercial 1064.6 nm laser; then, the obtained first-order Raman laser at 1543.9 nm is coupled into the second stage, realizing a cascaded Raman laser output. However, the multistage set makes the experimental setup bulky and complex, so realizing cascaded Raman conversion in a single HCF is another feasible choice. In the same year, the cascaded FGRL based on a single gas-filled AR-HCF was also reported [20,21]. Cao et al. [20] used a 1064 nm laser to pump a methane-filled AR-HCF to achieve a cascaded gas Raman laser output at 2.8 μm. Moreover, Gladyshev et al. [21] utilized the cascaded rotational or vibrational Raman conversion in a H2/D2-filled AR-HCF pumped by a 1558 nm laser, realizing a cascaded Raman laser at 3.3 μm and 3.5 μm. In 2023, Lanari et al. reported a 2.58 μm cascaded FGRL based on a methane-filled AR-HCF [29]. The pump wavelength is 1030 nm, and the first- and second-order Raman wavelength is about 1472 nm and 2580 nm, respectively. However, in the works above [20,21,25,29], all cascaded FGRLs couple a pump laser into the gas-filled HCF through free space, giving an unstable and bulky system. Therefore, the motivation of this work is to realize a cascaded FGRL with an all-fiber structure, which will greatly enhance the stability and compactness of the system.



Furthermore, most of the output wavelengths of cascaded FGRLs are concentrated in the mid-infrared band, and other special bands, such as the 1.7 μm band, have not been studied. In fact, due to the unique spectral characteristics of the 1.7 μm band, 1.7 μm fiber lasers have a wide range of applications in the fields of biological imaging, gas detection, material processing, mid-infrared laser generation, and so on [30,31,32,33]. In terms of biological imaging and gas detection, 1.7 μm pulsed lasers are used to achieve a higher sensitivity and deeper penetration and detection depth [32,33]. However, because thulium-doped fibers demonstrate strong reabsorption in the 1.7 μm band [34], and the fabrication technology of bismuth-doped fibers is immature [35], there are great challenges in obtaining 1.7 μm band lasers in traditional solid-core fiber lasers. Therefore, the realization of the 1.7 μm laser output by the cascaded FGRL is also of great significance in enriching the output wavelength of fiber lasers and promoting the practical application of cascaded FGRLs.



Here, we have demonstrated a 1.7 μm all-fiber cascaded FGRL based on a D2-filled HC-PCF. An all-fiber gas cavity is fabricated by splicing solid-core fibers with 49 m HC-PCFs filled by ~24.5 bar of deuterium, and the homemade FBGs with a high reflectivity are introduced at the input and output ends. When pumped by the laser at 1540 nm, the pure rotational SRS of D2 molecules occurs inside the cavity and the first-order Raman power of ~0.8 W at 1645 nm is obtained. By introducing another FBG at the first-order Raman wavelength, an all-fiber cascaded FGRL oscillator is achieved. When the pump source is at the maximum power, the cascaded second-order Raman power of ~0.5 W is realized, containing the lasers at 1695 nm and 1730 nm. The Raman threshold of the cascaded Raman laser is reduced dramatically and the cascaded Raman power is increased by 1.8 times that of the single-pass configuration in this work. This present result is another exploration of the FGRLs and offers a feasible way for realizing all-fiber cascaded Raman lasers based on HCFs.




2. Experimental Setup


Figure 1a shows the schematic diagram of the experimental setup. A homemade erbium-doped fiber amplifier (EDFA) emitting a 1540 nm narrow-linewidth laser works as the pump source. The repetition frequency is adjustable, and the pulse width can be set from 10 ns to 30 ns. The pump source shows similar power characteristics when pulse properties change. Its maximum average output power of ~6.8 W can be obtained and the fluctuation ratio is less than ~0.6% in 7000 s. A fiber coupler is spliced to the pigtail of the pump source directly, which can monitor the real output power (the measured coupling ratio is ~99:1). Then, the main output end of the coupler is spliced to the port1 of a circulator. Due to the same fiber type (SMF-28e, Corning Incorporated, Corning, New York, NY, USA), the splicing loss can be ignored, but the insert loss of the circulator is nonnegligible, and its value is ~0.7 dB. The medium that provides the place for the interaction between gas and laser is a 49 m-long HC-PCF, which is the same as the fiber used in our previous work [36]. Its core diameter and the mode field diameter are ~10 μm and ~9 μm, respectively. In the range of 1500–1700 nm, the transmission loss is less than 0.08 dB/m. To fabricate the all-fiber gas cavity, we fusion-spliced one end of the HC-PCFs with a single-mode solid-core fiber (SMF-28e, which has a relatively close mode field diameter of ~10 μm) as the input end of the cavity. The splicing loss of the splice is estimated to be ~1.4 dB. Then, we sealed the other end of the HC-PCF into a homemade gas cell and vacuumed it with a customized vacuum pump. After that, the HC-PCF is filled with high-pressure D2 and stands for more than 10 h. When the gas inside the hollow core is balanced, take it out of the gas cell and splice it with another solid-core fiber quickly, which works as the output end of the gas cavity. The splicing loss is estimated to be 1.9 dB. Due to the HC-PCF being filled with gas, the parameters of the fusion splice should be adjusted slightly to protect the hollow core from collapsing. By calculating the amount of gas leakage [37], the final gas pressure inside the gas cavity is estimated to be ~24.5 bar. It should be noted that the all-fiber gas cavity is fabricated by directly fusion-splicing a HC-PCF and solid-core fibers, which is only suitable for solid-core fibers and HC-PCFs with similar diameters of the core and the mode field. If there is a large difference in the core and mode field diameters between the solid-core fiber and the HC-PCFs, it is necessary to taper or expand the core of the solid-core fiber to match the core and mode field diameters of the two, to reduce the splice loss [38,39]. Moreover, the all-fiber gas cavity has good thermal stability, and only when the temperature is high enough to cause the microstructure inside the HC-PCFs to expand and deform (which may be as high as several hundred degrees Celsius in quartz HC-PCFs) could the loss characteristics of the fusion point and the transmission characteristics of the all-fiber gas cavity be affected. However, the all-fiber gas cavity is sensitive to mechanical stress, especially transverse stress, which may cause damage to fusion points and the deformation of the microstructure inside HC-PCFs.



For our experiment, we obtained the laser output by pumping different combinations of the D2-filled all-fiber gas cavity and FBGs. Firstly, we fusion-spliced the input end of the gas cavity with a 1645 nm FBG (marked as FBG2 in Figure 1a), which had been spliced with the circulator port3, and then added a 1540 nm FBG (marked as FBG1) at the output end and measured its output characteristics. We define it as Setup 1. Subsequently, we added another FBG at 1645 nm (marked as FBG3) at the output end of FBG1, realizing a cascaded FGRL oscillator, which is named Setup 2. These FBGs were inscribed in single-mode fibers (SMF-28e, Corning Incorporated, Corning, New York, NY, USA) by using ultraviolet laser phase mask technology, and their transmission spectra are shown in Figure 1b,c. The center wavelength of the FBG1 transmission spectrum is 1540 nm with a depth of greater than 20 dB, corresponding to a reflectivity of greater than 99%. The FBG2 and FBG3 have the same center wavelength of 1645 nm with a depth of greater than 20 dB, and the corresponding reflectivity is also greater than 99%. Moreover, the bandwidth of these FBGs is sufficient to cover the pump line and Raman line because the linewidth of the pump light and Raman light is very narrow.




3. Results and Discussion


3.1. Output Spectrum


Figure 2a shows the output spectrum of Setup 1 with the different repetition frequencies when the pump power is at its maximum. Considering the influence of the pulse peak power on the Raman threshold of the D2 gas and the nonlinear effect in the solid-core fiber, the pulse width is set to 20 ns. It can be seen that, due to the reflection at 1540 nm offered by FBG1, no pump line is detected in all three cases. The added FBG1 at the pump wavelength increases the interaction distance between the gas and lasers and improves the utilization of the pump light. For the case with a repetition frequency of 1 MHz, as the peak power of the pulse is sufficiently high, more than one Raman line is generated and the cascaded Raman conversion occurs apparently. The pump light is converted into the first-order Raman light at 1645 nm with a Raman shift of ~414 cm−1. The lines at 1695 nm, 1730 nm, and 1765 nm are cascaded second-order Raman lines that all converted from the first-order Raman line at 1645 nm, and the corresponding Raman shifts are ~179 cm−1, ~298 cm−1, and ~414 cm−1, respectively. All the cascaded Raman lines have a similar and weak intensity, which is mainly due to the complicated conversion and the dispersed energy of the second-order Raman pulse. When the repetition frequency is adjusted to 2 MHz, the peak power of the pump pulse is reduced by two times, and only first-order Raman conversion occurs. The absence of the other Raman lines implies the cascaded Raman conversion is inadequate. For the case with a repetition frequency of 3 MHz, the peak power of the pump pulse keeps decreasing, but there are still second-order Raman lines at 1695 nm and 1730 nm, except for the line at 1765 nm. This is mainly because the positive feedback provided by the gas cavity makes the pulses overlap, reducing the Raman threshold power of these two lines [23], but the peak power of the pump pulse is still lower than the threshold peak power of the Raman line at 1765 nm, and the transmission loss at this wavelength is also much higher.



Figure 2b presents the spectral characteristics of the FGRL with Setup 2. When pumped at the maximum power, its output spectrum shows similar compositions, but the intensity is quite different. For the case with a repetition frequency of 1 MHz, the additionally added FBG3 reflects the laser at 1645 nm back into the cavity; thus, the line at this wavelength becomes weaker. The cascaded Raman conversion still occurs and their intensity resembles that of Setup 1. When the repetition frequency increases to 2 MHz, besides a weak 1645 nm line, there is another weak line at 1765 nm, which corresponds to the strongest Raman gain among the other high-order Raman lines [40]. It indicates that the added FBG3 promotes the cascaded Raman conversion. For the case with a repetition frequency of 3 MHz, compared to the spectrum in Figure 2a, the main difference between them is only the intensity at 1645 nm, and the lines at 1695 nm and 1730 nm are unstable and changeable in both of them; we will discuss this in Section 3.3.




3.2. Output Pulse Shape


By using bandpass filters with a different transmittance, we can separate the pump pulse and the Raman pulse effectively, and then delve into its temporal characteristic. To explore the temporal characteristics of the first-order Raman conversion, we set the pulse width to 20 ns with a repetition frequency of 2 MHz in Setup 1, and measured the evolution of pulse shapes with the incident pump power (the actual output power at the circulator port2), as shown in Figure 3. For the forward pulse in Figure 3a, there is only the first-order Raman pulse at 1645 nm detected. These pulses show a good Gaussian shape and become wider with the increasing of the incident pump power, which is because more and more energy of the pump pulse beyond the Raman threshold participates in Raman conversion. The residual pump pulse of the forward output is reflected into the cavity by the FBG1 and the second-order Raman pulse is too weak to be measured. Figure 3b shows the pulse shapes of the backward output. The pulse detected earlier is the pump pulse, which is mainly from the forward pump pulse’s reflection at splice 1. Another pulse detected later is the backward pump pulse that is reflected by the FBG1, and the dip in the profile of these pulses is caused by the Raman conversion. Moreover, we also detected the backward Raman pulse at 1645 nm, and its evolution is similar to that of the forward Raman pulse, so we omit its analysis.



Furthermore, we measured the shapes of the output high-order pulses during the cascaded Raman conversion in Setup 2. As a result of the weakness and the absence of the lines, we only obtain the result when the width of the pump pulse is 20 ns and the repetition frequency is adjusted to 3 MHz, as shown in the following figure. Due to the good reflection ability of these FBGs at 1645 nm, almost all of the first-order Raman laser is reflected into the gas cavity and interacts with the deuterium continuously, which promotes the cascaded Raman conversion. We only detected the Raman pulse at 1695 nm at the forward output when the pump power is the maximum, and its shape is shown in Figure 4a. It can be seen that the pulse width is much narrower than 20 ns. In fact, there is another second-order Raman line at 1730 nm, as shown in Figure 2a, but, due to the low transmittance of the bandpass filter at this wavelength and its own instability, we cannot detect this pulse. We will discuss its characteristics in Section 3.3. Figure 4b presents the shape of the backward Raman pulse at 1695 nm, and it has a similar shape to that of the forward Raman pulse but is much weaker. The protuberance besides the pulse is the disturbance caused by the detector.




3.3. Output Power Characteristics


When the pulse width is set to 20 ns and the repetition frequency is 3 MHz, we measured the power characteristics of the FGRL with a different experiment setup, as shown in Figure 5. For the first-order Raman power in Figure 5a, as the increasing of the incident pump power in Setup 1, we can obtain the maximum first-order Raman power of ~0.8 W when the incident pump power is ~3.9 W, and the corresponding total conversion efficiency is ~21.6%. Subsequently, the output Raman power decreases gradually, which is mainly caused by the cascaded Raman conversion. In Setup 2, although the cascaded Raman conversion has occurred inside the gas cavity (as discussed early in Section 3.1), we still cannot detect the Raman power. The reason is that the laser at 1645 nm is reflected by the FBG3, and the second-order Raman laser at 1765 nm is too weak to be measured. In addition, there is no pump power measured, which is consistent with the results in Figure 2.



Then, we measured the cascaded second-order Raman power, and the curves of the power are shown in Figure 5b. It is clear that both curves show a similar trend, and, when the incident pump power exceeds the cascaded Raman threshold power, the second-order Raman power increases almost linearly. For Setup 1, the average threshold power of the cascaded Raman laser is ~4.3 W and the maximum cascaded Raman power of ~0.3 W is obtained when the pump is at the maximum. When the FBG3 in Setup 2 is introduced, the cascaded Raman conversion is enhanced greatly. The average power of the cascaded Raman threshold is reduced to ~3.8 W, meaning an 11.4% reduction in peak power. The maximum cascaded Raman power is also increased to ~0.5 W, which is 1.9 times the power in Setup 1.



The curves of the backward pump power in Figure 5c increase at first, which is mainly due to the increasing incident pump power reflected by the FBG1. When the incident pump power exceeds the average power of the Raman threshold, the first-order Raman conversion occurs. It can be seen that the introduction of FBG3 at the Raman wavelength can reduce the threshold power, which has been demonstrated in our previous work [36]. Subsequently, the residual pump power reduces gradually, causing the decrease in the curves, and the backward pump power is mainly from the Fresnel reflection of splice 1. As a result of the same pump source in the two setups, the two curves are almost consistent with each other.



We have also calculated the second-order Raman conversion efficiency of the cascaded FGRL, as shown in Figure 5d. For Setup 1, the maximum total conversion efficiency of 5.34% is obtained when the incident pump power is the maximum. But, when the splicing loss of splice 1 and splice 2 is considered, the corresponding efficiency inside the gas cavity is 11.4%. For Setup 2, due to the promotion of the FBG3, the total conversion efficiency is improved to 10.0%, and the inside efficiency is 21.4%, which is higher than that of the reported cascaded FGRLs [20,21,29]. By optimizing the splice loss and the fiber length, this efficiency is expected to be further improved.



As a matter of fact, for the cascaded Raman laser in Setup 2, there are two components at 1693 nm and 1730 nm. We separated them by two bandpass filters and measured their power stability successively when the pulse width was 20 ns and the repetition frequency was 3 MHz, as shown in Figure 6. It is noted that the stability of the total cascaded Raman power in Figure 6c is measured without using the filter. We can see that all of them are volatile and fluctuate greatly. For better comparisons, the data are analyzed by calculating, as shown in Table 1. Apparently, both the powers of the laser at 1695 nm and 1730 nm have a larger fluctuation range than that of the total power. We calculated the average power of them in 3000 s and the total average power is almost the sum of that of the two separated lasers. The standard deviation reflects the fluctuation degree of power. The fluctuation of power at 1695 nm is the largest, but the fluctuation of total power is relatively small. Thus, we only measured the total power as shown above to present the power evolution of the cascaded Raman laser.



Furthermore, in order to explore the relationship between the cascaded lasers at 1695 nm and 1730 nm, we measured the output spectrum of the cascaded lasers at different times by the optical spectrum analyzer with a high resolution and plotted the results in the linear co-ordinate system showing in Figure 7, which is more intuitive to show the variations. As we can see, the power of the 1695 nm laser dominates, while that of the laser at 1730 nm changes randomly. We think this is mainly caused by the competition between the two. The laser at 1695 nm with a Raman shift of ~179 cm−1 has a lower Raman gain but its corresponding transmission loss is also lower, while the laser at 1730 nm with a Raman shift of ~298 cm−1 has a much higher Raman gain [40], but is much easier to be depleted due to the higher transmission loss. Therefore, when the coupled pump power remains constant, this competition leads to fluctuations in the cascaded Raman power. Since competition causes output power fluctuations, which affects the stability and reliability of the FGRLs, the competition should be suppressed as much as possible in practical applications. On the one hand, referring to various dopants or different materials in the solid-core fiber to change the Raman gain [41,42,43], a special gas-mixing system could be designed to control the distribution and concentration of gas components to reduce gain competition. On the other hand, spectral filtering techniques can be used to select the output wavelength. For example, FBG can be used to selectively enhance the desired cascaded Raman lines and suppress unwanted cascaded Raman lines.





4. Conclusions


We have demonstrated an all-fiber gas Raman laser oscillator at 1.7 μm based on the D2-filled HC-PCFs. An all-fiber gas cavity is fabricated by a 49 m HC-PCF filled with ~24.5 bar of deuterium and solid-core fibers, and a high-reflectivity FBG at 1540 nm is introduced at the output end. When pumped by the EDFA, the 1645 nm first-order Raman laser is obtained with a maximum power of ~0.8 W. An all-fiber cascaded gas Raman laser oscillator is realized by introducing FBGs beside the cavity. The maximum cascaded Raman power is increased by 1.8 times and the Raman threshold is reduced dramatically. The competition relationship between the second-order Raman laser at 1695 nm and 1730 nm is also studied. By optimizing the splicing loss and fiber length, the output power and conversion efficiency can be further improved. This work is a meaningful exploration of all-fiber cascaded FGRL, which is beneficial for realizing the laser output with an unobtainable wavelength.







Author Contributions


Conceptualization, Z.W. and H.L.; methodology, H.L.; software, W.P.; validation, Z.W., H.L. and L.L.; formal analysis, Z.W.; investigation, H.L.; resources, Z.Z. and X.L.; data curation, J.S.; writing—original draft preparation, H.L.; writing—review and editing, Z.W.; visualization, H.L. All authors have read and agreed to the published version of the manuscript.




Funding


This research was funded by the National Natural Science Foundation of China (NSFC) (11974427, 12004431), the Science and Technology Innovation Program of Hunan Province (2021RC4027), and the State Key Laboratory of Pulsed Power Laser Technology (SKL2020ZR05, SKL2021ZR01).




Data Availability Statement


The data presented in this study are available upon request from the corresponding author. The data are not publicly available due to privacy.




Conflicts of Interest


The authors declare no conflicts of interest.




References


	



Cregan, R.F.; Mangan, B.J.; Knight, J.C.; Birks, T.A.; Russell, P.S.J.; Roberts, P.J.; Allan, D.C. Single-Mode Photonic Band Gap Guidance of Light in Air. Science 1999, 285, 1537–1539. [Google Scholar] [CrossRef] [PubMed]

	



Smith, C.M.; Venkataraman, N.; Gallagher, M.T.; Muller, D.; West, J.A.; Borrelli, N.F.; Allan, D.C.; Koch, K.W. Low-loss hollow-core silica/air photonic bandgap fibre. Nature 2003, 424, 657–659. [Google Scholar] [CrossRef] [PubMed]

	



Couny, F.; Benabid, F.; Roberts, P.J.; Light, P.S.; Raymer, M.G. Generation and photonic guidance of multi-octave optical-frequency combs. Science 2007, 318, 1118–1121. [Google Scholar] [CrossRef] [PubMed]

	



Russell, P.S.J.; Hölzer, P.; Chang, W.; Abdolvand, A.; Travers, J.C. Hollow-core photonic crystal fibres for gas-based nonlinear optics. Nat. Photonics 2014, 8, 278–286. [Google Scholar] [CrossRef]

	



Mulvad, H.C.H.; Mousavi, S.A.; Zuba, V.; Xu, L.; Sakr, H.; Bradley, T.D.; Hayes, J.R.; Jasion, G.T.; Fokoua, E.N.; Taranta, A.; et al. Kilowatt-average-power single-mode laser light transmission over kilometre-scale hollow-core fibre. Nat. Photonics 2022, 16, 448–453. [Google Scholar] [CrossRef]

	



Benabid, F.; Knight, J.C.; Antonopoulos, G.; Russell, P.S.J. Stimulated Raman scattering in hydrogen-filled hollow-core photonic crystal fiber. Science 2002, 298, 399–402. [Google Scholar] [CrossRef] [PubMed]

	



Benabid, F.; Bouwmans, G.; Knight, J.C.; Russell, P.S.J.; Couny, F. Ultrahigh efficiency laser wavelength conversion in a gas-filled hollow core photonic crystal fiber by pure stimulated rotational Raman scattering in molecular hydrogen. Phys. Rev. Lett. 2004, 93, 123903. [Google Scholar] [CrossRef] [PubMed]

	



Benabid, F.; Couny, F.; Knight, J.C.; Birks, T.A.; Russell, P.S. Compact, stable and efficient all-fibre gas cells using hollow-core photonic crystal fibres. Nature 2005, 434, 488–491. [Google Scholar] [CrossRef] [PubMed]

	



Couny, F.; Benabid, F.; Light, P.S. Subwatt threshold CW Raman fiber-gas laser based on H2-filled hollow-core photonic crystal fiber. Phys. Rev. Lett. 2007, 99, 143903. [Google Scholar] [CrossRef] [PubMed]

	



Belli, F.; Abdolvand, A.; Chang, W.; Travers, J.C.; Russell, P.S.J. Vacuum-ultraviolet to infrared supercontinuum in hydrogen-filled photonic crystal fiber. Optica 2015, 2, 292–300. [Google Scholar] [CrossRef]

	



Mridha, M.K.; Novoa, D.; Russell, P.S.J. Dominance of backward stimulated Raman scattering in gas-filled hollow-core photonic crystal fibers. Optica 2018, 5, 570–576. [Google Scholar] [CrossRef]

	



Richardson, D.J.; Nilsson, J.; Clarkson, W.A. High power fiber lasers: Current status and future perspectives [Invited]. J. Opt. Soc. Am. B 2010, 27, B63–B92. [Google Scholar] [CrossRef]

	



Minck, R.W.; Terhune, R.W.; Rado, W.G. Laser-Stimulated Raman Effect and Resonant Four-Photon Interactions in Gases H2, D2, and CH4. Appl. Phys. Lett. 1963, 3, 181–184. [Google Scholar] [CrossRef]

	



Brink, D.J.; Proch, D. Efficient tunable ultraviolet source based on stimulated Raman scattering of an excimer-pumped dye laser. Opt. Lett. 1982, 7, 494–496. [Google Scholar] [CrossRef] [PubMed]

	



Loree, T.R.; Cantrell, C.D.; Barker, D.L. Stimulated Raman emission at 9.2 μm from hydrogen gas. Opt. Commun. 1976, 17, 160–162. [Google Scholar] [CrossRef]

	



Benoit, A.; Beaudou, B.; Alharbi, M.; Debord, B.; Gérime, F.; Salin, F.; Benabid, F. Over-five octaves wide Raman combs in high-power picosecond-laser pumped H2-filled inhibited-coupling Kagome fiber. Opt. Express 2015, 23, 14002–14009. [Google Scholar] [CrossRef] [PubMed]

	



Mridha, M.K.; Novoa, D.; Bauerschmidt, S.T.; Abdolvand, A.; Russell, P.S.J. Generation of a vacuum ultraviolet to visible Raman frequency comb in H2-filled kagome photonic crystal fiber. Opt. Lett. 2016, 41, 2811–2814. [Google Scholar] [CrossRef] [PubMed]

	



Chen, Y.; Wang, Z.; Gu, B.; Yu, F.; Lu, Q. Achieving a 1.5 μm fiber gas Raman laser source with about 400 kW of peak power and a 6.3 GHz linewidth. Opt. Lett. 2016, 41, 5118–5121. [Google Scholar] [CrossRef] [PubMed]

	



Gladyshev, A.V.; Kosolapov, A.F.; Khudyakov, M.M.; Yatsenko, Y.P.; Kolyadin, A.N.; Krylov, A.A.; Pryamikov, A.D.; Biriukov, A.S.; Likhachev, M.E.; Bufetov, I.A.; et al. 4.4 μm Raman laser based on hollow-core silica fibre. Quantum Electron. 2017, 47, 491–494. [Google Scholar] [CrossRef]

	



Cao, L.; Gao, S.; Peng, Z.; Wang, X.; Wang, Y.; Wang, P. High peak power 2.8 μm Raman laser in a methane-filled negative-curvature fiber. Opt. Express 2018, 26, 5609–5615. [Google Scholar] [CrossRef] [PubMed]

	



Gladyshev, A.V.; Kosolapov, A.F.; Khudyakov, M.M.; Yatsenko, Y.P.; Kolyadin, A.N.; Krylov, A.A.; Pryamikov, A.D.; Biriukov, A.S.; Likhachev, M.E.; Bufetov, I.A.; et al. 2.9, 3.3, and 3.5 μm Raman Lasers Based on Revolver Hollow-Core Silica Fiber Filled by H2/D2 Gas Mixture. IEEE J. Sel. Top. Quantum Electron. 2018, 24, 0903008. [Google Scholar] [CrossRef]

	



Edelstein, S.; Ishaaya, A.A. High-efficiency Raman conversion in SF6- and CF4-filled hollow-core photonic bandgap fibers. Opt. Lett. 2019, 44, 5856–5859. [Google Scholar] [CrossRef] [PubMed]

	



Pei, W.; Li, H.; Huang, W.; Wang, M.; Wang, Z. Pulsed fiber laser oscillator at 1.7 µm by stimulated Raman scattering in H2-filled hollow-core photonic crystal fibers. Opt. Express 2021, 29, 33915–33925. [Google Scholar] [CrossRef] [PubMed]

	



Wang, Y.; Schiess, O.T.S.; Amezcua-Correa, R.; Markos, C. CO2-based hollow-core fiber Raman laser with high-pulse energy at 1.95 µm. Opt. Lett. 2021, 46, 5133–5136. [Google Scholar] [CrossRef] [PubMed]

	



Beaudou, B.; Couny, F.; Wang, Y.Y.; Light, P.S.; Wheeler, N.V.; Gerome, F.; Benabid, F. Matched cascade of bandgap-shift and frequency-conversion using stimulated Raman scattering in a tapered hollow-core photonic crystal fibre. Opt. Express 2010, 18, 12381–12390. [Google Scholar] [CrossRef] [PubMed]

	



Jaworski, P.; Yu, F.; Maier, R.R.J.; Wadsworth, W.J.; Knight, J.C.; Shephard, J.D.; Hand, D.P. Picosecond and nanosecond pulse delivery through a hollow-core Negative Curvature Fiber for micro-machining applications. Opt. Express 2013, 21, 22742–22753. [Google Scholar] [CrossRef] [PubMed]

	



Gao, S.-F.; Wang, Y.-Y.; Ding, W.; Jiang, D.-L.; Gu, S.; Zhang, X.; Wang, P. Hollow-core conjoined-tube negative-curvature fibre with ultralow loss. Nat. Commun. 2018, 9, 2828. [Google Scholar] [CrossRef] [PubMed]

	



Li, Z.; Huang, W.; Cui, Y.; Wang, Z. Efficient mid-infrared cascade Raman source in methane-filled hollow-core fibers operating at 2.8 μm. Opt. Lett. 2018, 43, 4671–4674. [Google Scholar]

	



Lanari, A.M.; Mulvad, H.C.H.; Abokhamis mousavi, S.M.; Davidson, I.A.; Fu, Q.; Horak, P.; Richardson, D.J.; Poletti, F. High power Raman second stokes generation in a methane filled hollow core fiber. Opt. Express 2023, 31, 41191–41201. [Google Scholar] [CrossRef] [PubMed]

	



Li, B.; Zheng, C.; Liu, H.; He, Q.; Ye, W.; Zhang, Y.; Pan, J.; Wang, Y. Development and measurement of a near-infrared CH4 detection system using 1.654 μm wavelength-modulated diode laser and open reflective gas sensing probe. Sens. Actuators B Chem. 2016, 225, 188–198. [Google Scholar] [CrossRef]

	



Majewski, M.R.; Woodward, R.I.; Jackson, S.D. Dysprosium-doped ZBLAN fiber laser tunable from 2.8 μm to 3.4 μm, pumped at 1.7 μm. Opt. Lett. 2018, 43, 971–974. [Google Scholar] [CrossRef] [PubMed]

	



Cheng, H.; Tong, S.; Deng, X.; Liu, H.; Du, Y.; He, C.; Qiu, P.; Wang, K. Deep-brain 2-photon fluorescence microscopy in vivo excited at the 1700 nm window. Opt. Lett. 2019, 44, 4432–4435. [Google Scholar] [CrossRef] [PubMed]

	



Li, J.; Li, H.; Wang, Z. Application of Hollow-Core Photonic Crystal Fibers in Gas Raman Lasers Operating at 1.7 μm. Crystals 2021, 11, 121. [Google Scholar] [CrossRef]

	



Burns, M.D.; Shardlow, P.C.; Barua, P.; Jefferson-Brain, T.L.; Sahu, J.K.; Clarkson, W.A. 47 W continuous-wave 1726 nm thulium fiber laser core-pumped by an erbium fiber laser. Opt. Lett. 2019, 44, 5230–5233. [Google Scholar] [CrossRef] [PubMed]

	



Firstov, S.V.; Alyshev, S.V.; Riumkin, K.E.; Melkumov, M.A.; Medvedkov, O.I.; Dianov, E.M. Watt-level, continuous-wave bismuth-doped all-fiber laser operating at 1.7 μm. Opt. Lett. 2015, 40, 4360–4363. [Google Scholar] [CrossRef] [PubMed]

	



Li, H.; Huang, W.; Pei, W.; Zhou, Z.; Cui, Y.; Wang, M.; Wang, Z. All-fiber gas Raman laser oscillator. Opt. Lett. 2021, 46, 5208–5211. [Google Scholar] [CrossRef] [PubMed]

	



Sun, Q.; Mao, Q.; Liu, E.; Rao, R.; Ming, H. Hollow-core photonic crystal fiber high-pressure gas cell. In Proceedings of the 19th International Conference on Optical Fibre Sensors, Perth, WA, Australia, 14–18 April 2008; SPIE: Bellingham, WA, USA, 2008; p. 700455. [Google Scholar]

	



Yu, R.; Wang, C.; Benabid, F.; Chiang, K.S.; Xiao, L. Robust Mode Matching between Structurally Dissimilar Optical Fiber Waveguides. ACS Photonics 2021, 8, 857–863. [Google Scholar] [CrossRef]

	



Wang, C.; Yu, R.; Debord, B.; Gerome, F.; Benabid, F.; Chiang, K.S.; Xiao, L. Ultralow-loss fusion splicing between negative curvature hollow-core fibers and conventional SMFs with a reverse-tapering method. Opt. Express 2021, 29, 22470–22478. [Google Scholar] [CrossRef] [PubMed]

	



Hanson, F.; Poirier, P. Stimulated rotational Raman conversion in H2, D2, and HD. IEEE J. Quantum Electron. 1993, 29, 2342–2345. [Google Scholar] [CrossRef]

	



Santagiustina, M. Raman Lasers. In Encyclopedia of Modern Optics; Elsevier: Amsterdam, The Netherlands, 2004; pp. 168–176. [Google Scholar]

	



Supradeepa, V.R.; Feng, Y.; Nicholson, J.W. Raman fiber lasers. J. Opt. 2017, 19, 023001. [Google Scholar] [CrossRef]

	



Kobtsev, S.; Ivanenko, A.; Kokhanovskiy, A.; Gervaziev, M. Raman-converted high-energy double-scale pulses at 1270 nm in P2O5-doped silica fiber. Opt. Express 2018, 26, 29867–29872. [Google Scholar] [CrossRef] [PubMed]








[image: Nanomaterials 14 00661 g001] 





Figure 1. (a) The schematic diagram of experimental setup; (b) the transmission spectrum of the FBG1; and (c) the transmission spectrum of the FBG2 and FBG3. 
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Figure 2. Measured forward spectrum of (a) Setup 1 and (b) Setup 2 at the maximum pump power with the different repetition frequencies. 
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Figure 3. Measured (a) forward and (b) backward pulse shapes at the maximum pump power when only FBG1 is added. 
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Figure 4. Measured (a) forward and (b) backward high-order Raman pulse shapes at the maximum pump power when FBG2 and FBG3 are added. 
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Figure 5. The characteristics of the output power in the different experiment setups: (a) forward Raman power, (b) backward Raman power, (c) backward pump power, and (d) the corresponding conversion efficiency. 
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Figure 6. The power stability within 3000 s of the cascaded laser at (a) 1695 nm, (b) 1730 nm, and (c) the total of them. 
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Figure 7. The output spectra of the cascaded FGRL in different times (a,b). 
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Table 1. The comparison of the power stability.
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	Characteristics
	1695 nm
	1730 nm
	Total





	Fluctuation range (W)
	0–0.71
	0–0.27
	0.45–0.69



	Average power (W)
	0.40
	0.17
	0.55



	Standard deviation (W)
	0.1648
	0.0503
	0.0446
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