
Supplemental Information 

Mixing, Fast and Slow: Assessing the efficiency of electronically conductive networks in hard carbon anodes 
Manisha Anne Sawhney, Jenny Baker 

 
Figure S1. Raw impedance data for cells applying Kuranode electrodes mixed at 1500 rpm using PC solvent. 



 

Figure S2. Raw impedance data for cells applying Kuranode electrodes mixed at 1500 rpm using DMC solvent. 

 



 

Figure S3. Raw impedance data for cells applying MTI electrodes mixed at 1500 rpm using PC solvent. 



 

Figure S4. Raw impedance data for cells applying Kuranode electrodes mixed at 3500 rpm using PC solvent. 



 

Figure S5. Raw impedance data for cells applying MTI electrodes mixed at 3500 rpm using PC solvent. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


