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Abstract

:

This study tested the effectiveness of using dynamic yield strength (DYS) and shear-cell experiments to calibrate the following discrete-element-method (DEM) parameters: surface energy, and the coefficients of sliding and rolling friction. These experiments were carried out on cohesive granules, and DEM models were developed for these experiment setups using the JKR cohesion contact model. Parameter-sensitivity analysis on the DYS model showed that the DYS results in the simulations were highly sensitive to surface energy and were also impacted by the values of the two friction coefficients. These results indicated that the DYS model could be used to calibrate the surface energy parameter once the friction coefficients were fixed. Shear-cell sensitivity analysis study found that the influence of surface energy on the critical-state shear value cannot be neglected. It was inferred that the shear-cell model has to be used together with the DYS model to identify the right set of friction parameters. Next, surface energy was calibrated using DYS simulations for a chosen set of friction parameters. Calibrations were successfully conducted for simulations involving experimentally sized particles, scaled-up particles, a different shear modulus, and a different set of friction parameters. In all these cases, the simulation DYS results were found to be linearly correlated with surface energy and were within 5% of the experimental DYS result. Shear-cell simulations were then used to compare calibrated surface-energy values for the scaled-up particles with the experimentally sized particles. Both the simulations resulted in similar critical-state shear values. Finally, it was demonstrated that a combination of DYS and shear-cell simulations could be used to compare two sets of friction parameters and their corresponding calibrated surface energy values to identify the set of parameters that better represent the flow behavior demonstrated by the experimental system.
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1. Introduction and Objectives


Cohesive granular materials are encountered in a variety of industries, such as food processing, agriculture, geotechnical industries, and pharmaceuticals. These materials go through a range of processing operations, from feeding [1], mixing [2], granulation [3,4], drying [5], roller compaction [6] to transport and storage operations [7]. The flow of these materials can influence product quality, production rate, and the type of manufacturing operations utilized in product design [8]. This makes the study of cohesive granular flow an essential area of research.



The discrete-element method (DEM) has become a popular computational technique for simulating granular motion ever since Cundall and Strack [9] first demonstrated its usefulness for studying granular behavior. The movement of particles in DEM is governed by the laws of physics, and DEM tracks every particle and all its interactions throughout a simulation domain. It can be used to study the effects of changes in material properties, particle sizes, equipment design, and operating conditions [10], making it a useful tool to gain insight related to the flow of particles in equipment.



DEM can be used to simulate cohesive granular materials with the help of cohesive contact models. Cohesiveness can be due to the inherent nature of a material or it can be caused by wetting with water or other binding agents. Different contact models exist in the DEM literature for simulating different types of cohesive behaviors, such as the linear cohesion model [11], the JKR model [12], and liquid-bridge models [13,14]. These models have been shown to be reliable for prediction in many studies. The JKR model was used in a study of mixing of glass beads in a single blade mixer [15]. Changes in mixing performance were found to be similar for both dry and wet glass beads for the same changes in the blade rake angles. Mukherjee et al. [16] studied the discharge rates of cohesive particle flow in a hopper by using a contact model containing a dimensionless parameter called the Bond number that combined the cohesion effects of van der Waals forces, electrostatic forces, and force due to liquid bridges. The study found that the hopper discharge rates decreased with increasing Bond numbers and also that there would be no discharge above a critical Bond number as the cohesive forces were more dominant than the particle weight. Guo et al. developed a DEM model to predict the flow behavior of wet fibers with the help of a liquid-bridge contact model and validated it by comparing the simulated angle of repose values to experimental values [17]. Radl et al. used a capillary force model to simulate wet granules inside a four-bladed mixer and showed that the mixing of particles with low moisture is heterogeneous due to agglomerates that break at specific regions near the impeller [18]. A study by Wu et al. [19] simulated the aggregate skeletons of different gradations in asphalt mixture and found that there is higher load resistance in fine-gradation compared to coarse-gradation of asphalt mixture. Remy et al. [20] used a DEM study to find that mixing performance improves for granular particles with low moisture content when compared to dry material, but the performance deteriorates when the moisture content is high.



Although DEM is good for simulating granular flow behavior, it has three major limitations:




	
DEM simulations are computationally expensive and take a long time to complete due to small time-step sizes and large numbers of particles that are tracked as they move through the system.



	
The approximation of complex particle shapes using spheres, usually done to reduce computational burden, might not reflect the true nature of the particles being simulated.



	
Calibration of DEM parameters to match particle flow behavior in the experimental system is a challenge.








The first two limitations can be reasonably addressed if one has access to high-performance computing resources [21]. We seek to address the third limitation in this study.



Some of the methods available in the literature for the calibration of DEM parameters for noncohesive systems are described here. Sandpile tests were used to adequately calibrate the rolling-friction coefficient between particles and between a particle and wall [22]. Sen et al. [23] studied the mixing of three free-flowing materials in a bin blender by first calibrating the friction coefficients of those materials by using angle-of-repose simulations. The mixing model was then used to identify superpotent and subpotent regions inside the blender. Zhou et al. [24] also conducted angle-of-repose simulations on noncohesive spheres and formulated a calibrating equation relating the angle of repose to coefficients of sliding and rolling frictions. Do et al. [25] used genetic-algorithm and direct-optimization techniques to calibrate coefficients of sliding and rolling frictions of the DEM particles based on experiment results of angle-of-repose tests and hourglass discharge times for quartz sand. Simons et al. [26] conducted sensitivity analysis on ring shear-cell DEM simulations for cohesionless particles and concluded that sliding- and rolling-friction parameters can be calibrated using the shear cell if Young’s modulus was predefined. Cheng et al. [27] developed an iterative Bayesian tool for the calibration of the shear modulus and the friction coefficients of glass beads that underwent loading and unloading cycles of oedometric compression. A study by Ostanin et al. [28] calibrated the parameters for a mesoscopic DEM simulation of nanocrystalline particles by matching peak force and critical strain of nanoindentation tests in the simulations. A method for calibrating DEM parameters to simulate cohesionless soil using in situ sinkage tests and nonlinear optimization was developed by Asaf et al. [29].



Although a large variety of cohesion models exist, the methods available for calibrating cohesive systems are far fewer compared to free-flowing systems. The angle of repose method, which works well for noncohesive systems, might not apply to cohesive systems, as cohesive forces might be too large for gravitational flow. Tsunazawa et al. [30] developed a cohesion model that considered liquid-bridge and adhesion forces, and validated the cohesive parameters by showing that the flow of wet glass beads in a pan pelletizer was in good agreement with the experimental flow behavior at various rotation speeds. In this study, the sliding-friction parameter was calibrated using angle-of-repose experiment values for the dry material. Wang et al. [31] calibrated the linear viscous coefficient and the local damping parameter for a mesoscopic DEM model of two carbon nanotubes using data collected from molecular-dynamics simulations. A DEM study of the FT4 powder rheometer on silanized glass beads [32] utilized an experimental drop test developed by Zafar et al. [33] to determine the surface-energy parameter for the JKR cohesive model.



This work proposes an alternative method for the calibration of highly cohesive particles by exploring the use of dynamic yield strength (DYS) and shear-cell simulations as calibration methods for simulating wet granular particles using the JKR cohesion model in DEM. The objectives of this study are as follows:




	
Develop a DEM model for dynamic-yield-strength measurements and use it to calibrate the surface energy between particles.



	
Develop a DEM model for a parallel-plate shear cell and calibrate the coefficient of sliding friction (CoSF) and the coefficient of rolling friction (CoRF) parameters for particle–particle interactions.









2. Experiment Setup


2.1. Materials


The studies were performed using a copper- and lime-based proprietary mixture of powders. These powders were blended in a 5 L plowshare mixer operated at 200 RPM. Powder flow tests on the blend using a Freeman FT-4 powder rheometer found that the blend had an average flow factor value of 1.7, indicating very cohesive and poorly flowing behavior. More details of the blend are given in Table 1.




2.2. Dynamic Yield Strength Experiment


The mixture of powders was granulated using a Bindzil and water mixture in a 16 mm Thermo Fischer Twin Screw granulator. The granules were then dried and sieved. A photograph of a dried granule is presented in Figure 1. The granules of the sieve fraction, 0.7–1.0 mm, were taken and rewetted with water in a ratio of 10:7 by mass. This wet granular mixture was used to create a cylindrical pellet with a 25 mm diameter and height using a hand-press punch and die set. The dynamic-yield-strength test of the pellet was conducted using an Instron ElectroPuls E1000 mechanical testing frame. This instrument consists of two vertically aligned metallic heads facing each other. Both heads are greased with Vaseline and the pellet is placed on top of the bottom head. During equipment operation, the bottom head stays in a fixed position while the top head moves downward to impact the pellet at a preset velocity of 100 mm/s. The instrument measures the vertical force used to compress the pellet and the displacement of the upper head. After converting the force and displacement into engineering stress and engineering strain, the peak-stress value in the measurement is defined as the material’s dynamic yield strength.




2.3. Shear-Cell Experiment


The wet mixture was added to the trough of a Dietmar-Schultze Ring Shear Tester. Preconsolidation normal stress of 2000 Pa was applied through the lid of the shear cell, and the rotation rate of the base was set to 0.026 rad/min. Changes in shear value over time were recorded by the instrument. After the shear value reached a steady state, the load was reduced to zero.





3. Method and Simulation Setups


All simulations were performed using EDEM® version 2.7.3 (DEM Solutions) [34]. The geometry for the shear-cell simulation was developed using the 3D-CAD package called SOLIDWORKS® (Dassault Systémes) [35], while the geometry for the DYS simulation was developed using tools in EDEM®.



In a DEM model, particles are inserted into the simulation domain, and contacts between particles and particles, and between particles and boundaries, are detected. Since the soft-particle DEM approach was used here, particle overlaps were calculated next. Next, the force on each particle is determined. Based on this force, particle acceleration is calculated using Newton’s laws of motion. The acceleration values for each particle are integrated over a small time step in order to determine the velocity and position of the particles for the next time step [10].



The total contact force (F→) acting on each particle is the sum of the normal contact force (FN→), the normal damping force (FNd→), the tangential contact force (FT→), the tangential damping force (FTd→), and the body force (FB→) (1). The only body force considered in the DEM models in this study is the force due to gravity.


F→=FN→+FNd→+FT→+FTd→+FB→



(1)







The particles in the experiments were cohesive, wet, and in the funicular region. In order to calculate the forces that arise due to particle contacts (with other particles and boundaries), DEM uses a physics/contact model. The capillary force contact model was not applicable as the experiments were not conducted in the pendular region. Since a viscous force model was not available in EDEM®, the contact and cohesive forces in the DEM models developed in this study were also accounted for by using the JKR normal contact model [12]. This contact model uses a parameter called surface energy (γ) to quantify the attractive nature of the particles. When surface energy is set to zero, the JKR model reduces to the Hertz contact model, a nonlinear spring-and-dashpot model based on the Hertz theory of elastic contacts [36]. The normal contact force between two spherical particles of radius R1 and R2 with a normal overlap, δN is given by [37]:


FN→=43∗EeqReqa3−4πEeqγa3/2δN=a2Req−4aπγEeqa3



(2)




where a is the contact radius between the particles, Req is the equivalent radius, i.e., the inverse of the reciprocal sum of the two particles’ radii R1 and R2, and Eeq is the equivalent Young’s modulus, i.e., the inverse of the reciprocal sum of the two particles’ Young’s moduli E1 and E2. Young’s modulus is calculated from the shear modulus (G) and Poisson’s ratio (ν) using the relation: Ei = 2Gi (1+νi).



The normal damping force is related to the normal stiffness (kN), relative normal velocity (vNrel→), equivalent mass (Meq), and coefficient of restitution (e) by:


FNd→=−2βvNrel→∗56knMeqkN=2EeqReqδNβ=lneln2e+π2



(3)







Tangential forces are calculated using the Mindlin–Deresiewicz no-slip model [38]. The tangential contact force and the tangential damping force are given by the following equations:


FT→=−kTδTkT=8GeqReqδN



(4)






FTd→=−2βvTrel→∗56kTMeq



(5)




where, kT is the tangential stiffness, Geq is the equivalent shear modulus, δT is the tangential overlap, and vTrel→ is the relative tangential velocity. Coulomb’s law limits the tangential force by the coefficient of static friction (μS), as given by [39]:


FT→=sign(FT→)∗min(∣FT→∣,∣μSFN→∣)



(6)







The rolling torque (τi) on a particle is calculated using the rolling-friction resistance model given by the equation [24]:


τi=−μrFNωiRi



(7)




where μr is the rolling friction coefficient, and ωi is the angular velocity.



3.1. Dynamic-Yield-Strength Simulation Setup


Figure 2 shows the the DEM model setup for the DYS simulations. The platens were simulated by constructing two solid cylindrical plates of 50 mm diameter. Just as in the experiments, the top platen was movable while the bottom platen remained fixed throughout the simulation.



In order to make the pellet in the simulation, a hollow cylindrical die of 25 mm diameter and 40 mm height was created with both its top and bottom circular sections open. This cylinder was placed vertically over the bottom platen and was filled to a height of 29 mm with spherical particles, which were normally distributed, with a mean diameter of 0.7 mm and a standard deviation of 0.21 mm. Particle distribution was capped at 0.7 and 1.0 mm to simulate the sieve fraction from the experiment results. The spherical particles in the simulation represent an approximation to the experimental granules, which had a vertical aspect ratio of 1.30. This increase in size is a common approximation done in DEM simulations in order to reduce computational time [40]. These particles were compressed inside the die at a rate of 1.5 mm/s to a height of 22 mm using a smaller cylindrical plate of 24.6 mm diameter, and then released. This caused the pile to spring back up to an approximate height of 25 mm. The hollow cylinder was then removed to leave behind a cylindrical pellet on top of the bottom platen.



The dynamic-yield-strength test was carried out by moving the top platen vertically downwards at a speed of 100 mm/s. The force on the top of the pellet and the deformation it underwent were recorded. A plot of the engineering stress–strain curve was made, and peak-stress value gave dynamic yield strength.



The details of the DEM parameters used in the DYS simulations are presented in Table 2 and Table 3. The majority of the parameters used in the base-case simulation were taken from the literature [23]. The density of the particles was set to the experimentally measured density of the granules. Since the platens were lubricated in the experiment, they were assumed to be frictionless in the simulations, and the sliding- and rolling-friction parameters between a particle and wall were set to zero. Additionally, the value of surface energy was chosen by running test simulations to determine the minimum value that was required to keep the pile of particles stable after the precompression step. This value was doubled and used as the base-case setting.




3.2. Periodic Shear-Cell Simulation Setup


A DEM simulation of the full experimental shear cell was found to be too computationally expensive. Hence, a periodic section of the shear cell, similar to the one developed by Ketterhagen et al. [41], was used for the simulations. The periodic-section simulation had the dimensions of 18 × 23 × 22 mm in the x, y, and z directions, respectively. The x-axis was treated as a periodic boundary. The top plate consisted of a horizontal plate of 18 × 22 mm with grooves of height 3 mm and width 0.8 mm, with a spacing of 10.5 mm. It also had two vertical plates of dimensions 18 × 8 mm on either side. The bottom plate consisted of a horizontal plate of 200 × 22 mm with grooves of height 2 mm and width 1 mm, with a spacing of 5.35 mm. Just like the top plate, the bottom plate also had two vertical plates of dimensions 200 × 14.5 mm on either side. Figure 3 shows the shear-cell simulation when empty. In the simulations, the particles were periodic but the bottom plate was not, since the boundary elements could not be made periodic due to software restrictions. This should not affect the results from the simulation since the bottom plate had grooves that repeated at regular intervals, and as this plate moved as a single unit at a constant speed causing the particles close to the plate to be subjected to the same constant force, even when the particles moved across the periodic boundaries.



The shear cell was simulated with 20,000 particles to match the experimental compressed bed height of 16 mm. The top plate was moved down on the particles to apply a constant stress of 2000 Pa in the preconsolidation step. The application of constant load was achieved by using the Dynamics Coupling feature in EDEM®. Once the particles were compressed by the top plate, the bottom plate was made to move at a rate of 3.813e-05 m/s in the positive x-direction. This speed is the experimental angular velocity converted to linear speed. The shear stress on the top plate was recorded.





4. Results and Discussion


This section presents the results from the DEM DYS and shear-cell simulations. The results from parameter-sensitivity analysis for the two setups are first described, followed by details of the calibration efforts.



4.1. Sensitivity Analysis: Dynamic Yield Strength


The results from the DYS simulation are visualized in Figure 4. An empty cylinder was laid on top of the bottom platen (A) and filled with particles (B). The smaller precompression plate moved downward to compress the pile (C). Next, the precompression plate was withdrawn (D). The hollow cylinder was removed to expose the compressed pile (E). Finally, the top platen moved downward at the specified speed (F–H). The state of the pile just after the top platen hit it is shown in (G), while (H) shows the final state of the pile. Note that the base-case DYS simulation had a time step of 3.82e−6 s and took 10 h to complete using 12 cores of Intel Xeon (R) E5-2650 v4 CPU @ 2.2 GHz.



The sensitivity of the peak-stress value in the DYS simulations to the DEM parameters was studied with respect to the following parameters: Poisson’s ratio, shear modulus, surface energy, the coefficient of restitution, and the coefficient of sliding friction and the coefficient of rolling friction between particles. An initial simulation was run with a fixed set of parameter values (based on Table 2 and Table 3), and this simulation was called the base-case simulation. In the sensitivity analysis, the values of the aforementioned DEM parameters were increased by 2.5 times their respective values in the base-case simulation. This multiplier value was chosen as it covered the complete range of two out of the six parameters in the study. These two parameters, namely, the Poisson’s ratio and the coefficient of restitution, were not expected to have much effect on the peak-stress value, and it was necessary to test their effect on DYS at their maximum value. Note that the parameters were varied individually in separate simulations, and the dynamic-yield-strength results from these simulations were compared to the result from the base-case simulation.



Results from the sensitivity-analysis study are shown in Table 4. From the results, it can be inferred that the effects of Poisson’s ratio and coefficient of restitution on the DYS values were insignificant since changes in the DYS results were small even when these parameters were tested at the maximum value of their respective ranges. Surprisingly, the coefficient of sliding friction was negatively correlated with DYS. The shear modulus lowered the DYS at the tested values. Raising the shear modulus increased particle stiffness and decreased the particle contact area, thereby reducing cohesion strength between the particles. This loss in cohesive power contributed to lowering the DYS value. The DYS value was almost twice as sensitive to the coefficient of rolling friction as it was to the shear modulus or the coefficient of sliding friction. Finally, it was observed that the DYS result was extremely sensitive to the surface-energy parameter.



Based on the above results, it was decided that more detailed analysis was necessary to obtain a better idea about the influence of the more sensitive parameters (i.e., the coefficient of rolling friction, the coefficient of sliding friction, shear modulus, and surface energy) on DYS values. Hence, simulations were run with friction parameters varying in the range of 0.01 to 1; the shear modulus varied between 1 to 10 MPa, and surface energy varied from 0.45 to 2.7. Note that the results of the sensitivity of the DYS value to surface energy are presented later as part of the calibration study in Section 4.3. Results from the detailed sensitivity analysis of the remaining three parameters are plotted in Figure 5. The plot shows that the effect of the shear modulus on DYS was the least among the three parameters. The DYS result rose sharply with increasing CoRF up to a value of 0.30, after which its influence waned significantly. The impact of the CoSF was strongest, in the range from 0.01 to 0.40. The DYS value peaked at a CoSF of 0.1, while values on either side of this number seemed to decrease frictional resistance to the deformation force in the DEM simulations, leading to a lower value of DYS.



We conclude that the DYS value is very sensitive to surface energy, which makes this setup useful for calibrating the surface-energy parameter. Nevertheless, the influences of the coefficient of rolling friction and the coefficient of sliding friction of the particles on DYS cannot be neglected. Hence, it would be useful to first fix the friction parameters and then calibrate the surface energy parameter using DYS simulations.




4.2. Shear-Cell Sensitivity Results


The base-case shear-cell simulation was executed using the DEM parameters listed in Table 2 and Table 3, and it took a significant amount of computational time to reach the critical-state shear value when operated at the experimental plate speed. In an attempt to reduce computational time, a simulation was carried out at ten times the experimental speed value to test the effect of bottom plate speed on the shear-cell results. Figure 6 compares the results from these simulations. It can be seen that increasing the plate speed did make the simulations reach critical state earlier, but did not cause any significant change in the critical-state shear value. This means that increasing the plate speed is an effective way of speeding up the simulation. Hence, subsequent shear-cell simulations were run with a bottom-plate speed that was ten times the experimental plate speed.



Even with the faster plate speed, the shear-cell simulations took significantly longer to run than the DYS simulations. The base-case simulation of 30 s took 40 h to complete using 12 cores of Intel Xeon (R) E5-2650 v4 CPU @ 2.2 GHz. Hence, the sensitivity study of the shear cell is less extensive compared to the DYS study. Only parameters identified as the most sensitive in the DYS study were tested. In this study, four additional simulations were executed by individually varying one parameter at a time. These simulations included runs with: surface energy set to 1.35 J/m2 (three times the value of the base case); a CoRF set to a high value of 1.0; a CoSF set to a high value of 1.0; and a CoSF set to a value of 0.1. The results from these simulations were compared to the base-case simulation in Figure 7. The plot suggests that increasing the sliding-friction value from 0.40 (base case) to 1.0 had no significant effect on critical-state shear value. Setting the CoSF value to 0.1 increased the critical-state shear value, i.e., the CoSF showed similar behavior to those observed in the DYS sensitivity study. When the coefficient of rolling friction value was changed to 1.0 from 0.01 in the base case, the critical-state value increased from 1008 to 1183 Pa in the base case. The final simulation in the study showed that the shear-cell simulation is also affected by the surface-energy parameter, but it appears that the shear cell is not as sensitive to the parameter as was the case in the DYS simulations. It can be inferred from these results, the shear-cell simulation cannot decouple the effects of the surface-energy parameter from the effects of CoSF and CoRF when the JKR contact model is used. Hence, the shear-cell model cannot be independently used to calibrate the friction coefficients of cohesive particles before running the DYS model to calibrate surface energy.




4.3. Surface-Energy Calibration Using DYS Simulations


The DYS calibration study was conducted to test whether the cohesion parameter could be calibrated by matching the simulation DYS results to the experimental DYS result of 3242 Pa. Since the shear-cell simulation could not be used to calibrate the sliding- and rolling-friction parameters, the study was carried out by fixing the values of CoSF, CoRF, and shear modulus to the base-case simulation values. In this study, surface energy was varied in an attempt to match the experimental DYS result. A total of seven simulations (including the simulations performed for sensitivity analysis) were carried out at the following surface energies: 0.45, 0.675, 1.125, 1.92, 1.97, 2.15, and 2.70 J/m2. The DYS results from these simulations are plotted against the surface energy used in the simulations in Figure 8. From the plot, it is clear that the DYS value has a linear relationship with surface energy. This relationship is expressed by the following equation: DYS (Pa) = 1837 × Surface Energy(J/m2) − 456. This line, shown in the plot, has an R2 value of 0.9852, indicating that it is a very good fit. From the plot, it can also be seen that the simulation with surface energy of 2.15 J/m2 had a DYS value of 3378 Pa, which closely matched with the experimental value of 3242 Pa. In fact, this simulation result is within 5% of the experiment result.



To test the robustness of this calibration method, the calibration study was extended to verify whether surface energy can be calibrated for other scenarios:




	
A different particle shear modulus chosen for the simulations. Here, a shear modulus of 1e7 Pa was tested.



	
Particles were scaled-up for the simulations. Particle sizes were doubled for this test.



	
Different sets of friction parameters were used. Both friction parameters were set to 0.5 for this test.








All other simulation parameters were kept constant for these simulations. Just as in the base case, a linear relationship between the DYS value and surface energy was observed for all three new cases. Due to this relationship, the calibrated surface-energy values were identified without requiring many trial simulations. Table 5 summarizes the results from the calibration tests. The simulation named calibrated base case (CBC) in the table refers to the previously discussed simulation that was calibrated for particles of size in the range of 0.7–1.0 mm having a shear modulus of 1e6 Pa with a CoSF of 0.4 and a CoRF of 0.01. All DYS values for the calibrated simulations shown in Table 5 were within 5% of the experiment value of 3242 Pa. Surface energy was calibrated at a value of 2.95 J/m2 for the simulation with a shear modulus of 1e7 Pa. As expected, this value was higher compared to the surface energy required to calibrate the CBC simulation, because a higher shear modulus results in a decrease of cohesive forces between particles due to a smaller contact area. Surface energy was also successfully calibrated for the simulation with the doubled particle size, showing that this method of calibration can also be employed for a system with scaled-up particles. Finally, the DYS value rose steeply with an increasing CoRF in the sensitivity study. Hence, it was understandable that the surface energy required to calibrate the system with changed friction parameters was lower compared to the CBC simulation. Note that, although simulations managed to capture the experimental dynamic-yield-strength value, the strain rate at which peak stresses occur in these simulations were different compared to the experiments. The simulations seemed to offer much less resistance to the load and the peak stress in each simulation occurred at a low strain value. A reason for this variation could be the fact that the purely spherical particles used in the simulation were not deformable, and this resulted in a different packing efficiency when compressed into a die compared to the experimental die.




4.4. Comparing Calibrated Setups with Shear Cell


To verify the validity of the calibrated surface energies, the parameters used by simulations mentioned in Table 5 were tested using the shear-cell simulation in this study. Results plotted in Figure 9 show that the CBC simulation had a critical-state shear value of about 1330 Pa. The simulation with the doubled particle size had a critical-state shear value close to that of the CBC simulation, albeit with larger fluctuations. This implies that the calibration of the scaled-up particles did not result in changes to the particle flow. It further demonstrates the robustness of the method of calibrating surface energy using DYS simulations. Figure 9 also showed that calibrated surface energy for the higher shear-modulus simulation did not have a significant impact on the critical-state shear result. Finally, the simulation with higher friction parameters had a different critical-state shear value (1178 Pa) compared to the CBC simulation. This was to be expected since the shear-cell results were shown to be sensitive to the friction coefficients even though the model could not differentiate the effects of CoRF, CoSF, and surface energy.



The shear-cell experiment result is shown in Figure 10. The plot shows that, for a load of 2000 Pa, the critical-state shear-stress value is about 1800 Pa. Comparing the results from the CBC and the simulation with higher friction parameters to the experiment results, it can be noted that although neither matches the experiment value, the CBC result is closer to it. In this case, it can be concluded that the friction parameters from the CBC simulation produced a particle flow that is a better representative of the particle behavior in the actual system compared to the simulation in which the friction coefficients were set to 0.5.





5. Conclusions


Dynamic-yield-strength and shear-cell experiments were performed on cohesive granular material. DEM models were then developed for this dynamic-yield-strength and shear-cell equipment using the JKR cohesion contact model. Parameter-sensitivity analysis performed on the DYS model showed that the peak-stress value is not only affected by the coefficients of sliding and rolling friction, but is also very sensitive to the surface-energy parameter of the JKR cohesion model. This result made the DYS model a good candidate for calibrating the surface energy, provided the friction parameters were already calibrated. The sensitivity of the shear-cell model to the surface-energy parameter meant that it was not practical to independently use the model to calibrate the friction coefficients. This model has to be used simultaneously with the DYS model to determine the CoSF and CoRF. The DYS model was then used to calibrate the surface energy for the set of DEM parameters used in the base-case simulation by running simulations at various surface-energy values and comparing the resulting DYS value to the experiment result. A surface energy value of 2.15 J/m2 was identified as the calibrated value. During this exercise, it was also found that the DYS value from the simulations had a linear relationship with the surface-energy parameter. This linear relationship was also observed for simulations in which particle size, shear modulus, and friction coefficients were changed—making it simpler to identify the calibrated surface-energy value without the need for many trial simulations. Further, it was shown that the surface-energy parameter could also be calibrated by the DYS simulation when using scaled-up particles, and that particle scaling did not affect the critical-state shear value of the shear-cell simulation. Although the shear-cell model could not solely be used to calibrate the friction parameters, it was demonstrated that the combination of DYS and shear-cell simulations could be used to compare different sets of friction parameters and help choose the set that can simulate particle motion in the model that is closer to the experimental flow behavior. Future work can be directed at exploring methods to find a more direct way of calibrating the friction parameters, and at calibrating the particle–wall interaction parameters for cohesive systems.
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Figure 1. Dried granule photograph. 
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Figure 2. Dynamic-yield-strength simulation setup. 
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Figure 3. Parallel-plate shear-cell simulation setup. 
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Figure 4. Snapshots of the DYS simulation state. 
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Figure 5. Detailed DYS sensitivity-analysis results. 
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Figure 6. Shear-cell bottom-plate speed comparison. 
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Figure 7. Shear-cell sensitivity results. 
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Figure 8. Plot of dynamic yield strength vs. surface energy. 
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Figure 9. Shear-cell results for calibrated surface-energy simulations. 
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Figure 10. Shear-cell experiment result for 2000 Pa load. 
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Table 1. Material properties of the blend.
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	Properties
	Blend





	Bulk Density (kg/m3)
	422



	D50 (μm)
	14.30



	Avg. Flow Factor
	1.7
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Table 2. Discrete-element-method (DEM) material parameters for dymanic-yield-strength (DYS) and shear-cell base-case simulations.
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	Material Parameters
	Particle
	Wall





	Density (kg/m3)
	1000
	8000



	Poisson’s Ratio
	0.2
	0.33



	Shear Modulus (Pa)
	1e6
	7.93e10



	Surface Energy (J/m2)
	0.45
	-
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Table 3. DEM interaction parameters for DYS and shear-cell base-case simulations.
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	Interaction Parameters
	Particle-Particle
	Particle-Wall





	Coeff. of Restitution
	0.2
	0.2



	Coeff. of Sliding Friction
	0.4
	0



	Coeff. of Rolling Friction
	0.01
	0
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Table 4. Results from the dynamic-yield-strength sensitivity analysis of particle properties.
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	Simulation
	Parameter Value
	DYS (Pa)
	Change w.r.t. Base Case (%)





	Base case
	-
	495
	-



	Poisson’s Ratio
	0.5
	457
	−7.7



	Coeff. of Restitution
	0.5
	472
	−4.6



	Shear Modulus (Pa)
	2.5e6
	400
	−19.2



	Surface Energy (J/m2)
	1.125
	1853
	274.3



	Coeff. of Sliding Friction
	1.0
	402
	−18.8



	Coeff. of Rolling Friction
	0.025
	678
	37.0
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Table 5. Surface-energy and dynamic-yield-strength results from calibrated simulations. Note: CoSF, Coefficient of Sliding Friction. CoRF, Coefficient of Rolling Friction.






Table 5. Surface-energy and dynamic-yield-strength results from calibrated simulations. Note: CoSF, Coefficient of Sliding Friction. CoRF, Coefficient of Rolling Friction.





	Simulation
	Surface Energy (J/m2)
	DYS (Pa)





	Target/Experimental result
	-
	3242



	Calibrated base case (CBC)
	2.15
	3378



	Shear modulus 1e7 Pa
	2.95
	3220



	Double particle size
	2.90
	3351



	CoSF and CoRF 0.5
	0.95
	3267
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